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1. STATUS

The following materials have been accepted by the Automotive Manufacturers Equipment Compliance Agency as
meeting the 3-year weathering test of FMVSS 108 for plastics used in optical lenses and reflectors used on motor
vehicles. No evaluation has been made as to the suitability of individual materials for particular automotive uses,
or to the manufacturing methods.

You must contact the resin or coating manufacturer to determine the best
material for your application.

Every plastics resin manufacturer has specialized products for different applications,
processing conditions, manufacturing equipment, light sources and final use.

Please contact the manufacturer directly for more information.

The device manufacturers must ensure that the lenses molded from acceptable materials meet the color and
plastic stability test requirements for each individual device.

2, LISTING

The material is listed by the manufacturer's name, trade name and flow formulation, type of resin, color number
and color.

3. MATERIAL COATINGS AND HAZE

When these materials are used for state/provincial regulated lighting device lenses, the applicable
state/provincial regulations shall be met.

The Code "#" denotes material which must be coated to pass the 7% haze requirement. This material does not
need to be coated to meet the 30% haze requirement.

The Code "Q" denotes a coated material that must be coated to pass the 7% haze requirement. No
information is given on uncoated performance.

The Code "Q2" denotes a coated material that must be coated to pass the 7% haze requirement. This
material can not be used uncoated.flx

The Code "$" denotes a coated material with haze values between 7% and 30%. No information is given on
uncoated performance. These cannot be used as or in front of a reflex reflector.

The Code “@” denotes a coated material with haze values between 7% and 30%. This material cannot be used
when uncoated. These cannot be used as or in front of a reflex reflector.

The Code "!" denotes a material that does not require a coating to be used as an inner lens when protected by
an outer lens designated by Code "#¢. The inner and outer lens materials have been tested together as a
system and together they will meet FMVSS 108.

Only materials tested together, may be used this way. Not every manufacturers materials will gualify for
the outer lens. Other manufacturers lens material may NOT be used as an outer lens even if those materials
are designated #. The inner and outer lens must be tested {ogether.

4, DISTRIBUTION

This list is updated and distributed free on a monthly basis. Any revised or pre-release editions may be obtained
by contacting AMECA.
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5. DEFINITIONS
Coating -- Material applied to surface of the lens to improve some aspect of performance.
Coated materials-- a material which has a coating applied to the surface of the finished sample to impart some
protective properties. Coating identification means a mark of the manufacturer's name, formulation designation
number, and recommendations for application.
Color bleeding -- the migration of color out of a plastic part onto the surrounding surface.
Cracking -- a separation of adjacent sections of a plastic material with penetration into the specimen.
Crazing -- a network of apparent fine cracks on or beneath the surface of materials.
Delamination -- a separation of the layers of a material including coatings.
Hard Coat -- 1) Coating which is cured by UV radiation.
2) Coating which provides additional resistance to abrasion or scratching which may be cured by
thermally or by UV radiation. May contribute to long term durability of material.

Note: Both definitions are being used--please verify the intended performance when discussing hard coats.

Haze -- the cloudy or turbid appearance of an otherwise transparent specimen caused by light scattered from
within the specimen or from its surface.

Inner Lens—A material covered by another material for testing. It is used interchangeably with “protected
application”

Protected Application. A material covered by another material for testing. It is used interchangeably with
Inner Lens.

Reflex reflectors-- devices used on vehicles to give an indication to approaching drivers using reflected light from
the lamps of the approaching vehicle.

Substrate -- Base material to which all other performance enhancing materials are added.
UV-protective Coat -- Coating designed to provide additional protection from the sun's electromagnetic radiation,

particularly those wavelengths in the UV bandwidth. Often used on polycarbonate substrates to improve
weathering performance. Polycarbonates must be coated for use in or in front of reflex reflectors.

UV radiation -- Short wavelength, high energy radiation emitted by the sun or other object (HID lamp). Wave lengths
between 10 and 380 nm.

HID Lamp -- High Intensity Discharge Lamp. Lamps produce light by the use of a stabilized arc. Lamps can
produce significant UV radiation which may require special materials. See SAE J-1647
6. NOTE ON COLOR

Federally, regulated lamps must use FMVSS 108 color coordinates, which are slightly different than SAE.
SAE emergency/auxiliary lamps can meet SAE J578.

The colors listed have been determined to be in compliance with SAE J-578 using the ASTM E
308-66 method required by FMVSS 108 in thicknesses specified by the resin manufacturer.
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NOT EVERY COLOR LISTED WILL MEET FMVSS-108/SAE J-578 COLOR
COORDINATES FOR YOUR INTENDED THICKNESS

NOT EVERY MATERIAL IN EVERY COLOR WILL MEET FMVSS-
108/SAE J-578 WITH LED OR ILLUMINANT C LIGHT SOURCES

CHECK WITH THE RESIN MANUFACTURER’S COLOR SPECIALIST

The ASTM E 308-66 method uses an illuminant A light source energized to 2856k. If you use anything other than
an incandescent light source at 2856k you MUST verify that the resulting color meets the specifications of FMVSS
108 or SAE J-578 (Depending on lamp application) for your intended thickness. Halogen light sources at 3200k,
illuminant C (strobe) and LED light sources will dramatically alter the color output. In addition, some light sources
do not emit color or luminous flux uniformly. Measurements should be made to verify that the emitted light using
your intended light source meets the specifications of FMVSS 108 throughout its photometric range.

7. NOTE ON INNER LENS COLOR

Combinations of inner and outer lenses with various colors may not perform predictably.
Output will vary markedly with different light sources. Check with the resin
manufacturer’s color specialist when making selections

8. NOTE ON “EQUIVALENT” FORMULATIONS.

Many companies have distributed manufacturing facilities, cooperative agreements or joint ventures. In order to
list a facility or another company the company which has done the three year weathering testing must send
documentation stating that the materials, processes and end products are equivalent between itself and the new
applicant. Due to industry complaints, the List of Acceptable Plastics has revised the listing to more accurately
reflect the test data from various parent companies. In addition, if the joint venture is terminated or the
manufacturing facility is sold, the subsidiary or joint company must be able to provide weathering test
data on its own. A company can no longer rely on the parent company data and processes if they have no
relationship to the parent company who conducted the original testing.

10. NOTE ON SUBMITTING FOR ADDITIONAL COLORS

If you plan to add an additional color number to your listing, please list the existing colors which have undergone
the three year weathering that are a greater and lesser concentration. The colors listed MUST be in the same
color space. See FMVSS 108 S14.4.2.1.3

11. Note on Inner Lens and Inner Coating Testing

Only inner and outer lens materials, tested together, may be registered for an inner lens system. Not every
manufacturer’s materials will qualify for the outer lens. Other manufacturers lens material may NOT be used as an
outer lens even if those materials have successfully been used as an outer lens for a different material. The inner
lens/coating and outer lens/coating must be tested together as a system.

Currently the DOT has issued no guidelines for inner lenses. If and when they do, they will be the requirements that
everyone must follow. In the meantime, we would recommend for following guidelines for inner lens test setup.

1) You must bracket test every color combination (light/dark) you want to use—red, blue, amber, etc. The
light/dark colors must be in the same color space.
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2) You must bracket test molecular weight (heavy/light) for both outer lens and inner lens.

3) The test setup—airspace, ventilation, should duplicate as close as possible the conditions in an inner
automotive lens including factors such as ventilation, spacing between inner and outer lens and coatings.

4) For more information, please see SAE Paper: http://papers.sae.org/2004-01-0800

Inner lens materils will be listed with their outer lens material jointly as a system. Both the inner lens and outer lens
material/color will be listed with both materials specified. If you only test a limited range of lens colors, thicknesses
or materials that is how they will be listed.

12. Special Note on the definition of “Protected Inner Lens” and/or “Protected Applications”

Protected Inner Lenses or Protected Applications for polycarbonate lenses refers to an outer lens which has a

UV absorbing capabilities. NOT physical protection but UV protection.
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Frequently Asked Questions

Q1) If someone else has weathered a polycarbonate/PMMA material, do | have to weather my
polycarbonate/PMMA material?

A) Yes, every company’s material stands independently from what another company has done. Each coating,
pigment and additive must be tested with each company’s own material. Each separate material stands alone for

weathering performance unless bracketed by materials of higher and lower concentrations or molecular weights.

Q2) If someone else has weathered a pigment with another plastic do | have to weather the pigment with my
plastic?

A) Yes, every company’s material stands independently from what another company has done. Each coating,
pigment and additive must be tested with each company’s own material. Each separate material stands alone for

weathering performance unless bracketed by materials of higher and lower concentrations or molecular weights.

Q3) If someone else has weathered a coating do | have to weather my material with that coating?
A) Yes, every company’s material stands independently from what another company has done. Each coating,
pigment and additive must be tested with each company’s own material. Each separate material stands alone for

weathering performance unless bracketed by materials of higher and lower concentrations or molecular weights.

Q4) Testing laboratories typically use a 1-10 numbering scale according to ASTM D660 to indicate the degree of
crazing, cracking or delamination associated with weathering. = What numerical value from ASTM D660 is
acceptable for listing?
A) FMVSS 108 does not refer to any numerical values from ASTM D660. The numerical values are done by the
test laboratory for manufacture convenience.
FMVSS 108 states:

S14.4.2.2.4.2 After completion of the outdoor exposure test materials used for headlamp lenses must
show no deterioration.

S14.4.2.2.4.3 After completion of the outdoor exposure test all materials, when compared with the
unexposed control samples, must not show physical changes affecting performance such as color
bleeding, delamination, crazing, or cracking. Additionally materials used for reflex reflectors and
| i f f refl f : | . : i . |
changes,

Your tested samples must not show any changes affecting performance. The only value which shows

no change is a numerical value of 10.

Q5) How many thicknesses to | have to test?
A) FMVSS 108: S14.4.2.1.3 Samples must be furnished in thicknesses of 1.6 + 0.25 mm, 2.3 £
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0.25mm, 3.2+ 0.25 mm, and 6.4 + 0.25 mm.

Q6) Even if it's for a coating? A) Yes.

Q7) Do materials have to meet the color requirements before testing?

A) Yes: S14.4.2.1.4 All samples must conform to the applicable color test requirement of this standard prior to

testing.

Q8) What about the plastics used in non-FMVSS applications such as emergency vehicle lighting which also

require three year weathering?

A) Yes, those can be listed with non-standard colors as long as they are NOT used on FMVSS 108 lighting

devices.

Testing outline. Note, we also recommend you send DOUBLE samples to prevent any errors.

» 4 Thicknesses

U
U
U

For each colour
For each coating
For each molecular weight (MW)

» For example for each resin type:

0

0 0o o

O 0o 0o O

Each resin stands on it's own. Combinations of additives cannot be reliably predicted, especially if they are

4 thickness samples of dark red, uncoated, Lowest MW Resin A
4 thickness samples of light red, uncoated, Lowest MW Resin A
4 thickness samples of dark red, uncoated, Highest MW Resin A
4 thickness samples of light red, uncoated, Highest MW Resin A

4 thickness samples of dark red, coating 1, Lowest MW Resin A
4 thickness samples of light red, coating 1, Lowest MW Resin A
4 thickness samples of dark red, coating 1, Highest MW Resin A
4 thickness samples of light red, coating 1, Highest MW Resin A

supposed to control the same issue. (such as two different UV absorbers)

[ B o

I B I B
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4 thickness samples of dark red, uncoated, Lowest MW Resin B
4 thickness samples of light red, uncoated, Lowest MW Resin B
4 thickness samples of dark red, uncoated, Highest MW Resin B
4 thickness samples of light red, uncoated, Highest MW Resin B

4 thickness samples of dark red, coating 1, Lowest MW Resin B
4 thickness samples of light red, coating 1, Lowest MW Resin B
4 thickness samples of dark red, coating 1, Highest MW Resin B
4 thickness samples of light red, coating 1, Highest MW Resin B

Now repeat for clear, yellow, blue, coating 2 & coating 3
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TRADE NAME AND

MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR
Asahi Kasei Delmore H-350A Polymethacrylic 99141 Clear
Corporation Anhydride Acrylic D33144 Red
www.asahi-kasei.co.jp D23084 Yellow
Asahi Kasei Delpet 70H Polymethyl 99141 Clear
Corporation Delpet 70N Methacrylate 99142 Clear

Delpet 80CT 99143 Clear
Delpet 80N LM60302 Clear
www.asahi-kasei.co.jp. Delpet 80NB NS00165" Clear
Delpet 8ONE NS00178? Clear
Delpet 8ONEK 31140 Red
Delpet 8ONEN 31141 Red
Delpet 8ONET 31142 Red
Delpet 80ONF 31143 Red
Delpet 80ONP 31144 Red
Delpet 80NR 31145 Red
Delpet 80NS 31151 Red
Delpet 800F 31152 Red
Delpet 80EB 31153 Red
Delpet 80EH 33140 Red
Delpet 80NH 33141 Red
Delpet 80TJ 33142 Red
Delpet PM130N 33143 Red
Delpet SK420N 33144 Red
Delpet SK430N 33151 Red
33153 Red
33170 Red
33232 Red
33233 Red
33261 Red
33340 Red
33402 Red
K31403 Red
K3151 Red
K32323 Red
21102 Yellow
21104 Yellow
21106 Yellow
21107 Yellow
21108 Yellow
21109 Yellow
21110 Yellow
1 Note: NS00165 is listed with Delpet 80N for 1.6-3.2 mm Only 21111 Yellow
21207 Yellow
2 Note: NS00178 is listed with Delpet 80N for 1.6-2.3 mm Only 21301 Yellow
21511 Yellow
3 Note: K3140 and K3232 are listed for 6.4 mm only 21802 Yellow
21803 Yellow
21834 Yellow
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TRADE NAME AND

MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR
Asahi Kasei Delpet 70H Polymethyl 23080 Yellow
Corporation Delpet 70N Methacrylate 23082 Yellow

Delpet 80N 23083 Yellow
www.asahi-kasei.co.jp. Delpet 8ONB 23084 Yellow
Delpet 8ONE 23090 Yellow
Delpet 8ONEK 23091 Yellow
Delpet 8ONEN 23100 Yellow
Delpet SONET 23102 Yellow
Delpet 80NF 23103 Yellow
Delpet 80NP 23501 Yellow
Delpet 80NR 23502 Yellow
Delpet 80ONS 23503 Yellow
Delpet 800F 23505 Yellow
Delpet 80EB 23506 Yellow
Delpet 80EH 23507 Yellow

Delpet 8ONH 9814 Gray

Delpet 80TJ 9834 Gray

Delpet PM130N 9870 Gray

Delpet SK420N 90810 Gray

Delpet SK430N 90811 Gray

90812 Gray

90813 Gray

90814 Gray

90816 Gray

90817 Gray

90818 Gray

90821 Gray

90823 Gray

90825 Gray

90827 Gray

90828 Gray

90832 Gray

90834 Gray

90836 Gray

90837 Gray

90838 Gray

90841 Gray

90844 Gray

90848 Gray

90853 Gray

90854 Gray

90861 Gray

90866 Gray

90870 Gray

90875 Gray

90876 Gray

90878 Gray

90879 Gray

90881 Gray

90882 Gray

90883 Gray

90884 Gray

90885 Gray

90886 Gray

90888 Gray

90889 Gray

90899 Gray
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TRADE NAME AND

MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR
Asahi Kasei Delpet SR Polymethyl 99141 Clear
Corporation Methacrylate 33151 Red

23100 Yellow
www.asahi-kasei.co.jp 90810 Gray
90817 Gray
90817 Gray
Asahi Kasei Stylac-AS Styrene/ SR 40501 Yellow
Corporation XT-751 Acrylonitrile
Copolymer

www.asahi-kasei.co.jp

Asahi Kasei Stylac-AS Styrene/SR 40113 Clear

Corporation XT-753 Acrylonitrile SR 40417 Red
Copolymer SR 40418 Red

www.asahi-kasei.co.jp SR 40422 Red

SR 40429 Red

SR 40524 Yellow
SR 40525 Yellow
SR 40531 Yellow
SR 40536 Yellow
SR 40539 Yellow
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TRADE NAME AND

MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR
Chimei Corporation ACRYREX CM-205 Polymethyl N-000 Clear
Methacrylate R-001 Red
www.chimeicorp.com.tw R-002 Red
R-003 Red
R-004 Red
R-103 Red
R-104 Red
A-001 Yellow
A-202 Yellow
Note: R-002 Red is only listed in 6.3 mm (1/4") thickness A-203 Yellow
Note: R-003 Red is only listed in 2.3mm to 6.3 mm (0.09” to .25") thickness S-001 Smoke
Chimei Corporation ACRYREX CM-205M Polymethyl N-000 Clear
www.chimeicorp.com.tw Methacrylate R-001 Red
R-002 Red
R-003 Red
R-004 Red
R-103 Red
R-104 Red
A-001 Amber
A-202 Amber
A-203 Amber
P-001 Clear/Pink
Note A-202 is only listed in 1.6-3.2mm thickness. S-001 Smoke
Chimei Corporation WONDERLITE PC-110L Polycarbonate N-102 Clear $
N-102H Clear $
www.chimeicorp.com.tw N-102K Clear $
N-102U Clear $
N-103 Clear $
N-103H Clear $
N-103K Clear $
N-103U Clear $
N-104 Clear $
N-104H Clear $
N-104K Clear $
N-104U Clear $

Coated Chimei Corporation plastics may only be used when treated with the following coatings applied to the

molded lens:

(Coating information continued on the next page)
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TRADE NAME AND
MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking K-101: See Mitsubishi Chemical Corporation

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7, FUJIHARD HH3035U, FUJIHARD
HH3035U-1, FUJIHARD HH3035U-2, FUJIHARD HH3035U-3: See Fujikura Kasei Co., Ltd.

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1-40, UVHC3000K1-50, and UVHC3000KZ60: See
Performance Materials Inc.

Coating Manufacturer in Alphabetical Order

Information on FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD
HH9986U-N7, FUJIHARD HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2,
FUJIHARD HH3035U-3, coating may be obtained by writing to the following address:

FUJIKURA KASEIl Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome

Minato-Ku, Tokyo 105-0011
Japan
www.fkkasei.co.jp

MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking K-101 coating may be
CHEMICAL obtained by writing to the following address:

GROUP Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Information on UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1-40,
MOMENT[\ E UVHC3000K1-50, and UVHC3000KZ60 hard coat may be obtained by writing
S | to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com
-15 -
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TRADE NAME AND

MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR
Chimei Corporation WONDERLITE PC-115L Polycarbonate N-15P01 Clear $
N-15P801 Clear $

www.chimeicorp.com.tw

Note: N-15P01 is listed is only listed in 6.4mm thickness.
Note: N-15P01 was only tested with Acryking PH-720.
Note: N-15P801 was only tested with Acryking PH-800.

Coated Chimei Corporation plastics may only be used when treated with the following coatings applied to the
molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking PH-720; Acryking PH-800: See Mitsubishi Chemical Corporation

Coating Manufacturer in Alphabetical Order

MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking PH-720; Acryking PH-
800 coating may be obtained by writing to the following address:
CHEMICAL g may ywring 9
GROUP Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan
www.m-chemical.co.jp
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TRADE NAME AND

MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR
Chimei Corporation ACRYREX CM-205 Polymethyl N-000 Clear
Zhenjiang China Methacrylate R-001 Red
R-002 Red
www.chimeicorp.com.tw R-003 Red
R-004 Red
R-103 Red
R-104 Red
A-001 Yellow
A-202 Yellow
Note: R-002 Red is only listed in 6.3 mm (1/4") thickness A-203 Yellow
Note: R-003 Red is only listed in 2.3mm to 6.3 mm (0.09” to .25") thickness S-001 Smoke
Chimei Corporation ACRYREX CM-205M Polymethyl N-000 Clear
Zhenjiang China Methacrylate R-001 Red
R-002 Red
www.chimeicorp.com.tw R-003 Red
R-004 Red
R-103 Red
R-104 Red
A-001 Amber
A-202 Amber
A-203 Amber
P-001 Clear/Pink
Note A-202 is only listed in 1.6-3.2mm thickness. S-001 Smoke
Chimei Corporation WONDERLITE PC-110L Polycarbonate N-102 Clear $
Zhenjiang China N-102H Clear $
N-102K Clear $
www.chimeicorp.com.tw N-102U Clear $
N-103 Clear $
N-103H Clear $
N-103K Clear $
N-103U Clear $
N-104 Clear $
N'104H C|ear $
N-104U Clear $

Coated Chimei Corporation Zhenjiang China plastics may only be used when treated with the following coatings

applied to the molded lens:

(Coating information continued on the next page)
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Coating in Alphabetical Order and Corresponding Manufacturer

Acryking K-101: See Mitsubishi Chemical Corporation

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7, FUJIHARD HH3035U, FUJIHARD
HH3035U-1, FUJIHARD HH3035U-2, FUJIHARD HH3035U-3: See Fujikura Kasei Co., Ltd.

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1-40, UVHC3000K1-50, and UVHC3000KZ60: See
Performance Materials Inc.

Coating Manufacturer in Alphabetical Order

Information on FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD
HH9986U-N7, FUJIHARD HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2,
FUJIHARD HH3035U-3, coating may be obtained by writing to the following address:

FUJIKURA KASEl Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome

Minato-Ku, Tokyo 105-0011
Japan
www.fkkasei.co.jp

MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking K-101 coating may be
CHEMICAL obtained by writing to the following address:

" GROUP Mitsubishi Chemical Corporation

1-1 Marunouchi, 1-Chome

1-2 Chiyoda—Ku, Tokyo 100-8251

Japan

www.m-chemical.co.jp

Information on UVHC3000, UVHC3000CC, UVHC3000LS,
MOMENTI\ E UVHC3000K1-40, UVYHC3000K1-50, and UVHC3000KZ60 hard coat may
NN, A be obtained by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com
- 18-
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Chimei Corporation WONDERLITE PC-115L Polycarbonate N-15P01 Clear $
Zhenjiang China N-15P801 Clear $

www.chimeicorp.com.tw

Note: N-15P01 is listed is only listed in 6.4mm thickness.
Note: N-15P01 was only tested with Acryking PH-720.
Note: N-15P801 was only tested with Acryking PH-800.

Coated Chimei Corporation plastics may only be used when treated with the following coatings applied to the
molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking PH-720, Acryking PH-800: See Mitsubishi Chemical Corporation

Coating Manufacturer in Alphabetical Order

Information on Mitsubishi Chemical Corporation Acryking PH-720, Acryking PH-
MITSUBISHI 800 coating may be obtained by writing to the following address:
CHEMICAL
GROUP Mitsubishi Chemical Corporation

1-1 Marunouchi, 1-Chome

Chiyoda—Ku, Tokyo 100-8251

Japan

www.m-chemical.co.jp
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4 Covestro Deutschland AG (Europe)
covestroll Covestro LLC (America)
Covestro (Hong Kong) Limited (Asia Pacific)

N F 4 Www.covestro.com

Apec® 1603 High-Heat 550042 Clear Q!
Apec® 1703 Polycarbonate 551022 Clear Q!
Apec® 1803 550674 Clear Q!
Apec® 1895 (Protected Applications Only) 250337 Yellow Q!
Apec® 1897 250322 Yellow Q!
Apec® 2097 250339 Yellow Q!
(coated) 250196 Yellow Q!
256866 Yellow Q!
256894 Yellow Q!
350056 Red Q!
350335 Red Q!
350340 Red Q!

Note: 250337 is for Apec® 1803 only

Coated Covestro Deutschland AG (Europe), Covestro LLC (America) and Covestro (Hong Kong) Limited (Asia
Pacific) Apec plastics may only be treated with the following coatings listed below when applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101, Acryking PH-220, Acryking PH-328. Acryking PH-730, Acryking PH-740 and
Acryking PH-750: See Mitsubishi Chemical Corporation

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura
Kasei Co., Ltd.

MODIHARD 200S: See NOF Corporation
PHC 587C, PHC 587C2: See Momentive Performance Materials Inc.
Stanley SH-41: See Stanley Electric

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1, UVHC3000K-Z, UVYHC3000K1-40, UVYHC3000K1-
50, UVHC3000KZ60: Momentive Performance Materials Inc.

UVHC5000, UVHC5000K, UVHC5000K1, UVHC5000K2: Momentive Performance Materials Inc
UVHC8100: Momentive Performance Materials Inc

UVvT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V, UVT610V1, UVT610V2, UVT610V3, UVT610V4,
UVT610V5, UVT610V6, UVTE10V7 and UVT610V8: See Red Spot

(Coating information continued on the next page.)
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Coating Manufacturer in Alphabetical Order

MITSUBISHI| Information on Acryking F-328, Acryking K-101, Acryking PH-220, Acryking PH-328,
CHEMICAL Acryking PH-730, Acryking PH-740 and Acryking PH-750 coatings may be obtained by
GROUP writing to the following address:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking K-101 is NOT suitable for use with or in front of a reflex reflector
Note: Acryking PH-328, Acryking PH-730, Acryking PH-740 and Acryking PH-750 coatings are only suitable

for clear Apec® 1803, Apec® 1897 and Apec® 2097

Information on FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD
HH2551U-2, FUJIHARD HH2551U-3 coatings may be obtained by writing:

Fujikura Kasei Co., Ltd.
FUJIKURA KASEIl -15 Shibakoen 2-Chome

Minato-Ku, Tokyo, 105-0011

Japan

www.fkkasei.co.jp

Note: FUJIHARD HH2551U series is only suitable for use on Apec® 1803 and Apec® 1897
Note: FUJIHARD HH2551U series data was submitted by Fujikura Kasei

Information on PHC 587C, UVHC3000, UVHC3000CC, UVHC3000LS,

MOMENTIVE UVHC3000K1, UVHC3000K-Z, UVHC5000, UVHC5000K, UVHC5000K1.
inventi biliti UVHC5000K2, and UVHC8100 hard coat may be obtained by writing to

the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: UVHC3000 was tested on Apec 1603
Note: UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50, UVYHC3000KZ60 only Apec® 1703

and Apec® 1803
Note: PHC 587C, UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1, UVHC3000K-Z, UVHC5000,

UVHC5000K, UVHC5000K1, UVHC5000K2, and UVHC8100 test data was submitted by Momentive

Performance Materials Inc.
Note: UVHC5000 was tested on clear Apec® 1603 and 1803 only.
Note: UVHC8100 was tested on clear Apec® 1603, Apec® 1697 Apec® 1803 and Apec® 1897 only.

(Coating information continued on the next page.)
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8 NOF Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation

Yebis Garden Place Tower
20-3, Ebisu 4-Chome,
Shibuya-Ku, Tokyo 150-6019
Japan

www.nof.co.jp

Note: All MODIHARD 200S data was submitted by NOF Corporation
Note: MODIHARD 200S is acceptable on AL2447 Clear in thicknesses 2.3-6.4 mm only

Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V,
RED @ SPOT UvT610V1, UVT610V2, UVT610V3, UVT610V4, UVTE610V5, UVT610V6,
i UVT610V7 and UVT610V8 coatings may be obtained by writing to the
PAINT & VARNISH COMPANY, INC. following address:

Red Spot Paint & Varnish Co., Inc.

P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: UVT200 tested on clear samples only.
Note: UVT610V tested on clear Apec® 1603 and 1803
Note: All UVT test data submitted by Red Spot.

Information on SH-41 hard coat may be obtained by writing to the following address:
Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
ANI_E Meguro-Ku Meguro-Ku,
Tokyo 153,

Japan
www.stanley.co.jp

Note: Stanley SH-41 is only acceptable for use on Apec 1803
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Covestro Deutschland AG (Europe)
Covestro LLC (America)
covestro

Covestro (Hong Kong) Limited (Asia Pacific)

A / www.covestro.com

Makrolon® 2407 Polycarbonate 550012 Clear #
(UVT610V2 Coating Only) 550115 Clear #
Makrolon® 2407 550207 Clear #
Makrolon® 2607 550396 Clear #
Makrolon® 2807 550660 Clear #
Makrolon® 3107 (only available in color 550115 Clear) 551070 Clear #
Makrolon® AG2477 350231 Red #
Makrolon® AG2477 RE 350232 Red #
Makrolon® AG2477 RP(XX) CQ 350391 Red #
Makrolon® AG2677 350392 Red #
Makrolon® AG2677 RE 350393 Red #
Makrolon® AG2677 RP(XX) CQ 357866 Red #
Makrolon® AL2447 357868 Red #
Makrolon® AL2447 MAS181 250200 Yellow #
Makrolon® AL2447 MAS402(Coated only) 250337 Yellow #
Makrolon® AL2447 RE 250210 Yellow #
Makrolon® AL2447 RP(XX) CQ 250392 Yellow #
Makrolon® AL2447 XT 250393 Yellow #
Makrolon® AL2647 256811 Yellow #
Makrolon® AL2647 MAS402(Coated only) 256866 Yellow #
Makrolon® AL2647 RE 256894 Yellow #
Makrolon® AL2647 RP(XX) CQ 256896 Yellow #
256908 Yellow #
558920 Blue #
558889 Blue #
750029 Gray #
750142 Gray #
751303 Gray #
752969 Gray #
Note: Color 250337 is available on AL2647 only 752970 Gray #
Note: Colors 750142 and 770016 are available in AG resins only 755335 Gray #
Note: The resin designation (XX) can be part of the name and represents 755345 Gray #
the specific attributed chemically recycled share for the RP(XX) CQ products 755355 Gray #
755365 Gray #
755375 Gray #
770016 Gray #
778002 Gray #
LED Product Grades Protected Applications Only
Makrolon® LED2045 Polycarbonate 000000 Clear
Makrolon® LED2245 550128 Clear
Makrolon® LED2245 RE 550207 Clear
Makrolon® LED2245HP 551592 Clear
Makrolon® LED2245HP RE 551467 Clear
Makrolon® LED2247 551056 Clear

Note: All Covestro inner lens products are tested behind clear coated 2.3 mm Makrolon AL 2647

Note: Makrolon® LED2245HP and LED2245HP RE are available in color 000000 only
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\ Covestro Deutschland AG (Europe)
Covestro LLC (America)
covestro
Covestro (Hong Kong) Limited (Asia Pacific)

iy P 4 www.covestro.com

Edge-Lighting Product Grades Protected Applications Only

Makrolon® LED2245EL Polycarbonate 021754 White
021760 White
021767 White
021769 White

Note: Makrolon® LED2245EL may not be used as a reflex reflector.
Makrolon® LED2245EL is considered a diffused material above 3.2 mm when behind PMMA, and above 6.4 mm
when behind polycarbonate.

Film Product Grades Protected Applications Only
Makrofol® DE11 Polycarbonate Clear
Makrofol® DE248
Makrofol® DE920
Makrofol® UV503

Makrofol® Films were tested behind coated Makrolon AL2447 and uncoated Roehm PMMA 8N. All Film product
grades were tested in 175/500 micron thickness except UV503 which was in 250/500 micron thickness

Coated Covestro Deutschland AG (Europe), Covestro LLC (America) and Covestro (Hong Kong) Limited(Asia
Pacific) Makrolon AL plasics may only be treated with the following coatings applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328 hardcoat: see Mitsubishi Chemical Corporation
Acryking K-101, Acryking K-103 hardcoats: see Mitsubishi Chemical Corporation
Acryking PH-220, Acryking PH-328, Acryking PH-503, Acryking PH-511, Acryking PH-700, Acryking PH-710,
Acryking PH-720, Acryking PH-730, Acryking PH-740, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A
And Acryking PH-930 hardcoats: see Mitsubishi Chemical Corporation
CD-3M12: See HIPRO Polymerials (Jiangsu) Co., Ltd.
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See
Fujikura Kasei Co., Ltd.

(Coating information continued on the next page)
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FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

KUV-1000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100: See KCC Corporation
LHP100/LHC100: See Momentive Performance Materials, Inc.

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

Acryking PH-503, Acryking PH-511, Acryking PH-730, Acryking PH-740 and Acryking PH-750: See Mitsubishi
Chemical Corporation

PHC587, PHC 587C, PHC 587C2: See Momentive Performance Materials, Inc.

PHOLUCID No.115C, PHOLUCID No. 130C and PHOLUCID No. 180C: See Chugoku Marine Paints
RayGloss 400, RayGloss 401, RayGloss 402: See BASF Coatings GmbH

SH-41, SH-50, SH-51, and SH-61 hard coats: See Stanley Electric

SHP300/SHC3000, SHP401/AS4000, SHP401/SHC4002, SHP470FT/AS4700, SHP470FT2050/AS4700: See
Momentive Performance Materials Inc

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K, UVHC3000K1, UVHC3000K-Z, UVYHC3000K1-40,
UVHC3000K1-50, UVYHC3000KZ60: See Momentive Performance Materials Inc

UVHC5000, UVHC5000K, UVHC5000K1, and UVHC5000K2 hard coats: See Momentive Performance Materials
Inc.

UVHC8100: See Momentive Performance Materials Inc.
UVT200V1, UVT200V2, UVT200V3, UVT200V5 coatings: See Red Spot

UvVT610V1, UVT610V2, UVT610V3, UVT610V4, UVTE10V5, UVT610V6, UVTB10V7, and UVT610V8 coatings:
See Red Spot

UVvVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

X-48-5500-A18: See Shin-Etsu Chemical Co., Ltd.

(Coating manufacturer information starts on next page.)
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Coating Manufacturer in Alphabetical Order

Information on RayGloss 400, RayGloss 401, and RayGloss 402
coatings may be obtained by writing:

n u BASF BASF Coatings GmbH

. ECO/DT - C422
We create chemistry D-48165 Muenster

Germany
www.basf-coatings.com

Note: BASF RayGloss 400, 401 and 402 were tested on 2447 and 2647 clear only.
Note: All Raygloss data submitted by BASF

/7 Information on PHOLUCID No. 115C, PHOLUCID No. 130C and PHOLUCID
CMD EHUGUH“ No. 180C coatings may be obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: All PHOLUCID test data submitted by Chugoku Marine Paints.
Note: PHOLUCID No. 115C and PHOLUCID No. 130C were tested on clear Makrolon AL2447 and AL2647.
Note: PHOLUCID No. 180C was tested on Makrolon AL2447, AL2447 MAS181, and AL 2647 clear.

Information on KUV-1000, KUV-3000, KUV-4000, KUV-5000, KUV-6000 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu
Yongin-Si, Gyunggi-Do

South Korea
www.kceworld.co.kr

Note: KUV-1000 was tested on 6.4mm lens thickness only
Information on KUV-1000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100 was submitted by KCC

Corporation
KUV-4000, KUV-5000, KUV-6000 tested on AL2447 and AL2647 clear only.
KUV-3000 and KUV-9100 were tested on Makrolon® AL2447 clear only.

(Coating information continued on the next page)
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Information on FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-
2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD
HH2551U-3, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2,
FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD
HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD HH2570U, FUJIHARD HH2570U-1,

FUJIKURA KASEI FUJIHARD HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD
HH3482U coatings may be obtained by writing:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo, 105-0011
Japan

www.fkkasei.co.jp

Note: FUJIHARD HH2540U-series, FUJIHARD HH2551U-series, FUJIHARD HH2561U-series, FUJIHARD
HH2570U-series, FUJIHARD HH3372U, FUJIHARD HH3401U, and FUJIHARD HH3482U were tested on clear
Makrolon® AL2447 and Makrolon® 2647

Note: FUJIHARD HH2541U-series, FUJIHARD HH2551U-series, FUJIHARD HH2561U-series, FUJIHARD
HH2570U-series, FUJIHARD HH3372U and FUJIHARD HH3482U data was submitted by Fujikura Kasei

l ' ® ) | ) | l l Information on CD-3M12 coating may be obtained by writing to the following
. ' ' =) address:
HIPRO Polymer Materials (Jiangsu) Co., Ltd.
North Industrial Park Wuxi, Jiangsu
P.R. China
Tel.: +86-510-87855326
Website: www.hiprocoating.com

Note: HIPRO CD-3M12 is NOT suitable for use with or in front of a reflex reflector
Note: HIPRO CD-3M12 only complies with FMVSS 108 in 1.6 mm through 3.2 mm thicknesses.
Note: HIPRO CD-3M12 was only tested on Makrolon 2647 Clear.

Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing
“ " NPAC to the following address:

NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: All data on NIPPE UVI Coat UT-1678 coating was submitted by Nippon Paint Automotive Coatings.
Note: NIPPE UVI Coat UT-1678 was tested on Makrolon AL2447 and AL2647 clear.

(Coating information continued on the next page)
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MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking F-328, Acryking K-101,

CHEMICAL Acryking K-103, Acryking PH-220, Acryking PH-328, Acryking PH-503, Acryking PH-511,
Acryking PH-700 Acryking PH-710, Acryking PH-720, Acryking PH-730, Acryking PH-

GROUP 740, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
hardcoats may be obtained by writing to the following address:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: All data submitted by Mitsubishi Chemical Corporation

Note: Acryking PH-710, Acryking PH-720, Acryking Acryking PH-800 and Acryking PH-800N5SA were tested on
Makrolon AL2647 clear only.

Note: Acryking K-101 is NOT suitable for use with or in front of a reflex reflector

Note: Acryking PH-710 and Acryking PH-720 test data was submitted by Mitsubishi Chemical Corporation
Note: Acryking PH-710 and Acryking PH-720 were tested on clear AL-2447 only

Note: Acryking PH503, Acryking PH-511, Acryking PH-730, Acryking PH-740, Acryking PH-750, and

Acryking PH-930 were tested on Makrolon AL2447 and Makrolon AL 2647 551070 clear only.

Note: Acryking PH-328, Acryking PH-800 and Acryking PH-800N5A were tested on Makrolon AL2447 551070
clear only

Information on LHP100/LHC100, SHP300/SHC3000, SHP401/AS4000,
~ SHP401/SHC4002, SHP470/AS4700,SHP470FT2050/AS4700, PHC587,
MOMENTI\E PHC 587C, PHC 587C2, UVHC3000, UVHC3000CC, UVHC3000LS,
UVHC3000K, UVHC3000K1,  UVHC3000K1-40, @ UVHC3000K1-50,
UVHC3000KZ60, UVHC3000K-Z, UVHC5000, UVHC5000K, UVHC5000K1,

and UVHC5000K2:

Momentive Performance Materials Inc. Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: SHP3000/SHC3000 is NOT suitable for use with or in front of a reflex reflector.

Note: SHP470FT2050/AS4700 is only suitable for use on AL2447 and AL2647 in thickness 3.2 on color
751092,

Note:All UVYHC3000K test data submitted by Momentive Performance Materials, Inc.

Note: UVHC3000K1, UVHC3000K-Z, PHC 587C, PHC 587C2, UVHC3000K1-40, UVHC3000K1-50,
UVHC3000KZ60 and UVHC5000 was submitted by Momentive Performance Materials Inc.

Note: UVHC5000 was tested on clear AL2447 and AL2647 only.

Note: Makrolon® AL2447 MAS181 was tested with Momentive UVHC3000, UVHC5000, UVHC5000K, and
UVHC5000K1, UVHC5000K2 , UVHC3000K1-40 and UVHC3000K1-50

Note: UVHC8100 was tested on clear AL2447 and clear AL2647

Note: Makrolon® AL2447 MAS402 was tested with UVYHC3000.

Note: Makrolon® AL2447 MAS402 with UVYHC3000 data was submitted by Momentive Performance Materials.
Note: SHP470FT/AS4700 was tested on AL2447 and AL2647 Clear

Note: All Datea for SHP470FT/AS4700 was submitted by Momentive Performance Materials

(Coating information continued on the next page)
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Information on Red Spot UVT200V1, UVT200V2, UVT200V3, UVT200V5,
RED SPOT UVT610V1, UVT610V2, UVTB10V3, UVT610V4, UVTE10V5, UVT610V6,
® UvT610V7, UVT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4,
PAINT & VARNISH COMPANY, INC. UVT_820V5, U_\(T82OV6, UVT§320V7 and UVT820V8 coatings may be
obtained by writing to the following address:
Red Spot Paint & Varnish Co., Inc
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Note: All UVT test data submitted by Red Spot.

Note: UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were
tested on AL 2447 and AL 2647 clear only

Note: Makrolon 2245 was tested on UVT610V2 only. Only thicknesses above 2.3 mm may be used in front of a
reflex reflector.

Sh' Ets Information of X-48-5500-A18 hard coat may be obtained by writing to the
ii: following address:

Shin-Etsu Chemical Co., Ltd.
4-1, Marunouchi 1-Chome
Chiyoda-ku, Tokyo 100-0005,
Japan

www.shinetsu.co.jp

Note: X-48-5500-A18 was submitted by Shin-Etsu Chemical Co., Ltd.
Note: X-48-5500-A18 was tested on AL2447 clear only.

Information on SH-41, SH-50, SH-51, and SH-61 hard coats may be obtained by writing to the following address:
Stanley Electric Co., Ltd.
2-9-13, Nakameguro,
ANI_E Meguro-Ku, Tokyo 153
Japan
www.stanley.co.jp

Note: Stanley SH-51 and SH-61 submitted by Stanley Electric
Note: Stanley SH-51 only tested on clear Makrolon® AL2447 and AL2647.
Note: Stanley SH-61 only tested on clear Makrolon® AL2447.
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Diapolyacrylate ACRYPET MD Polymethyl 001 Clear
Co., Ltd. Methacrylate 101 Red

114 Red
diap@anet.net.th 203 Yellow
206 Yellow
Diapolyacrylate ACRYPET V Polymethyl 011 Clear
Co., Ltd. Methacrylate 101 Red
114 Red
diap@anet.net.th 131 Red
146 Red
147 Red
148 Red
149 Red
160 Red
203 Yellow
206 Yellow
236 Yellow
283 Yellow
284 Yellow
285 Yellow
286 Yellow
287 Yellow
288 Yellow
291 Yellow
292 Yellow
Diapolyacrylate ACRYPET VE Polymethyl 001 Clear
Co., Ltd. ACRYPET VES Methacrylate 361 Clear
diap@anet.net.th ACRYPET VH PYR5406 Clear
ACRYPET VH4 007 White
ACRYPET VHM PR5556 White
ACRYPET VHS 53260 White
ACRYPET VG 54225 White
ACRYPET zZVH 55475 White
SHINKOLITE P VE 55480 White
SHINKOLITE P VES 55485 White
SHINKOLITE P VH 55580 White
SHINKOLITE P VHS 55670 White
57163 White
55780 White
58154 White
101 Red
111 Red
112 Red
113 Red
116 Red
117 Red
120 Red
121 Red
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Diapolyacrylate ACRYPET VE

Co., Ltd. ACRYPET VES

diap@anet.net.th ACRYPET VH
ACRYPET VH4
ACRYPET VHM
ACRYPET VHS
ACRYPET VG
ACRYPET ZVH
SHINKOLITE P VE
SHINKOLITE P VES
SHINKOLITE P VH
SHINKOLITE P VHS

Polymethyl
Methacrylate
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NUMBER  COLOR

128
129
141
143
151
5101
5101B
5111
5112
5113
5114
5115
5116
5117
5118
5121
5131
5141
5142
5143
5151
PR5276
PR5296
5386
5456
203
209
252
253
254
255
256
257
258
259
262
263
264
265
266
267
270
290
2001
5203
5213
5223
5233
5253
5256
5283
5293
5303
5313
5333

Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Red
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
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Diapolyacrylate ACRYPET VE Polymethyl 5343 Yellow
Co,, Ltd. ACRYPET VES Methacrylate 5353 Yellow
diap@anet.net.th ACRYPET VH 5363 Yellow
ACRYPET VH4 5373 Yellow
ACRYPET VHM 5383 Yellow
ACRYPET VHS 5393 Yellow
ACRYPET VG 5403 Yellow
SHINKOLITE P VE 5413 Yellow
SHINKOLITE P VES 5423 Yellow

SHINKOLITE P VH 531 Gray

SHINKOLITE P VHS 533 Gray

541 Gray

53105 Gray

53110 Gray

53120 Gray

53130 Gray

53137 Gray

53140 Gray

53150 Gray

53155 Gray

53160 Gray

53165 Gray

53168 Gray

53170 Gray

53175 Gray

53178 Gray

53180 Gray

53183 Gray

53185 Gray

53187 Gray

53190 Gray

54107 Gray

54110 Gray

54112 Gray

54115 Gray

54118 Gray

54120 Gray

54130 Gray

54132 Gray

54133 Gray

54135 Gray

54140 Gray

54145 Gray

54155 Gray

54160 Gray

54165 Gray

54170 Gray

(Coating Information continued on the next page)
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Coated Diapolyacrylate plastics may only be treated with the following coatings applied to the molded lens:
Coating in Alphabetical Order and Corresponding Manufacturer

Acryking PH-250: See Mitsubishi Chemical Corporation

FUJIHARD HH3012U-5, FUJIHARD HH3012U-6, FUJIHARD HH3012U-7, FUJIHARD HH3012U-8, FUJIHARD
HH3012U-9, and FUJIHARD HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2, FUJIHARD HH3035U-

3,: See Fujikura Kasei Co Ltd.
Stanley SH-61: See Stanley Electric

Coating Manufacturer in Alphabetical Order

Information on FUJIHARD HH3012U-5, FUJIHARD HH3012U-6, FUJIHARD
HH3012U-7, FUJIHARD HH3012U-8, FUJIHARD HH3012U-9, and FUJIHARD
HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2, FUJIHARD HH3035U-3,
coatings may be obtained by writing to the following address:

FUJIKURA KASEI [ icra Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan
www.fkkasei.co.jp

Note: FUJIHARD HH3012U-5, FUJIHARD HH3012U-6, FUJIHARD HH3012U-7, FUJIHARD HH3012U-8,
FUJIHARD HH3012U-9, and FUJIHARD HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2,

FUJIHARD HH3035U-3, for use only on Acrypet VH grades.

Information on Mitsubishi Chemical Corporation PH-250, hardcoat may be obtained by

(I\:‘.nlli?h%%i'il writing to the following address:
GROUP Mitsubishi Chemical Corporation

1-2 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan
www.m-chemical.co.jp

Information on SH-61 hard coat may be obtained by writing to the following address:
Stanley Electric Co., Ltd.
2-9-13, Nakameguro,
ANI-E Meguro-Ku Meguro-Ku,
I Tokyo 153,
Japan
www.stanley.co.jp

Note: Stanley SH-61 was only tested on Acrypet VH 001
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The Dow Chemical SILASTIC™ MS-1001 Moldable Silicone Clear
Company SILASTIC™ MS-1002

www.dow.com
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Formosa Idemitsu TARAFLON IV1900R Polycarbonate Clear Q
Petrochemical Corp. TARAFLON 1V2200R

www.idemitsu.com/

Coated Formosa Idemitsu Petrochemical Corp. plastics may only be used when treated with the following
acceptable coating applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328 and Acryking PH-328: See Mitsubishi Chemical Corporation
PHC587, PHC 587C, and PHC 587C2: See Momentive Performance Materials, Inc.
SH-41 and SH-50 (only IV2200R and IV2200R1): See Stanley Electric

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60 and
UVHC3000K: See Momentive Performance Materials, Inc.

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot

uUvT6e10V1, UVT610V2, UVT610V3, UVT610V4, UVTE10V5, UVT610V6, UVT6E10V7, and UVT610V8: See Red
Spot.

Coating Manufacturer in Alphabetical Order

MITSUBISH| Information on Mitsubishi Chemical Corporation Acryking F-328 and Acryking PH-328,
CHEMICAL May be obtained by writing to the following address:

GROUP

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

2 Information on UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,
MOMENTI\ E UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60, PHC587 and PHC587
in C2 hard coat may be obtained by writing to the following:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

(Coating Information continued on the next page)
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Information on Red Spot UVT200V1, UVT200V2, UVT200V3, UVT200V5,

RE D QSPOT UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6,

UVT610V7, and UVT610V8, coatings may be obtained by writing to the
PAINT & VARNISH COMPANY, INC. following address:

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Information on SH-41 and SH-50 hard coats may be obtained by writing to the following address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro, Meguro-Ku
ANI_E Meguro-Ku, Tokyo 153,
Japan

www.stanley.co.jp
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& idemitsu

Idemitsu TARFLON IV1900R Polycarbonate Clear Q
Kosan TARFLON IV2200R
Co,, Ltd. (coated applications only)

www.idemitsu.com

Coated Idemitsu Kosan Co., Ltd. plastics may only be used when treated with the following acceptable coating
applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328, and Acryking PH-328: See Mitsubishi Chemical Corporation
PHC587: See Momentive Performance Materials, Inc.
SH-41 and SH-50 (only IV2200R): See Stanley Electric

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60
UVHC3000K, UVHC3000K1-40, UVHC3000K1-50, and UVHC3000KZ60: See Momentive Performance
Materials, Inc.

UVvT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot

UvT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, and UVT610V8: See
Red Spot.

Coating Manufacturer in Alphabetical Order

MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking F-328, and Acryking PH-328
CHEMICAL may be obtained by writing to the following address:
GROUP Mitsubishi Chemical Corporation

1-1 Marunouchi, 1-Chome

Chiyoda—Ku, Tokyo 100-8251

Japan

www.m-chemical.co.jp

Information on UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,
MOMENT“ E PHC587C2, UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60, PHC587
EERRETI, 4 and PHC 587C hard coat may be obtained by writing to the following:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

(Coating information continued on the next page)
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Information on Red Spot UVT200V1, UVT200V2, UVT200V3, UVT200V5,
REDO SPOT uUvT610V1, UVT610V2, UVTE10V3, UVT610V4, UVT6E10V5, UVTE10V6,
. UVT610V7, and UVT610V coatings may be obtained by writing to the

PAINT & VARNISH COMPANY, INC. following address:

Red Spot Paint & Varnish Co., Inc.

P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Information on SH-41 and SH-50 hard coats may be obtained by writing to the following address:
Stanley Electric Co., Ltd.
2-9-13, Nakameguro,
ANI_E Meguro-Ku, Tokyo 153
Japan
www.stanley.co.jp

& idemitsu

Idemitsu LC150A Inner Lens Clear
Kosan LC1500 Polycarbonate
Co., Ltd. LC1500 CL10
LC1505
www.idemitsu.com LC1700
LC1700 CL10
LC2200

Note: Idemitsu Kosan Inner Lens Materials were tested behind clear coated IV1900R

Idemitsu TARFLON V1500 Polycarbonate C901 Clear $
Kosan TARFLON V1700 C902 Clear $
Co,, Ltd. TARFLON V1900 C903 Clear $
TARFLON V2200 R901 Red $
www.idemitsu.com/ TARFLON V2500 R902 Red $
TARFLON V2700 R903 Red $
TARFLON V3000 R904 Red $
(coated or uncoated) R905 Red $
Y901 Yellow $
(formerly Idemitsu Petrochemical Co., Ltd.) Y902 Yellow $
Y903 Yellow $
Y904 Yellow $
Y905 Yellow $

Coated Idemitsu Kosan Co. Ltd. plastics may only be treated with the following coatings applied to the molded
lens.
(Coating information contained on the next page)
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Coating in Alphabetical Order and Corresponding Manufacturer

Acryking K-101: See Mitsubishi Chemical Corporation

TARFLONCOAT 101 or TARFLONCOAT 201: See Idemitsu Kosan Co., Ltd.

Coating Manufacturer in Alphabetical Order

Information on Tarfloncoat 101 and Tarfloncoat 201 coatings may be

E |d emitsu obtained by writing to the following address:

Idemitsu Kosan Co., Ltd.
1-1, Marunochi 3-Chome,
Chiyoda-Ku, Tokyo 100
Japan
www.idemitsu.com/

Information on Mitsubishi Chemical Corporation Acryking K-101 coating may be
MITSUBISHI obtained by writing to the following address:
CHEMICAL
GROUP Mitsubishi Chemical Corporation

1-1 Marunouchi, 1-Chome

Chiyoda—Ku, Tokyo 100-8251

Japan

www.m-chemical.co.jp
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INEOS Styrolution NAS® XC Styrene Methyl Methacrylate Clear
America, LLC NAS® XC UV

www.ineos-styrolution.com
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KCC Silicone Corp ENA8520MH(LV) Moldable Silicone Clear

https://www.kccsilicone.com/main.do

Note: ENA8520MH(LV) is suitable for as an outer lens, and it is also suitable as an inner lens behind Samyang'’s
TRIREX 3022L1.
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Kuraray PARAPET HR Polymethyl 1000 Clear
Co., Ltd. PARAPET HR-F Methacrylate 11095 Clear
PARAPET HR-G 11161 Clear
www.kuraraychemical.com PARAPET HR-H 12064 Clear
PARAPET HR-L 12065 Clear
PARAPET HR-LE 14146 Clear
PARAPET HR-N 14148 Clear
PARAPET HR-S 16569 Clear

PARAPET HR-X 1103 Red

PARAPET HR-Z 1104 Red

PARAPET GR 1106 Red

PARAPET HR-X 1111 Red

1116 Red

1173 Red

1175 Red

11008 Red

11009 Red

11010 Red

11015 Red

11023 Red

11025 Red

11028 Red

11029 Red

11030 Red

11031 Red

11035 Red

11036 Red

11037 Red

11038 Red

11039 Red

11040 Red

11041 Red

11042 Red

11046 Red

11048 Red

11050 Red

11051 Red

11052 Red

11053 Red

11054 Red

11055 Red

11056 Red

11057 Red

11072 Red

11083 Red

11107 Red

11120 Red

11121 Red

11152 Red

11153 Red

11165 Red

11175 Red

11178 Red
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Kuraray PARAPET HR Polymethyl 11180 Red
Co., Ltd. PARAPET HR-F Methacrylate 11181 Red
PARAPET HR-G 11182 Red
www.kuraraychemical.com PARAPET HR-H 11188 Red
PARAPET HR-L 11196 Red
PARAPET HR-LE 11194 Red
PARAPET HR-N 11222 Red

PARAPET HR-S 1207 Yellow

PARAPET HR-X 1208 Yellow

PARAPET HR-Z 1237 Yellow

PARAPET GR 1240 Yellow

PARAPET HR-X 1241 Yellow

1242 Yellow

1244 Yellow

12008 Yellow

12013 Yellow

12019 Yellow

12021 Yellow

12062 Yellow

12067 Yellow

12068 Yellow

17020 Yellow

17021 Yellow

17023 Yellow

17040 Yellow

17047 Yellow

17048 Yellow

17049 Yellow

17050 Yellow

17051 Yellow

17052 Yellow

17056 Yellow

17062 Yellow

17066 Yellow

17071 Yellow

17072 Yellow

17073 Yellow

17074 Yellow

17075 Yellow

17086 Yellow

17090 Yellow

17099 Yellow

17101 Yellow

17105 Yellow

17116 Yellow

17124 Yellow

17185 Yellow

17191 Yellow

17192 Yellow

17209 Yellow
10247 Gray
11161 Gray
11176 Gray
11198 Gray
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Kuraray PARAPET HR Polymethyl 12048 Gray
Co., Ltd. PARAPET HR-F Methacrylate 16072 Gray
PARAPET HR-G 16073 Gray
www.kuraraychemical.com PARAPET HR-H 16074 Gray
PARAPET HR-L 16081 Gray
PARAPET HR-LE 16333 Gray
PARAPET HR-N 16365 Gray
PARAPET HR-S 16384 Gray
PARAPET HR-X 16395 Gray
PARAPET HR-Z 16396 Gray
PARAPET GR 16421 Gray
PARAPET HR-X 16422 Gray
16423 Gray
16424 Gray
16425 Gray
16426 Gray
16427 Gray
16428 Gray
16429 Gray
16430 Gray
16431 Gray
16432 Gray
16433 Gray
16434 Gray
16435 Gray
16456 Gray
16457 Gray
16458 Gray
16459 Gray
16460 Gray
16536 Gray
16559 Gray
16563 Gray
16565 Gray
16570 Gray
16574 Gray
17172 Gray
16071 Brown
17063 Brown
17079 Brown
17212 Brown
17213 Brown
Kuraray PARAPET EH Polymethyl 1000 Clear
Co., Ltd. PARAPET GH Methacrylate
PARAPET HA
www.kuraraychemical.com PARAPET SH
Kuraray PARAPET SH-N Polymethyl 1000 Clear
Co., Ltd. Methacrylate 11099 Red
11100 Red
www.kuraraychemical.com 12042 Yellow
17174 Yellow
16437 Grey
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LG Chem, Ltd. LUPQY PC 1303AH-10 Polycarbonate WOoOoT WhiteQ
www.lgchem.com LUPQOY PC 1303AH-15 W10T White Q

LUPOY PC 1303AH-22 WO03T WhiteQ

LUPQOY PC 1303AH-30 WO0990T White $

(coated only) WO0991T White $
WO0992T White $
WO0993T White $
RO758T Red $
Y0182T Yellow $

(formerly LG-Polycarbonate Ltd.)

Coated LG Chem Ltd. plastics are listed with only the following coatings applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer
FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7, FUJIHARD HH3035U-3, and
FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura
Kasei Co., Ltd.
KUV-5000: See KCC Corporation
PHC587C, PHC587C2: See Momentive Performance Materials Inc.
SH-42 and SH-51 (only on W10T): See Stanley Electric
SHP401/AS4000 hard coat: See Momentive Performance Materials Inc.

UVHC3000, UVYHC3000CC, UVHC3000LS, UVHC3000K1 UVHC3000K-Z, UVYHC3000K1-40, UVHC3000K1-
50, and UVHC3000KZ60: See Momentive Performance Materials Inc.

UVHC-5000: See Momentive Performance Materials Inc.
UVT-820: See Red Spot
Coating Manufacturer in Alphabetical Order
HH9986U-N7, FUJIHARD HH3035U-3, and FUJIHARD HH2551U, FUJIHARD

HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3 coatings may be
obtained by writing to the following address:

6 Information on FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD

FUJIKURA KASEI

Fujikura Kasei Co., Ltd.
6-15 Shinbakeon 2-Chome
Minato-Ku Tokyo, 105-0011
Japan

www.fkkasei.co.jp

-51-
AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



TRADE NAME AND
MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR

Information on KUV-5000 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong,

Giheung-Gu, Yongin-Si, Gyunggi-Do
South Korea

www.kccworld.co.kr

: Information on SHP401/AS4000, UVYHC3000, UVYHC3000CC,
MOMENTI\E" UVHC3000LS, UVHC3000K1, UVHC3000K-Z, UVYHC3000K1-40,
RventiEA Aol UVHC3000K1-50, UVYHC3000KZ60 PHC587C, UVHC5000 and PHC587C2
hard coats may be obtained by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials

Inc. Building V7 260 Hudson River Road
51368 Lverkusen Waterford, NY 12118
Germany www.momentive.com

UVHC5000 was tested on WOOT and WO3T only

RED@ SPOT Information on UVT820 may be obtained by writing to the following address:
®

PAINT & VARNISH COMPANY, INC.

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

UVT820 was tested on WOOT and WO3T only

Information on SH-42 and SH-51 hard coats may be obtained by writing to the following address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
IANI_E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

NOTE: SH-42 and SH-51 were tested on W10T only.
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LX MMA Corp. EG-930 Polymethyl Clear
EG920 Methacrylate 4001 Red
EH-910 4002 Red
www.lxmma.com  [H830 4003 Red
IH830A 4006 Red
(Formerly LGMMA 1H830C 4009 Red
Corp.) IH830CA 4070 Red
IH830HF 40010 Red
IH830HR 40020 Red
IH830HT 40030 Red
IH830L 40040 Red
IH830SR 40050 Red
IH830XT 40060 Red
HI835MS 40061 Red
HI835H 40070 Red
HI1532 41831 Red
HI533 41943 Red
HP202 41979 Red
HR315 42001 Red
HR323 42015 Red
R830C3 42025 Red
R830C5 42030 Red
R830HFC3 42032 Red
R830HFC5 42033 Red
42037 Red
42055 Red
42066 Red
42068 Red
42070 Red
42071 Red
42087 Red
42089 Red
42101 Red
42140 Red
42142 Red
42146 Red
42153 Red
2001 Yellow
2002  Yellow
e Color 42140 is not listed in thickness below 2.3mm 2559 Yellow
«  Note: IG-840 is now called as IH-830A o8l Yerow
« Note: IH830CA, EG920, IH830HR, HI835MS, HI835H, HP202 only NG
comply with FMVSS 108 in 2.0 mm through 3.2 mm thicknesses. 20030  Yellow
o Note: HR323 complies with FMVSS 108 at 1.6 mm and from 3.2- 20040  Yellow
6.4 mm , _ 30010  Yellow
e Note: IH830L is not to be used as a reflex reflect or or in front of a 30040 Yellow
reflector in thickness 6.4 mm 2568  Amber
¢ Note: Colors ID191 White, 2568 Amber, 2569 Amber, 61547 2569  Amber
Blue, 83480 Gray, 83481Gray, 83530 Gray and 42068 Red were 83295 Gray
all tested on IH830C 83480 Gray
¢ Note: Color ID191 White is not to be used as a reflex reflector or in 83481  Gray
front of a reflex reflector. 83482  Gray
o Note: Color 2569 Amber in 6.4 mm thickness is not to be used as 83520  Gray
a reflex reflector or in front of a reflex reflector. 83523  Gray
o Note: Color 61547 Blue is not to be used as a reflex reflector or in 83529  Gray
front of a reflex reflector in any thickness 83530  Gray
83566 Gray
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LX MMA Corp. EG-930

EG920
EH-910

www.Ixmma.com IH830

IH830A

(Formerly LGMMA 1H830C

Corp.)

IH830CA
IH830HF
IH830HR
IH830HT
IH830L
IH830SR
IH830XT
HI835MS
HI835H
HI1532
HI533
HP202
HR315
HR323
R830C3
R830C5
R830HFC3
R830HFC5

Polymethyl
Methacrylate

83569
83579
83585
83594

8001
ID191
61547

Gray
Gray
Gray
Gray
Gray
White
Blue
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Lotte Chemical LT-1100 Polycarbonate Clear Q

Corp. LT-1220

(coated)

www.lottechem.com

Coated Lotte Chemical Corp. plastics are only acceptable with the coatings listed below when properly applied to
the molded lens. Lotte Chemical Corp. plastics cannot be used uncoated.

Coating in Alphabetical Order and Corresponding Manufacturer

KUV-5000: See KCC Corporation

SH-42 and SH-51: See Stanley Electric
UVHC3000, UVHC5000: See Momentive Performance Materials Inc.
UVT610V2, UVT610V3: See Red Spot

UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

Coating Manufacturer in Alphabetical Order

Information on KUV-5000 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong,

Giheung-Gu, Yongin-Si, Gyunggi-Do
South Korea

www.kccworld.co.kr

Information on UVHC3000 and UVHC5000 hard coats may be obtained by

MOMENTI\ E_ writing to the following address:
Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: Lotte Chemical Corp. Plastics are only to be used in a production process approved and monitored by
Momentive Performance Materials

Note: Lotte Chemical Corp. LT-1100 & LT-1220 with UVYHC3000 must be coated to pass 7% haze.
Note: Lotte Chemical Corp. LT-1220 with UVHC3000 over 3.2mm cannot be used as a reflex reflector or infront of
a reflex reflector.

(Coating Information continued on the next page)
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Information on UVT610V2, UVT610V3, UVT820V1, UVT820V2, UVT820V3,
RED@ SPOT UvT820V4, UVT820VS5, UVT820V6, UVT820V7 and UVT820V8 may be
& obtained by writing to the following address:
PAINT & VARNISH COMPANY, INC.

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Note: Lotte Chemical Corp. LT-1220 with UVT610V2 and UVT610V3 is not listed over 3.2 mm.
Note: UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were
tested on Lotte LT-1110 and Lotte LT-1220.

Information on Stanley Electric SH-42, and SH-51 may be obtained by writing to the following company:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Thickness 6.4 mm of Lotte Chemical Corp. LT-1100 & SH-42, LT-1220 & SH-42, and LT-1220 & SH-51
cannot be used as a reflex reflector or in front of a reflex reflector.
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Lotte Chemical PC-1000L  Polycarbonate 100 Clear Q
Corp.

www.lottechem.com

Coated Lotte Chemical Corp. plastics may only be treated with the following coatings applied to the molded
lens:

Coating in Alphabetical Order and Corresponding Manufacturer

KUV-2000, KUV-3000 and KUV-5000: See KCC Corporation
UVHC3000, UVHC5000: See Momentive Performance Materials Inc.
UVT610V2 and UVT820: See Red Spot

Coating Manufacturer in Alphabetical Order

Information on KUV-2000, KUV-3000 and KUV-5000 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong,

Giheung-Gu, Yongin-Si, Gyunggi-Do
South Korea

www.kccworld.co.kr

Information on UVHC3000 and UVHC5000 hard coat may be

MOMENT'\ E obtained by writing to the following address:
Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Information on UVT610V2 and UVT820 coating may be obtained by writing
RE D SPOT to the following address:
®
PAINT & VARNISH COMPANY, INC.

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT610V2 was only tested on a 3.2mm lens
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Lotte MCC ACRYPET VH Polymethyl 001 Clear
Corporation ACRYPET VHM Methacrylate 111 Red

ACRYPET VG 112 Red
ACRYPET zZVH 121 Red
www.lottemcc.com PR5296 Red
101 Red
(Formery Lotte MRC Corp.) 113 Red
116 Red
117 Red
120 Red
128 Red
129 Red
141 Red
151 Red
5101 Red
5111 Red
5112 Red
5113 Red
5114 Red
5115 Red
5117 Red
5118 Red
5121 Red
5143 Red
5151 Red
209 Yellow
258 Yellow
259 Yellow
533 Grey
53105 Grey
53137 Grey
53140 Grey
53150 Grey
53155 Grey
53160 Grey
53165 Grey
53170 Grey
53175 Grey
53183 Grey

Coated Lotte MCC Corp. plastics may only be treated with the following coatings applied to the molded lens:
Coating in Alphabetical Order and Corresponding Manufacturer
Acryking PH-250: See Mitsubishi Chemical Corporation
Coating Manufacturer in Alphabetical Order

Information on Mitsubishi Chemical Corporation PH-250, hardcoat may be obtained by
writing to the following address:

MITSUBISHI
CHEMICAL
GROUP Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251, Japan
www.m-chemical.co.jp
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Lucite DIAKON CLG902 Polymethyl 001 Clear
International DIAKON CLG902L Methacrylate 006 Clear
DIAKON CLG904 007 Clear
DIAKON CMG302 011 Clear
www.luciteinternational.com DIAKON CMG302S 0P11 Clear
DIAKON CMG314 9047 Neutral
DIAKON CMG314N 9051 Neutral
DIAKON CMG314R 9184 Neutral
DIAKON CMG314V 9195 Neutral
DIAKON CMG334V 9197 Neutral
DIAKON CMH450 9198 Neutral
DIAKON CMH454L 405 Red
DIAKON CMH454V 413 Red
DIAKON HS3120 415 Red
DIAKON MG114 416 Red
DIAKON MH254 417 Red
DIAKON ST10H8L 418 Red
DIAKON ST15G8 419 Red
DIAKON ST15H8L 421 Red
DIAKON ST20G8 422 Red
DIAKON ST20H8L 425 Red
DIAKON ST25G7 428 Red
DIAKON ST25G8 433 Red
DIAKON ST25H8L 435 Red
DIAKON ST35G7 436 Red
DIAKON ST35G8 437 Red
DIAKON ST35H8L 438 Red
DIAKON TD5HO05L 439 Red
DIAKON TD5H10L 440 Red
DIAKON TD5H15L 442 Red
DIAKON TD5H25L 4088 Red
DIAKON TD5H42L 4114 Red
DIAKON TD510 4132 Red
DIAKON TD515 4162 Red
DIAKON TD525 4163 Red
DIAKON TD542 4169 Red
DIAKON TD825 4194 Red
DIAKON TD842 4209 Red
4222 Red
4223 Red
4232 Red
4234 Red
4235 Red
4236 Red
4237 Red
4238 Red
4239 Red
4248 Red
4249 Red
4255 Red
4256 Red
4259 Red
4260 Red
4261 Red
-59-

AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



TRADE NAME AND

MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR
Lucite DIAKON CLG902 Polymethyl 4262 Red
International DIAKON CLG902L  Methacrylate 4263 Red
DIAKON CLG904 4264 Red
DIAKON CMG302 4265 Red
www.lucitesolutions.com DIAKON CMG302S 4266 Red
DIAKON CMG314 4267 Red
DIAKON CMG314N 4268 Red
DIAKON CMG314R 4269 Red
DIAKON CMG314V 4270 Red
DIAKON CMG334V 4271 Red
DIAKON CMH450 4272 Red
DIAKON CMH454L 4273 Red
DIAKON CMH454V 4281 Red
DIAKON HS3120 4286 Red
DIAKON MG114 4287 Red
DIAKON MH254 4P01 Red
DIAKON ST10H8L 310 Yellow
DIAKON ST15G8 311 Yellow
DIAKON ST15H8L 312 Yellow
DIAKON ST20G8 314 Yellow
DIAKON ST20H8L 316 Yellow
DIAKON ST25G7 317 Yellow
DIAKON ST25G8 318 Yellow
DIAKON ST25H8L 319 Yellow
DIAKON ST35G7 3064 Yellow
DIAKON ST35G8 3069 Yellow
DIAKON ST35H8L 3071 Yellow
DIAKON TD5HO05L 3080 Yellow
DIAKON TD5H10L 3081 Yellow
DIAKON TD5H15L 3103 Yellow
DIAKON TD5H25L 3104 Yellow
DIAKON TD5H42L 3150 Yellow
DIAKON TD510 3151 Yellow
DIAKON TD515 3152 Yellow
DIAKON TD525 3153 Yellow
DIAKON TD542 3154 Yellow
DIAKON TD825 3161 Yellow
DIAKON TD842 3162 Yellow
3163 Yellow
3164 Yellow
3165 Yellow
6150 Green
9388 Grey

Note: Red 4281 listed in 1.6mm only.
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Lucite ACRYPET VH Polymethyl PTR0045 Red
International Methacrylate PTR0046 Red
PTRO0047 Red
www.lucitesolutions.com PTR0048 Red
PTR0028 Red
PTR0030 Red
NLR0002 Red
NLRO003 Red

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking PH-250: See Mitsubishi Chemical Corporation
Coating Manufacturer in Alphabetical Order

Information on Mitsubishi Chemical Corporation PH-250, hardcoat may be obtained by
writing to the following address:

MITSUBISHI
CHEMICAL
GROUP Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan
www.m-chemical.co.jp
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For Lucite International (U.S.A.) please see Plaskolite.
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Luminit PRO10676 Inner Lens 10676 Red

www.luminitco.com

Note: Luminit PRO10676 materials were tested on LEXAN™ HP92W behind Trinseo Plexiglas
V-52i Med Red outer lenses or on Covestro 503 behind Trinseo V-52i 2.3 and 3.2mm outer lenses.
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Mitsubishi DURABIO D7342R Aliphatic 06D011 Clear
Chemical Polycarbonate
Corporation www.m-chemical.co.jp

Note: DURABIO D7342R 06D011 may not be used as a reflex reflector or in front of a reflex reflector

Mitsubishi ACRYPET TN 100 Polymethyl 001 Clear
Chemical Methacrylate 002 Clear
Corporation www.m-chemical.co.jp
Mitsubishi ACRYPET UT 100 Polymethyl 001 Clear
Chemical ACRYPET UT 200 Methacrylate 011 Clear
Corporation SHINKOLITE UT 100 101 Red
SHINKOLITE UT 200 111 Red
www.m-chemical.co.jp 121 Red
203 Yellow
254 Yellow
264 Yellow
601 Grey
Mitsubishi ACRYPET IR Polymethyl 001 Clear
Chemical ACRYPET NAV Methacrylate 011 Clear
Corporation SHINKOLITE P IR 101 Red
SHINKOLITE P NAV 112 Red
www.m-chemical.co.jp 113 Red
116 Red
117 Red
121 Red
5101 Red
203 Yellow
254 Yellow
255 Yellow
256 Yellow
257 Yellow
258 Yellow
259 Yellow
264 Yellow
265 Yellow
5203 Yellow
531 Gray
541 Gray
53160 Gray
53170 Gray
53180 Gray
53190 Gray
54115 Gray
54135 Gray
54160 Gray
54165 Gray
54170 Gray
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Mitsubishi ACRYPET MD Polymethyl 001 Clear
Chemical SHINKOLITE P MD Methacrylate 101 Red
Corporation 114 Red
www.m-chemical.co.jp 203 Yellow
Mitsubishi ACRYPET V Polymethyl 001 Clear
Chemical SHINKOLITE P V Methacrylate 011 Clear
Corporation 101 Red
www.m-chemical.co.jp 114 Red

131 Red
146 Red
147 Red
148 Red
149 Red
160 Red
203 Yellow
236 Yellow
283 Yellow
284 Yellow
285 Yellow
286 Yellow
287 Yellow
288 Yellow
291 Yellow
292 Yellow
Mitsubishi ACRYPET VE Polymethyl PDAO0010 Clear
Chemical ACRYPET VES Methacrylate PDAO0020 Clear
Corporation ACRYPET VH PDA0030 Clear
ACRYPET VH3F PDAO0040 Clear
www.m-chemical.co.jp ACRYPET VH4 PDAOQ050 Clear
ACRYPET VH4F PDAO0013 Clear
ACRYPET VHM PDA0023 Clear
ACRYPET VHS PDAOQ033 Clear
ACRYPET VG PDAQ043 Clear
ACRYPET ZVH PDA0053 Clear
SHINKOLITE P VE 001 Clear
SHINKOLITE P VES 361 Clear
SHINKOLITE P VH PYR5406 Clear
SHINKOLITE P VHS 007 White
PR5556 White
53260 White
54225 White
55475 White
55480 White
55485 White
55580 White
55670 White
57163 White
55780 White
58154 White
101 Red
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Mitsubishi ACRYPET VE Polymethyl 111 Red
Chemical ACRYPET VES Methacrylate 112 Red
Corporation ACRYPETVH 113 Red

ACRYPET VH3F 116 Red
www.m-chemical.co.jp ACRYPET VH4 117 Red
ACRYPET VH4F 120 Red
ACRYPET VHM 121 Red
ACRYPET VHS 128 Red
ACRYPET VG 129 Red
ACRYPET ZVH 141 Red
SHINKOLITE P VE 143 Red
SHINKOLITE P VES 151 Red
SHINKOLITE P VH 5101 Red
SHINKOLITE P VHS 5101B Red
5111 Red
5112 Red
5113 Red
5114 Red
5115 Red
5116 Red
5117 Red
5118 Red
5121 Red
5131 Red
5141 Red
5142 Red
5143 Red
5151 Red
PR5276 Red
PR5296 Red
5386 Red
5456 Red

203 Yellow

209 Yellow

252 Yellow

253 Yellow

254 Yellow

255 Yellow

256 Yellow

257 Yellow

258 Yellow

259 Yellow

262 Yellow

263 Yellow

264 Yellow

265 Yellow

266 Yellow

267 Yellow

270 Yellow

290 Yellow

2001 Yellow

5203 Yellow

5213 Yellow

5223 Yellow
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Mitsubishi ACRYPET VE
Chemical ACRYPET VES
Corporation ACRYPET VH
ACRYPET VH3F
www.m-chemical.co.jp ACRYPET VH4
ACRYPET VH4F
ACRYPET VHM
ACRYPET VHS
ACRYPET VG
ACRYPET 2ZVH

SHINKOLITE P VE
SHINKOLITE P VES
SHINKOLITE P VH
SHINKOLITE P VHS
SHINKOLITE P VHS

(Coating information contained on the next page)

IYPE OF RESIN

Polymethyl
Methacrylate

-67 -

NUMBER  COLOR

5233
5253
5256
5283
5293
5303
5313
5333
5343
5353
5363
5373
5383
5393
5403
5413
5423
531
533
541
53105

53110
53120

53130
53137
53140
53150
53155
53160
53165
53168
53170
53175
53178
53180
53183
53185
53187
53190
54107
54110
54112
54115
54118
54120
54130
54132
54133
54135
54140
54145
54155
54160
54165
54170

Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Yellow
Gray

Gray

Gray

Gray

Gray
Gray

Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
Gray
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Coated Mitsubishi Chemical Corporation plastics may only be treated with the following coatings applied to the
molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking PH-250: See Mitsubishi Chemical Corporation

FUJIHARD HH3012U-5, FUJIHARD HH3012U-6, FUJIHARD HH3012U-7, FUJIHARD HH3012U-8, FUJIHARD
HH3012U-9, and FUJIHARD HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2, FUJIHARD HH3035U-
3,: See Fujikura Kasei Co Ltd.

Coating Manufacturer in Alphabetical Order

Information on FUJIHARD HH3012U-5, FUJIHARD HH3012U-6, FUJIHARD
HH3012U-7, FUJIHARD HH3012U-8, FUJIHARD HH3012U-9, FUJIHARD
HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2, and FUJIHARD
HH3035U-3, coatings may be obtained by writing to the following address:

FUJIKURA KASEI Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan
www.fkkasei.co.jp

Note: FUJIHARD HH3012U-5, FUJIHARD HH3012U-6, FUJIHARD HH3012U-7, FUJIHARD HH3012U-8,
FUJIHARD HH3012U-9, and FUJIHARD HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2,
FUJIHARD HH3035U-3, for use only on Acrypet VH grades.

MITSUBISHI Information on Mitsubishi Chemical Corporation PH-250, hardcoat may be obtained
by writing to the following address:

CHEMICAL
ol Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan
www.m-chemical.co.jp
Mitsubishi CLEARLAC M100 METHYL 001 Clear
Chemical CLEARLAC M101 Methacrylate/ 101 Red
Corporation CLEARLAC M102 STYRENE 5101 Red
COPOLYMER 203 Yellow
www.m-chemical.co.jp 5203 Yellow
531 Gray
541 Gray
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Mitsubishi ACRYPET XVH045 Polymethyl 001 Clear
Chemical Methacrylate 101 Red
Corporation 111 Red

112 Red
www.m-chemical.co.jp 113 Red
116 Red
117 Red
120 Red
121 Red
128 Red
129 Red
143 Red

Note: Color 101, 111, 112, 113, 116, 117, 120, 121, 128, 129 is only listed in 6.4mm for SAE devices.
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Mitsubishi ACRYPET VE Polymethyl 001 Clear
Chemical ACRYPET VES Methacrylate 361 Clear
Polymer ACRYPET VH PYR5406 Clear
Nantong Co., Ltd. = ACRYPET VH4 007 White
ACRYPET VHM PR5556 White
www.mrpn.com.cn ACRYPET VHS 53260 White
ACRYPET VG 54225 White
ACRYPET ZVH 55475 White
SHINKOLITE P VE 55480 White
SHINKOLITE P VES 55485 White
SHINKOLITE P VH 55580 White
SHINKOLITE P VHS 55670 White
57163 White
55780 White
58154 White
PTS0074 White
101 Red
111 Red
112 Red
113 Red
116 Red
117 Red
120 Red
121 Red
128 Red
129 Red
141 Red
143 Red
151 Red
5101 Red
5101B Red
5111 Red
5112 Red
5113 Red
5114 Red
5115 Red
5116 Red
5117 Red
5118 Red
5121 Red
5131 Red
5141 Red
5142 Red
5143 Red
5151 Red
PR5276 Red
PR5296 Red
5386 Red
5456 Red
203 Yellow
209 Yellow
252 Yellow
253 Yellow
254 Yellow
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Mitsubishi ACRYPET VE Polymethyl 255 Yellow
Chemical ACRYPET VES Methacrylate 256 Yellow
Polymer ACRYPET VH 257 Yellow
Nantong Co., Ltd.  ACRYPET VH4 258 Yellow
ACRYPET VHM 259 Yellow
www.mrpn.com.cn ACRYPET VHS 262 Yellow
ACRYPET VG 263 Yellow
ACRYPET ZVH 264 Yellow
SHINKOLITE P VE 265 Yellow
SHINKOLITE P VES 266 Yellow
SHINKOLITE P VH 267 Yellow
SHINKOLITE P VHS 270 Yellow
290 Yellow
2001 Yellow
5203 Yellow
5213 Yellow
5223 Yellow
5233 Yellow
5253 Yellow
5256 Yellow
5283 Yellow
5293 Yellow
5303 Yellow
5313 Yellow
5333 Yellow
5343 Yellow
5353 Yellow
5363 Yellow
5373 Yellow
5383 Yellow
5393 Yellow
5403 Yellow
5413 Yellow
5423 Yellow
531 Gray
533 Gray
541 Gray
53105 Gray
53110 Gray
53120 Gray
53130 Gray
53137 Gray
53140 Gray
53150 Gray
53155 Gray
53160 Gray
53165 Gray
53168 Gray
53170 Gray
53175 Gray
53178 Gray
53180 Gray
53183 Gray
53185 Gray
53187 Gray
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Mitsubishi ACRYPET VE Polymethyl 53190 Gray
Chemical ACRYPET VES Methacrylate 54107 Gray
Polymer ACRYPET VH 54110 Gray
Nantong Co., Ltd. = ACRYPET VH4 54112 Gray
ACRYPET VHM 54115 Gray
www.mrpn.com.cn ACRYPET VHS 54118 Gray
ACRYPET VG 54120 Gray
ACRYPET ZVH 54130 Gray
SHINKOLITE P VE 54132 Gray
SHINKOLITE P VES 54133 Gray
SHINKOLITE P VH 54135 Gray
SHINKOLITE P VHS 54140 Gray
54145 Gray
54155 Gray
54160 Gray
54165 Gray
54170 Gray

Coated Mitsubishi Chemical Polymer Nantong Co., Ltd. plastics may only be treated with the following coatings
applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking PH-250: See Mitsubishi Chemical Corporation

FUJIHARD HH3012U-5, FUJIHARD HH3012U-6, FUJIHARD HH3012U-7, FUJIHARD HH3012U-8, FUJIHARD
HH3012U-9, and FUJIHARD HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2, FUJIHARD HH3035U-
3,: See Fujikura Kasei Co Ltd.

SH-61: See Stanley Electric Co., Ltd.

Coating Manufacturer in Alphabetical Order

Information on FUJIHARD HH3012U-5, FUJIHARD HH3012U-6, FUJIHARD
HH3012U-7, FUJIHARD HH3012U-8, FUJIHARD HH3012U-9, and FUJIHARD
HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2, FUJIHARD HH3035U-3,
coatings may be obtained by writing to the following address:

FUJIKURA KASEIl  Fyjikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan
www.fkkasei.co.jp

Note: FUJIHARD HH3012U-5, FUJIHARD HH3012U-6, FUJIHARD HH3012U-7, FUJIHARD HH3012U-8,
FUJIHARD HH3012U-9, and FUJIHARD HH3035U, FUJIHARD HH3035U-1, FUJIHARD HH3035U-2,
FUJIHARD HH3035U-3, for use only on Acrypet VH grades.

(Coating information continued on the next page.)
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MITSUBISHI Information on Mitsubishi Chemical Corporation Aryking PH-250, hardcoat may be
CHEMICAL obtained by writing to the following address:

GROUP Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Information on SH-61 hard coat may be obtained by writing to the following address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro, Meguro-Ku
IANI-E Meguro-Ku, Tokyo 153,
Japan

www.stanley.co.jp

Note: Stanley SH-61 was only tested on Acrypet VH 001
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Mitsubishi IUPILON ML-100 Polycarbonate 001 Clear #
Engineering IUPILON ML-200 0001 Clear #
Plastics IUPILON ML-300 R591A Clear #
Corporation IUPILON ML-300AH R530B Clear #!
IUPILON ML-350 R591B Clear #
WWW.Mm-ep.co.jp IUPILON ML-400 R591C Clear #
IUPILON ML-100R R591S Clear #
IUPILON ML-200R 101 Red #
IUPILON ML-300R H101T Red #
IUPILON ML-350R 102 Red #
IUPILON ML-400R 103 Red #
IUPILON HL-3003 104 Red #
IUPILON HL-3503 R138J Red #
1001 Red #
1002 Red #
301 Yellow #
3001 Yellow #
Note: ML-300/R1GYH, ML-300/R1BWH, ML-400/R148A, ML-300/R1GYH Red!
ML-300/R265E, ML-400R/R206F, HL-3003/N414, ML-300/R1BWH Red!
HL-3003/N418, HL-3003/N424, HL-3003/N428 ML-400/R148A Red!
HL-3503/N414, HL-3503/N418 HL-3503/N424, ML-300/R265E Yellow!
HL-3503/N428 and HL-3503/N428R are ML-400R/R206F Yellow!
for protected applications only HL-3003/N414 Clear!
HL-3003/N418 Clear!
Note: All Mitsubishi Engineering protected application materials  HL-3003/N424 Clear!
were tested behind clear coated ML-300 or ML-350 HL-3003/N428 Clear!
HL-3503/N414 Clear!
HL-3503/N418 Clear!
HL-3503/N424 Clear!
HL-3503/N428 Clear!
HL-3503/N428R Clear!

Coated Mitsubishi Engineering Plastics Corp. lupilon plastics may only be treated with the following coatings

listed below.

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101-S, Acryking PH-220, Acryking PH-328, Acryking PH-503, Acryking PH-511,
Acryking PH-700, Acryking PH-710 Acryking PH-720, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A,
and Acryking PH-930: See Mitsubishi Chemical Corporation

FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2561U-3: See Fujikura
Kasei

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See
Fujikura Kasei

(Coating information continued on the next page)
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FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei
FUJIHARD HH3372U: See Fujikura Kasei

FUJIHARD HH3401U: See Fujikura Kasei

FUJIHARD HH3482U: See Fujikura Kasei

IUPILON Coat UV: See Mitsubishi Engineering Plastics Corp.

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

MODIHARD 200S: See NOF Corpration

PHC587C, PHC587C2: See Momentive Performance Materials Inc.

PHOLUCID No0.180C and 185C: See Chugoku Marine Paints Ltd..

SH-41, SH-50, SH-51 and SH-61: See Stanley Electric

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K, UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40,
UVHC3000K1-50, UVHC3000KZ60: See Momentive Performance Materials Inc.

UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See Momentive Performance Materials Inc.
UVHCB8100: See Momentive Performance Materials Inc.
UVT200V1, UVT200V2, UVT200V3 and UVT200V5, : See Red Spot.

UVvT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, and UVT6E10V8: See
Red Spot.

UvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

Coating Manufacturer in Alphabetical Order

c;MD EH"GUK“ wrfi?irnrg?tion on PHOLUCID No.180C and 185C coatings may be obtained by

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No.180C was tested on Clear lupilon ML-300AH R591C, ML-300 R591B and ML-300 only.
Note: PHOLUCID No.185C was tested on lupilon ML-300AH R591C Clear only.

(Coating information continued on the next page)
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Information on FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-

2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD

HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-

8, FUJIHARD HH2561U-9, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD

HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U
FUJIKURA KASEIl (coatings may be obtained by writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJIHARD HH2540U series, FUJIHARD HH2551U series, FUJIHARD HH2561U series and FUJIHARD
HH2570U series were tested on ML-300 clear only
Note: FUJIHARD HH3372U and FUJIHARD HH3401U were tested on ML-300 and ML-350 clear only.

Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000 and KUV-
6000 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu,
Yongin-Si, Gyunggi-Do

South Korea
www.kccworld.co.kr

Information on IUPILON COAT UV may be obtained by writing to the following address:

Mitsubishi Engineering Plastics Corp.
Plastics Sales Department

5-2, Marunouchi 2-Chome
Chiyoda-Ku, Tokyo

Japan

WWW.Mm-ep.co.jp

MITSUBISH| Information on Acryking F-328, Acryking K-101-S, Acryking PH-220, Acryking PH-

CHEMICAL 328, Acryking PH-503, Acryking PH-511, Acryking PH-700, Acryking PH-710 Acryking

GROUP PH-720, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
coatings may be obtained by writing to the following company:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-503, PH-511, PH-700, PH-710, Acryking PH-720, PH-750, Acryking PH-800 and Acryking PH-
80ONSA were tested on ML-300 clear only
Note: Acryking PH-930 was tested on clear ML-300 and ML-350 only.

(Coating information continued on the next page)
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Information on PHC587C, PHC587C2, UVHC3000, UVHC3000CC,
ne=- UVHC3000LS, UVHC3000K, UVHC3000K1, UVHC3000K-Z,
MOMENT“ E: _ UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60,

UVHC5000, UVHC5000K, UVHC5000K1, UVHC5000K2 and
UVHC8100 hard coats may be obtained by writing to the following
address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.

Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: UVHC3000K, UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60 only tested on lupilon ML-300 / ML-350
Note: UVHC3000 only tested on lupilon ML-350
Note: UVHC8100 was tested on Clear ML-300 and ML-350

Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing
“ " NPAC to the following address:

NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on lupilon ML-300 and ML-350 clear.

8 NOF Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome,
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on ML-300 Clear in thicknesses 2.3-6.4 mm only

(Coating information continued on the next page)
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Information on Stanley Electric SH-41, SH-50, SH-51 and SH-61 may be obtained by writing to the following
company:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
ANI-E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: SH-41 may be used be used in front of a reflex reflector. Material would have code Q
Note: Stanley SH-51 and SH-61 only tested on clear IUPILON ML-300

Information on UVT200V1, UVT200V2, UVT200V3 and UVT200V5,

RED SPOT UVT610V1, UVTE10V2, UVTE10V3, UVT610V4, UVTE10V5, UVTE10VE,

® UVvT610V7, UVT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4,
PAINT & VARNISH COMPANY, INC. UVT8_2_OV5, UVT820V§, UVT820V7 and UVT820V8 coatings may be obtained
by writing to the following address:
Red Spot Paint & Varnish Co., Inc.
P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1, UVT610V2, UVT610V3, UVT610V4,
UvTe10Vv5, UVT610V6, UVT6E10V7, UVT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,
UVvVT820V6, UVT820V7 and UVT820V8 is only acceptable on clear ML-300 and ML-350
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Mitsubishi IUPILON ML-100 Polycarbonate 001 Clear $
Engineering- IUPILON ML-200 H5102 Clear $
Plastics IUPILON ML-300 R5RSE Clear $
Corporation IUPILON ML-400 R5QTE Clear $

IUPILON ML-500 R5RZE Clear $
www.m-ep.co.jp |UPILON ML-100R R5GSF Clear $
IUPILON ML-200R R5KYH Clear $
IUPILON ML-300R R329K Clear $
IUPILON ML-400R R166J Clear $
IUPILON ML-500R H2059 Clear $
(coated or uncoated) A6067 Clear $
R525A Clear $
R456J Clear $
R526A Clear $!
T689R Clear $
AB067 Clear $
105 Red $!
302 Yellow $!
501 Gray Smoke $!
R5YNH Gray Smoke $!

Coated Mitsubishi Engineering-Plastics Corp. plastics may only be treated with the following acceptable coatings
applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101-S, Acryking PH-220, Acryking PH-328, Acryking PH-700, Acryking PH-710
Acryking PH-720, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930: See Mitsubishi
Chemical Corporation

FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2561U-3: See Fujikura
Kasei

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See
Fujikura Kasei

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei
FUJIHARD HH3372U: See Fujikura Kasei

FUJIHARD HH3401U: See Fujikura Kasei

FUJIHARD HH3482U: See Fujikura Kasei

IUPILON COAT UV: See Mitsubishi Engineering Plastics Corp.

MODIHARD 200S: See NOF Corporation

(Coating information continued on the next page)
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NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

SH-41, SH-50, SH-51 and SH-61: See Stanley Electric

PHOLUCID No.180C: See Chugoku Marine Paints Ltd.

UVHC5000, UVHC5000K, and UVHC5000K1, UVYHC5000K2: See Momentive Performance Materials
UVHC8100: See Momentive Performance Materials

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.

UvTe10V1, UVT610V2, UVT610V3, UVT610V4, UVT6E10V5, UVTE10V6, UVT610V7, and UVT610V8: See
Red Spot.

UvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

Coating Manufacturer in Alphabetical Order

C’MD EH“G“H“ Information on PHOLUCID No.180C coatings may be obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.COo.jp
Note: PHOLUCID No.180C was tested on clear lupilon ML-300 R591B and ML-300 only.

Information on: FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD
HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD
HH2551U-2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD
HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD
HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2, FUJIHARD HH3372U
FUJIKURA KASElI FUJIHARD HH3401U and FUJIHARD HH3482U coatings may be obtained by
writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJIHARD HH2540U series, HH2551U series, HH2561U series and HH2570U series were tested on ML-
300 clear only

Note: FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U were tested on ML-300 and ML-350
clear only.
(Coating information continued on the next page)
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" Information on UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2
MOMENT“‘ E ] hard coats may be obtained by writing to the following address:
Momentive Performance Materials GmbH Momentive Performance
Materials Inc. Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: UVHC5000 tested on ML-300 clear only.

Information on IUPILON COAT UV may be obtained by writing to the following address:

Mitsubishi Engineering Plastics Corp.
Plastics Sales Department

5-2, Marunouchi 2-Chome
Chiyoda-Ku, Tokyo,

Japan

WWW.m-ep.co.jp

MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking F-328, Acryking K-101-S,

CHEMICAL Acryking PH-220, Acryking PH-328, Acryking PH-700, Acryking PH-710 Acryking PH-

GROUP 720, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
may be obtained by writing to the following address:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-700, PH-710, Acryking PH-720, PH-750 Acryking PH-800, Acryking PH-800N5A and
Acryking PH-930 were tested on clear ML-300 only

Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing
“ " NPAC to the following address:

NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on lupilon ML-300 and ML-350 clear.

(Coating information continued on the next page)
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8 NOF Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome,
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on ML-300 Clear in thicknesses 2.3-6.4 mm only

Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,
RED SPOT UVT610V2, UVT610V3, UVT610V4, UVTE10V5, UVTE10V6, UVTE10V7,
® uvT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,
PAINT & VARNISH COMPANY, INC. uUvT820Ve6, .UVT820V7 and UVT820V8 coatings may be obtained by writing
to the following address:
Red Spot Paint & Varnish Co., Inc.
P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1, UVT610V2, UVT610V3, UVT610V4,
UvTe10v5, UVT610V6, UVT610V7, UVT610V8 UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,
UVvVT820V6, UVT820V7 and UVT820V8 is only acceptable on clear ML-300 and ML-350

Information on Stanley Electric SH-41, SH-50, SH-51 and SH-61 may be obtained by writing to the following
company:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
IANI_E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: SH-41 may be used be used in front of a reflex reflector. Material would have code Q
Note: Stanley SH-51 and SH-61 only tested on clear IUPILON ML-300
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Mitsubishi NOVAREX 7022L1 Polycarbonate Clear $

Engineering- NOVAREX 702212 R111 Red $

Plastics NOVAREX 7022L3 R112 Red $

Corporation (coated or uncoated) R212 Red $
R213 Red $

WWW.Mm-ep.co.jp R311 Red $
R312 Red $
R313 Red $
A114 Yellow $
A115 Yellow $
A212 Yellow $
A213 Yellow $
A306 Yellow $
A307 Yellow $
A308 Yellow $
Ad11 Yellow $
A412 Yellow $
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Mitsubishi I[UPILON ML-100 Polycarbonate 001 Clear #
Gas Chemical IUPILON ML-200 0001 Clear #
Engineering- IUPILON ML-300 R591A Clear #
Plastics IUPILON ML-300AH R530B Clear #!
(Shanghai) IUPILON ML-350 R591B Clear #
Co. Ltd. IUPILON ML-400 R591C Clear #
IUPILON ML-100R R591S Clear #
WWW.Mm-ep.co.jp IUPILON ML-200R 101 Red #
IUPILON ML-300R 102 Red #
IUPILON ML-350R 103 Red #
IUPILON ML-400R 104 Red #
IUPILON HL-3003 R138J Red #
IUPILON HL-3503 1001 Red #
1002 Red #
301 Yellow #
3001 Yellow #
Note: ML-300/R1GYH, ML-300/R1BWH, ML-400/R148A, ML-300/R1GYH Red!
ML-300/R265E, ML-400R/R206F, HL-3003/N414, ML-300/R1BWH Red!
HL-3003/N418, HL-3003/N424, HL-3003/N428 ML-400/R148A Red!
HL-3503/N414, HL-3503/N418 HL-3503/N424, and ML-300/R265E Yellow!
HL-3503/N428 are for protected applications only ML-400R/R206F Yellow!
HL-3003/N414 Clear!
HL-3003/N418 Clear!
Note: All Mitsubishi Engineering protected application materials  HL-3003/N424 Clear!
were tested behind clear coated ML-300 or ML-350 HL-3003/N428 Clear!
HL-3503/N414 Clear!
HL-3503/N418 Clear!
HL-3503/N424 Clear!
HL-3503/N428 Clear!

Coated Mitsubishi Gas Chemical Engineering Plastics (Shanghai) Co. Ltd. lupilon plastics may only be treated
with the following coatings listed below.

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328, Acryking K-101-S, Acryking PH-220, Acryking PH-328, Acryking PH-503, Acryking PH-700,
Acryking PH-710 Acryking PH-720, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A, and Acryking PH-
930: See Mitsubishi Chemical Corporation
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2561U-3: See Fujikura
Kasei

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See
Fujikura Kasei

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei

(Coating information continued on the next page)
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FUJIHARD HH3372U: See Fujikura Kasei

FUJIHARD HH3401U: See Fujikura Kasei

FUJIHARD HH3482U: See Fujikura Kasei

IUPILON Coat UV: See Mitsubishi Engineering Plastics Corp.

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.
PHCS587C, PHC587C2: See Momentive Performance Materials Inc.

PHOLUCID No.180C, 185C: See Chugoku Marine Paints Ltd..

SH-41, SH-50, and SH-51: See Stanley Electric

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K, UVHC3000K1, UVHC3000K-Z, UVYHC3000K1-40,
UVHC3000K1-50, UVYHC3000KZ60: See Momentive Performance Materials Inc.

UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See Momentive Performance Materials Inc.
UVHC8100: See Momentive Performance Materials Inc.
UVT200V1, UVT200V2, UVT200V3 and UVT200V5, : See Red Spot.

UVvT6e10V1, UVT610V2, UVT610V3, UVT610V4, UVT6E10V5, UVTE10V6, UVT610V7, and UVT610V8: See
Red Spot.

UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

Coating Manufacturer in Alphabetical Order

C’Mp EH"G"K“ wrfi(:irnrg?tion on PHOLUCID No.180C and 185C coatings may be obtained by

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No.180C was tested on Clear lupilon ML-300AH R591C, ML-300 R591B and ML-300 only.
Note: PHOLUCID No.185C was tested on lupilon ML-300AH R591C Clear only

(Coating information continued on the next page)
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Information on FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-

2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD

HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-

8, FUJIHARD HH2561U-9, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD

HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U
FUJIKURA KASEI coatings may be obtained by writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJIHARD HH2540U series, HH2551U series, HH2561U series and HH2570U series were tested on ML-

300 clear only.
Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on ML-300 and ML-

350 clear only.

Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000 and KUV-
6000 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong,

Giheung-Gu, Yongin-Si Gyunggi-Do,
South Korea

www.kccworld.co.kr

Information on IUPILON COAT UV may be obtained by writing to the following address:

Mitsubishi Engineering Plastics Corp.
Plastics Sales Department

5-2, Marunouchi 2-Chome
Chiyoda-Ku, Tokyo

Japan

WWW.m-ep.co.jp

MITSUBISHI Information on Acryking F-328, Acryking K-101-S, Acryking PH-220, Acryking PH-

328, Acryking PH-503, Acryking PH-700, Acryking PH-710 Acryking PH-720, Acryking
CHEMICAL  ppy 750, Acryking PH-800, Acryking PH-800N5A, and Acryking PH-930 coatings may be
GROUP obtained by writing to the following company:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-503, PH-700, PH-710, Acryking PH-720, PH-750, Acryking PH-800 and Acryking PH-
800N5A were tested on ML-300 clear only
Note: Acryking PH-930 was tested on clear ML-300 and MI-350

(Coating information continued on the next page)
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Information on PHC587C, PHC587C2, UVHC3000, UVHC3000CC,
=" UVHC3000LS, UVHC3000K, UVHC3000K1, UVHC3000K-Z
MOMENT_I\ E UVHC3000K1-40, UVYHC3000K1-50, UVHC3000KZ60, UVHC5000,
S o UVHC5000K, UVHC5000K1, UVHC5000K2 and UVHC8100 hard coats
may be obtained by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance
Materials Inc. Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: UVHC3000K, UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60 only tested on lupilon ML-300 / ML-

350
Note: UVHC3000 only tested on lupilon ML-350
Note: UVHC8100 was tested on clear lupilon ML-300 and lupilon ML-350

l“."' N PAC Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing to

the following address:
NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on lupilon ML-300 and ML-350 clear.

Information on MODIHARD 200S coatings may be obtained by writing to the following

8 NOF address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome,
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on ML-300 Clear in thicknesses 2.3-6.4 mm only

(Coating information continued on the next page)
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Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,

RED@ SPOT UVT610V2, UVT610V3, UVT610V4, UVT610VS5, UVT610V6, UVTE10V7,
® UVT610V8 UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820VS5,

UvT820V6, UVT820V7 and UVT820V8 coatings may be obtained by writing

PAINT & VARNISH COMPANY, INC. .
to the following address:

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1, UVT610V2, UVT610V3, UVT610V4,
UvTe10Vv5, UVT610V6, UVT610V7, UVT610V8 UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,
UVvT820V6, UVT820V7 and UVT820V8 is only acceptable on clear ML-300 and ML-350

Information on Stanley Electric SH-41, SH-50 and SH-51 may be obtained by writing to the following company:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
ANI_E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: SH-41 may be used be used in front of a reflex reflector. Material would have code Q
Note: Stanley SH-51 only tested on clear IUPILON ML-300

Mitsubishi IUPILON ML-100 Polycarbonate 001 Clear $
Gas Chemical IUPILON ML-200 H5102 Clear $
Engineering- IUPILON ML-300 R5RSE Clear $
Plastics IUPILON ML-400 R5QTE Clear $
(Shanghai) IUPILON ML-500 R5RZE Clear $
Co. Ltd. IUPILON ML-100R R5GSF Clear $
. IUPILON ML-200R R5KYH Clear $
WWW.m-ep.Co.|p IUPILON ML-300R R329K Clear $
IUPILON ML-400R R166J Clear $
IUPILON ML-500R H2059 Clear $
(coated or uncoated) A6067 Clear $
R525A Clear $
R456J Clear $
R526A Clear $
T689R Clear $
A6067 Clear $
105 Red $
302 Yellow $
501 Gray Smoke $
R5YNH Gray Smoke $

Coated Mitsubishi Gas Chemical Engineering Plastics (Shanghai) Co. Ltd. plastics may only be treated with the
following coatings applied to the molded lens:

(Coating information continued on the next page)
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Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328, Acryking K-101-S, Acryking PH-220, Acryking PH-328, Acryking PH-700, Acryking PH-710
Acryking PH-720, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930: See Mitsubishi
Chemical Corporation

FUJIHARD HH2540U, HH2540U-1, HH2540U-2: See Fujikura Kasei.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2561U-3: See Fujikura
Kasei

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See
Fujikura Kasei

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei

(Coating information continued on the next page)
FUJIHARD HH3372U: See Fujikura Kasei

FUJIHARD HH3401U: See Fujikura Kasei

FUJIHARD HH3482U: See Fujikura Kasei

IUPILON COAT UV: See Mitsubishi Engineering Plastics Corp.

MODIHARD 200S: See NOF Corporation.

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHOLUCID No.180C: See Chugoku Marine Paints Ltd..

UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See Momentive Performance Materials

UVHCB8100: See Momentive Performance Materials

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.

UvT610V1, UVT610V2, UVTE10V3, UVT610V4, UVTE10V5, UVT610V6, UVT6E10V7, and UVT610V8: See
Red Spot.

UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

(Coating information continued on the next page)
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Coating Manufacturer in Alphabetical Order

7
CMD EHUGBH“ Information on PHOLUCID No.180C coatings may be obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542
WWW.CMPp.CO.jp

Note: PHOLUCID No.180C was tested on clear lupilon ML-300 R591B and ML-300 only.

Information on: FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD
HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-
2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD HH2561U-7,
FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD HH2570U, FUJIHARD
HH2570U-1, FUJIHARD HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U

FUJIKURA KASElI and FUJIHARD HH3482U coatings may be obtained by writing to the following
address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJIHARD HH2540U series, FUJIHARD HH2551U series, FUJIHARD HH2561U series and FUJIHARD
HH2570U series were tested on ML-300 clear only
Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on ML-300 and ML-

350 clear only.

o Information on UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2
MOMENTl\ E hard coats may be obtained by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.

Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: UVHC5000 tested on ML-300 clear only
Note: UVHC8100 was tested on clear lupilon ML-300 and lupilon ML-350

(Coating information continued on the next page)
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Information on IUPILON

MITSUBISHI
CHEMICAL
GROUP

COAT UV may be obtained by writing to the following address:

Mitsubishi Engineering Plastics Corp.
Plastics Sales Department

5-2, Marunouchi 2-Chome
Chiyoda-Ku, Tokyo

Japan

WWW.m-ep.co.jp

Information on Mitsubishi Chemical Corporation Acryking F-328, Acryking K-101-S,
Acryking PH-220, Acryking PH-328, Acryking PH-700, Acryking PH-710 Acryking PH-
720, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A, and Acryking PH-930
may be obtained by writing to the following address:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-700, PH-710, Acryking PH-720, PH-750 Acryking PH-800, Acryking PH-800NSA and Acryking
PH-930 were tested on clear ML-300 only

l«.»l N PAC Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing

NIPPON PAINT AUTOMOTIVE COATINGS

to the following address:

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on lupilon ML-300 and ML-350 clear.

& NOF

Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on ML-300 Clear in thicknesses 2.3-6.4 mm only

(Coating information continued on the next page)
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Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,

RED spo UVT610V2, UVTB10V3, UVT610V4, UVTB10V5, UVT610V6, UVTE10V7,

® UvT610Vv8 UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,
PAINT & VARNISH COMPANY, INC. UVT820V_6, UVT820V7 and UVT820V8 coatings may be obtained by writing to

the following address:

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1, UVT6B10V2, UVT610V3, UVT610V4,
uUvT610V5, UVT610V6, UVTE10V7, UVTE10V8 UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,
UVvVT820V6, UVT820V7 and UVT820V8 is only acceptable on clear ML-300 and ML-350
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ACRYVIEWA Polymethyl RM-104-U1  Clear

‘ Methacrylate

Nippon Shokubai Co., Ltd.

www.shokubai.co.jp
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Novacel Co., Ltd. Cevian N 080W Styrene/ 01042 Red
Acrylonitrile 12026 Red
https://novacel.co.jp/ 12027 Red
27010 Yellow
27011 Yellow
27012 Yellow
27013 Yellow
20385 Yellow
20388 Yellow
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AZ test Special Information Section

-95-
AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



TRADE NAME AND
MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR

AZ test Special Information Section 2 of 3
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AZ test Special Information Section 3 of 3
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Plaskolite, CA-61 Polymethyl Clear
Inc. CA-71 Methacrylate RD 01 Red
CA-75 RD 03 Red
www.plaskolite.com CA-82 RD 05 Red
CA-924 RD 10 Red
CA-927 RD 80 Red
CA-1000E RD 110 Red
CA-1000I RD 114 Red
CP-61 RD 117 Red
CP-71 RD 125 Red
CP-75 RD 126 Red
CP-82 RD 128 Red
CP-86 RD 145 Red
CP-86 UVA RD 169 Red
CP-924 RD 171 Red
CP-927 RD 176 Red
CP-1000E RD 180 Red
CP-1000lI RD 181 Red
RD 187 Red
RD 188 Red
RD 189 Red
RD 190 Red
RD 191 Red
RD 192 Red
RD 195 Red
YL 07 Yellow
YL 12 Yellow
YL 48 Yellow
YL 64 Yellow
YL 87 Yellow
YL 90 Yellow
YL 91 Yellow
YL 99 Yellow
YL 102 Yellow
YL 130 Yellow
YL 131 Yellow
YL 133 Yellow
YL 198 Yellow
BL 35 Blue
BL 92 Blue
BL 142 Blue
GY 58102 Gray
GY 58200 Gray
GY 58240 Gray
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Plaskolite, PL-30 Polymethyl Clear
Inc. MS983 Methacrylate NC 10 Clear
RD 01 Red
www.plaskolite.com RD 03 Red
RD 05 Red
RD 10 Red
RD 80 Red
RD 110 Red
RD 114 Red
RD 117 Red
RD 125 Red
RD 126 Red
RD 128 Red
RD 145 Red
RD 169 Red
RD 171 Red
RD 176 Red
RD 180 Red
RD 181 Red
RD 187 Red
RD 188 Red
RD 189 Red
RD 190 Red
RD 191 Red
RD 192 Red
RD 195 Red
YL 07 Yellow
YL 12 Yellow
YL 48 Yellow
YL 64 Yellow
YL 87 Yellow
YL 90 Yellow
YL 91 Yellow
YL 99 Yellow
YL 102 Yellow
YL 130 Yellow
YL 131 Yellow
YL 133 Yellow
YL 198 Yellow
BL 35 Blue
BL 95 Blue
BL 142 Blue
GY 58102 Gray
GY 58200 Gray
GY 58240 Gray
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8@ Clear
[ROHM iy "
il iy o
ITS ,ﬁ*gv';g Rf{w ACRYLITE® PLEXIGLAS® H15 9913
unmodified base resins 8N
Roehm America LLC 8H Neutral
Réhm GmbH 543A
Roehm Chemical PMMA
(Shanghai) Co., Ltd ACRYLITE® PLEXIGLAS® HT Yellow
Optical 13025
www.roehm.com PMMA 23085
http://www.acrylite- ACRYLITE®/ PLEXIGLAS® 8N 1v400
polymers.com/ proTerra 2V404
www.Plexiglas.de AG100
AG100 L02 Amber
(Was Evonik) 8N plus 23340
zk4BR 23095
zk5BR 23335
zk6BR 13115
PMMA zk6 23105
ACRYLITE® PLEXIGLAS® zk20 2V401
Resist zk30 115
(impact modified) grades zk40
zkM Red
zk3BR 3V137
zk4HC 3V136
zk5HT 3V126
zk6HT 3V125
33661
PMMA hw55 33681
ACRYLITE® PLEXIGLAS® FT15 33780(901)
Heatresist 33721
PMMI 33711
ACRYMID® TT50 33701
PLEXIMID® 33691
3V401
8N LD12 3Vv402
PMMA for edge lighting 8N LD24 3v403
ACRYLITE® PLEXIGLAS® 8N LD48 3Vv408
Edgelight 8N LD96
Note: 8N LD12 cannot be used on or in Green
front of a reflex reflector 65122
65542
Gray
V274
V275
7V273
V271
7NV272
7V270
7V269
7V268
7V265
7V205
7V336
7V337
7V338
7V244
75451
77670
V244
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Coated Roehm plastics may only be treated with the following coatings applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

PHC XH100P: See Momentive Materials
Coating Manufacturer in Alphabetical Order

Information on PHC XH100P hard coats may be obtained by writing to the
MOMENTIVE following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: PHC XH100P tested on Acrylite Resist AG100 clear only
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LEXAN®LS1 Polycarbonate 111 White #!
i' L LEXAN®LS1A 111C White #!
e LEXAN® LS2 111H White #!
LEXAN®LS2A 111J White #!
LEXAN®LS3 111M White #!
LEXAN® LSHF (HIGH FLOW) 1118 White #!
Sabic USA (coated or uncoated) 112 White #!
51073 Smoke Grey #!
www.sabic.com 71127 Smoke Grey #!
71194 Smoke Grey #!
71274 Smoke Grey #!
GY3A578T Smoke Grey #!
6111 Red #!
6162 Red #!
6164 Red #!
61014 Red #!
61079 Red #!
61228 Red #!
414 Yellow #!
4135 Yellow #!
4158 Yellow #!
4168 Yellow #!
4169 Yellow #!
4173 Yellow #!
4194 Yellow #!
41105 Yellow #!
41152 Yellow #!
YW 5005T Yellow #!
21242 Clear Blue #!
2148 Clear Blue #!
LEXAN® XLS 1110T Protected Application Only 11204 Natural "!"
LEXAN®XLS 1110 Protected Application Only 11204 Natural "!I"
LEXAN®XLS 1210 Protected Application Only NA9G165T Clear Blue "!I"
NA9HO009T Clear Blue "!"

Note: LEXAN® Protected Applications were tested behind Coated LS2-111 Clear

Coated Sabic USA plastics may only be treated with the following coatings applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503, Acryking PH-511 or Acryking
PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
coatings: See Mitsubishi Chemical Corporation

FUJIHARD 2500: See Fujikura Kasei Co., Ltd.
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura
Kasei Co., Ltd.
(Coating information continued on the next page)
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FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei Co., Ltd.

FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603, FUJISOFT 2604 coatings: See Fujikura
Kasei Co., Ltd.

KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100: See KCC Corporation
LHP100/LHC100, LHP100/AS4000: See Momentive Performance Materials Inc.

MODIHARD 200S: See NOF Corporation

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHOLUCID No. 130C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.

PHC200, PHC587, PHC587B, PHC587C, PHC587C2: See Momentive Performance Materials Inc.
RayGloss 402: See BASF Coatings GmbH

SH-2, SH-41, SH-50, SH-51:, SH-61: See Stanley Electric Co., Ltd.

SHP300/SHC3000, SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with AS4700 topcoat,
SHC6000: See Momentive Performance Materials Inc.

UVHC3000, UVYHC3000CC, UVHC3000LS, UVHC3000K, UVHC3000K1, UVHC3000K-Z, UVYHC3000K1-40,
UVHC3000K1-50, UVYHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See
Momentive Performance Materials Inc.

UVvT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.

UvT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, and UVT610V8: See
Red Spot.

UvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

X-48-5500-A18: See Shin-Etsu Chemical Co., Ltd.
(Coating information continued on the next page)
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Coating Manufacturer in Alphabetical Order

Information on RayGloss 402 coatings may be obtained by writing:

n u BASF BASF Coatings GmbH
ECO/DT - C422

. D-48165 Muenster
We create chemistry Germany

www.basf-coatings.com

CIMD EH"G“H“ Information on PHOLUCID No. 130C and PHOLUCID No.180C coatings may be

obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No. 130C and PHOLUCID No.180C were tested on Sabic LS1 111 and Sabic LS1 111J and
Sabic LS1 111J clear only.

Information on FUJIHARD 2500, FUJIHARD HH2540U, FUJIHARD HH2540U-1,

FUJIHARD HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1,

FUJIHARD HH2551U-2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6,

FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9,

FUJIHARD HH2566U, UJIHARD HH2566U-1, FUJIHARD HH2566U-2,

FUJIKURA KASElI FUJIHARD HH2566U-3, FUJIHARD HH2567U, FUJIHARD HH2567U-1,

FUJIHARD HH2567U-2, FUJIHARD HH2567U-3, FUJIHARD HH2570U,
FUJIHARD HH2570U-1, FUJIHARD HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD
HH3482U, FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and FUJISOFT
2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603, and FUJISOFT 2604 coatings may be obtained by
writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJISOFT 2601 may NOT be used on lenses incorporating a reflex reflector or in front of a reflex reflector.
Note: FUJIHARD HH2566U-series and HH2567U-series were tested on clear lenses only.

Note: FUJIHARD HH2540U-series, FUJIHARD HH2570U-series, FUJIHARD HH2561U-series and FUJIHARD
HH9986U-series were tested on clear LS2 plastics only

Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on LS1 111 and LS2 111
only.

(Coating information continued on the next page)
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Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000
and KUV-9100 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu,
Yongin-Si, Gyunggi-Do

South Korea
www.kccworld.co.kr

Note: KUV-3000, KUV-4000, KUV-5000, KUV-6000, and KUV-9100 were tested on Sabic LS1-111 and LS2-111
clear only.
Note: KUV-1000, and KUV-2000 is suitable for over 6.4 mm LS2-111 clear lenses only.

MITSUBISHI Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503,

CHEMICAL Acryking PH-511 or Acryking PH-700, Acryking PH-710, Acryking PH-720, Acryking

GROUP PH-800, Acryking PH-800NSA and Acryking PH-930 coatings may be obtained by
writing to the following address:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-350 was tested on LS2 with clear lenses only

Note: Acryking PH-710 and Acryking PH-720 were tested on LS1 and LS2 with clear lenses only

Note: Acryking PH-511, Acryking PH-700, Acryking PH-800 and Acryking PH-800N5A were tested on LS1-111
and LS2-111

Note: LS1-111J was tested with Acryking PH-710, Acryking PH-720, and Acryking PH-800 only.

Note: Acryking PH-930 was tested on Clear LS1 111 and LS2 111 only

Information on LHP100/LHC100, LHP100/AS4000, SHP300/SHC3000,
| — SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with
MOMENTI\ = AS4700 topcoat, SHC6000, PHC200, PHC587, PHC587B, PHC587C,
: PHC587C2, UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,
UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50,
UVHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2 hard coats may be obtained by
writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: UVHC5000 tested on LS1 and LS2 clear only

(Coating information continued on the next page)
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Information on MODIHARD 200S coatings may be obtained by writing to the following

8 NOF address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on SABIC LS1 111 Clear in thicknesses 1.6 and 6.4 mm only

“‘."' N PA Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing
to the following address:

NIPPON PAINT AUTOMOTIVE COATINGS
Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani
Hirakata-City, Osaka 573-1153
Japan
Phone: +81-72-857-5530
Fax: +81-72-857-5640
Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on Lexan LS1-111 and LS2-111.

Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,

REDOSPOT UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVTE10V6, UVTE10V7,
A UVT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,

UVvVT820V6, UVT820V7 and UVT820V8 coating may be obtained by writing to

PAINT & VARNISH COMPANY, INC. )
the following address:

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVTE10V7, UVTE10VS,
UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were tested
on clear LS1, and LS2

&M
Sh'r Etsu Information of X-48-5500-A18 hard coat may be obtained by writing to the
lﬂf following address:

Shin-Etsu Chemical Co., Ltd.
4-1, Marunouchi 1-Chome
Chiyoda-ku, Tokyo 100-0005,
Japan

www.shinetsu.co.jp

Note: X-48-5500-A18 was tested on SABIC LS1 clear only.
(Coating information continued on the next page)
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Information on SH-2, SH-41, SH-50, SH-51 and SH-61 hard coats may be obtained by writing to the following
address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
IANI-E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 tested on Sabic LS2 clear only.
Note: Stanley SH-61 was tested on Sabic LS2-111S clear only
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LEXAN® LS1 Polycarbonate 111 White #!
ﬁ_'l L1 LEXAN® LS1A 111C White #!
. LEXAN® LS2 111H White #!
LEXAN® LS2A 111J White #!
LEXAN® LS3 111M White #!
LEXAN® LSHF (HIGH FLOW) 1118 White #!
Sabic Brazil (coated or uncoated) 112 White #!
51073 Smoke Grey #!
www.sabic.com 71127 Smoke Grey #!
71194 Smoke Grey #!
71274 Smoke Grey #!
GY3A578T Smoke Grey #!
6111 Red #!
6162 Red #!
6164 Red #!
61014 Red #!
61079 Red #!
61228 Red #!
414 Yellow #!
4135 Yellow #!
4158 Yellow #!
4168 Yellow #!
4169 Yellow #!
4173 Yellow #!
4194 Yellow #!
41105 Yellow #!
41152 Yellow #!
YW 5005T Yellow #!
21242 Clear Blue #!
LEXAN®XLS 1110T Protected Application Only 11204 Natural "I"
LEXAN®XLS 1110 Protected Application Only 11204 Natural "!"
LEXAN® XLS 1210 Protected Application Only NA9G165T Clear Blue ""
NA9HO09T Clear Blue ""

Note: LEXAN® Protected Applications were tested behind Coated LS2-111 Clear

Coated Sabic Brazil plastics may only be treated with the following coatings applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503, Acryking PH-511 or Acryking
PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
coatings: See Mitsubishi Chemical Corporation

FUJIHARD 2500: See Fujikura Kasei Co., Ltd.
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura

Kasei Co., Ltd.
(Coating information continued on the next page)
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FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei Co., Ltd.

FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603, FUJISOFT 2604 coatings: See Fujikura
Kasei Co., Ltd.

KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100: See KCC Corporation
LHP100/LHC100, LHP100/AS4000: See Momentive Performance Materials Inc.

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHOLUCID No. 130C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.

PHC200, PHC587, PHC587B, PHC587C, PHC587C2: See Momentive Performance Materials Inc.
RayGloss 402: See BASF Coatings GmbH

SH-2, SH-41, SH-50, SH-51 and SH-61 : See Stanley Electric Co., Ltd.

SHP300/SHC3000, SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with AS4700 topcoat,
SHC6000: See Momentive Performance Materials Inc.

UVHC3000, UVYHC3000CC, UVHC3000LS, UVHC3000K, UVYHC3000K1, UVYHC3000K-Z, UVYHC3000K1-40,
UVHC3000K1-50, UVYHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See
Momentive Performance Materials Inc.

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.

UvT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, and UVT610V8: See
Red Spot.

UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

X-48-5500-A18: See Shin-Etsu Chemical Co., Ltd.

(Coating information continued on the next page)
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Coating Manufacturer in Alphabetical Order
Information on RayGloss 402 coatings may be obtained by writing:

BASF Coatings GmbH
ECO/DT - C422
D-48165 Muenster
Germany
www.basf-coatings.com

Note: BASF RayGloss 402 was tested on LEXAN®LS1 and LEXAN®LS2 clear only.

CMIP CHUGOKU

Information on PHOLUCID No. 130C and PHOLUCID No.180C
coatings may be obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: 81-3-5511-8542

WWW.CMP.CO.jp
Note: PHOLUCID No. 130C and PHOLUCID No.180C were tested on Sabic LS1 111 and Sabic LS1 111J and

Sabic LS1 111J clear only.

FUJIKURA KASEI

Information on FUJIHARD 2500, FUJIHARD HH2540U, FUJIHARD HH2540U-1,
FUJIHARD HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD
HH2551U-2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD
HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD
HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-
3, FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2,
FUJIHARD HH2567U-3, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD

HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U, FUJIHARD HH9986U-N3,
FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602,
FUJISOFT 2603, and FUJISOFT 2604 coatings may be obtained by writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJISOFT 2601 may NOT be used on lenses incorporating a reflex reflector or in front of a reflex reflector.
Note: FUJIHARD HH2566U-series and FUJIHARD HH2567U-series for use on clear lenses only

Note: FUJIHARD HH2540U-series, FUJIHARD HH2570U-series, FUJIHARD HH2561U-series and FUJIHARD
HH9986U-series is for use on clear LS2 plastics only.

Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on LS1 111 and LS2 111

only.

(Coating information continued on the next page)
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Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000
and KUV-9100 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu,
Yongin-Si, Gyunggi-Do

South Korea
www.kccworld.co.kr

Note: KUV-3000, KUV-4000, KUV-5000, KUV-6000, and KUV-9100 were tested on Sabic LS1-111 and LS2-111
clear only.
Note: KUV-1000, and KUV-2000 is suitable for over 6.4 mm LS2-111 clear lenses only.

MITSUBISH| Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503,

CHEMICAL Acryking PH-511 or Acryking PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-

GROUP 800, Acryking PH-800N5A and Acryking PH-930 coatings may be obtained by writing to
the following address:

Mitsubishi Chemical Corporation
1-2 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-350 was tested on LS2 with clear lenses only

Note: Acryking PH-710 and Acryking PH-720 was tested on LS1 and LS2 with clear lenses only

Note: Acryking PH-511, Acryking PH-700, Acryking PH-800 and Acryking PH-800N5A was tested on LS1-111 and
LS2-111

Note: LS11-111J was tested with Acryking PH-710, Acryking PH-720, and Acryking PH-800 only.

Note: Acryking PH-930 was tested on Clear LS1 111 and LS2 111 only

Information on LHP100/LHC100, LHP100/AS4000, SHP300/SHC3000,
| SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with
MOMENTI\ E AS4700 topcoat, SHC6000, PHC200, PHC587, PHC587B, PHC587C,
PHC587C2, UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,
UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50,
UVHC3000KZ60 UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2 hard coats may be obtained by
writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.

Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: UVHC5000 tested on LS1 and LS2 clear only

(Coating information continued on the next page)
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“‘."' N PAC Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing

to the following address:
NIPPON PAINT AUTOMOTIVE COATINGS
Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani
Hirakata-City, Osaka 573-1153
Japan
Phone: +81-72-857-5530
Fax: +81-72-857-5640
Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on Lexan LS1-111 and LS2-111.

Information on MODIHARD 200S coatings may be obtained by writing to the following

@ NOF address:

NOF Corporation

Yebis Garden Place Tower
20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019
Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on SABIC LS1 111 Clear in thicknesses 1.6 and 6.4 mm only

Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,

RED@ SPOT UvT610Vv2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT6E10V7,
® UvT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,

UVvT820V6, UVT820V7 and UVT820V8 coating may be obtained by writing to

PAINT & VARNISH COMPANY, INC. .
the following address:

Red Spot Paint & Varnish Co., Inc.

P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, UVT610V8,
UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were tested
on clear LS1, and LS2

(Coating information continued on the next page)
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= N
Shlr Ets Information of X-48-5500-A18 hard coat may be obtained by writing to the
L following address:

Shin-Etsu Chemical Co., Ltd.
4-1, Marunouchi 1-Chome
Chiyoda-ku, Tokyo 100-0005,
Japan

www.shinetsu.co.jp

Note: X-48-5500-A18 was tested on SABIC LS1 clear only.

Information on SH-2, SH-41, SH-50, SH-51 and SH-61 hard coats may be obtained by writing to the following
address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 tested on Sabic LS2 clear only.
Note: Stanley SH-61 was tested on Sabic LS2-111S clear only
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ﬁ_'l L1y LEXAN® LS1 Polycarbonate 111 White #!
v LEXAN® LS2 111H White #!
LEXAN® LS3 111HX White #!

LEXAN® LSHF (HIGH FLOW) 6162 Red #!

(coated or uncoated) GY3A578T Smoke

Grey #!

Sabic Chongqing China
www.sabic.com

LEXAN® XLS 1110T Protected Application Only 11204 Natural ™"
LEXAN® XLS 1110 Protected Application Only 11204 Natural "!"
LEXAN® XLS 1210 Protected Application Only NA9G165T Clear Blue "!"

NASHO09T Clear Blue ""

Note: LEXAN® Protected Applications were tested behind Coated LS2-111 Clear

Coated Sabic Chongging China plastics may only be treated with the following coatings applied to the molded lens:
Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503, Acryking PH-511 or Acryking

PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-800, Acryking PH-800NSA and Acryking PH-930

coatings: See Mitsubishi Chemical Corporation

FUJIHARD 2500: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei Co., Ltd.

FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603, FUJISOFT 2604 coatings: See Fujikura
Kasei Co., Ltd.

(Coating information continued on the next page)
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KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100: See KCC Corporation
LHP100/LHC100, LHP100/AS4000: See Momentive Performance Materials Inc.

MODIHARD 200S: See NOF Coatings

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHOLUCID No. 130C and PHOLUCID No0.180C: See Chugoku Marine Paints, Ltd.

PHC200, PHC587, PHC587B, PHC587C, PHC587C2: See Momentive Performance Materials Inc.
RayGloss 402: See BASF Coatings GmbH

SH-2, SH-41, SH-50, SH-51 and SH-61: See Stanley Electric Co., Ltd.

SHP300/SHC3000, SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with AS4700 topcoat,
SHC6000: See Momentive Performance Materials Inc.

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K, UVYHC3000K1, UVYHC3000K-Z, UVHC3000K1-40,
UVHC3000K1-50, UVYHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See
Momentive Performance Materials Inc.

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.

UvT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, and UVT610V8: See
Red Spot.

UVvVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

X-48-5500-A18: See Shin-Etsu Chemical Co., Ltd.
Coating Manufacturer in Alphabetical Order

Information on RayGloss 402 coatings may be obtained by writing:

n | BASF BASF Coatings GmbH
ECO/DT - C422

We create chemistry g:ﬁ :r?y'\/'uenster

www.basf-coatings.com

Note: BASF RayGloss 402 was tested on LEXAN® LS1 and LEXAN® LS2 clear only.
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// Information on PHOLUCID No. 130C and PHOLUCID No.180C coatings may
CMD EH“G“H“ be obtained by writing:

Chugoku Marine Paints, Ltd.

Tokyo Club Building,

2-6, Kasumigaseki 3-Chome

Chiyoda-Ku, Tokyo, 100-0013 Japan

Telephone: 81-3-3506-3971

Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp
Note: PHOLUCID No. 130C and PHOLUCID No.180C were tested on Sabic LS1 111 and Sabic LS1 111J and
Sabic LS1 111J clear only.

Information on FUJIHARD 2500, FUJIHARD HH2540U, FUJIHARD HH2540U-1,

FUJIHARD HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD

HH2551U-2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD

HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD

HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-

FUJIKURA KASEl 3, FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2,

FUJIHARD HH2567U-3, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD
HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U, FUJIHARD HH9986U-N3,
FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602,
FUJISOFT 2603, and FUJISOFT 2604 coatings may be obtained by writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJISOFT 2601 may NOT be used on lenses incorporating a reflex reflector or in front of a reflex reflector.
Note: FUJIHARD HH2566U-series and FUJIHARD HH2567U-series for use on clear lenses only

Note: FUJIHARD HH2540U-series, FUJIHARD HH2570U-series, FUJIHARD HH2561U-series and FUJIHARD
HH9986U-series is for use on clear LS2 plastics only

Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on LS1 111 and LS2 111
only.

Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000
and KUV-9100 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu,
Yongin-Si, Gyunggi-Do,

South Korea
www.kccworld.co.kr

Note: KUV-3000, KUV-4000, KUV-5000, KUV-6000, and KUV-9100 were tested on Sabic LS1-111 and LS2-111
clear only.
Note: KUV-1000, and KUV-2000 is suitable for over 6.4 mm LS2-111 clear lenses only.
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MITSUBISHI Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503,

CHEMICAL Acryking PH-511 or Acryking PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-

GROUP 800, Acryking PH-800N5A and Acryking PH-930 coatings may be obtained by writing to
the following address:

Mitsubishi Chemical Corporation
1-3 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-350 was tested on LS2 with clear lenses only

Note: Acryking PH-710 and Acryking PH-720 were tested on LS1 and LS2 with clear lenses only

Note: Acryking PH-511, Acryking PH-700, Acryking PH-800 and Acryking PH-800N5A were tested on LS1-111 and
LS2-111

Note: LS1-111J was tested with Acryking PH-710, Acryking PH-720, and Acryking PH-800 only.

Note: Acryking PH-930 was tested on Clear LS1 111 and LS2 111 only

Information on LHP100/LHC100, LHP100/AS4000, SHP300/SHC3000,

2 SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with
MOMENTI\ E AS4700 topcoat, SHC6000, PHC200, PHC587, PHC587B, PHC587C,

PHC587C2, UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,
UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50,

UVHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2 hard coats may be obtained by
writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: UVHC5000 tested on LS1 and LS2 clear only

8 NOF Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation
Yebis Garden Place Tower 20-3, Ebisu 4-Chome

Shibuya-Ku, Tokyo 150-6019
Japan
www.nof.co.jp

Note: MODIHARD 200S is acceptable on SABIC LS1 111 Clear in thicknesses 1.6 and 6.4 mm only

(Coating information continued on the next page)
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Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing
‘ ' to the following address:

NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on Lexan LS1-111 and LS2-111.

Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,
REDO SPOT UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVTE10V7,
A UVT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,
PAINT & VARNISH COMPANY, INC. UVT820V_6, UVT820V7 and UVT820V8 coating may be obtained by writing to
the following address:
Red Spot Paint & Varnish Co., Inc.
P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com
Note: Red Spot UVT610V1, UVT610V2, UVTE10V3, UVT610V4, UVTE10V5, UVTE10V6, UVTE10V7, UVTE10VS,

UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were tested
on clear LS1, and LS2

~ M
Sh’r Hsu Information of X-48-5500-A18 hard coat may be obtained by writing to the
[ following address:

Shin-Etsu Chemical Co., Ltd.
4-1, Marunouchi 1-Chome
Chiyoda-ku, Tokyo 100-0005,
Japan

www.shinetsu.co.jp

Note: X-48-5500-A18 was tested on SABIC LS1 clear only.

Information on SH-2, SH-41, SH-50, SH-51 and SH-61 hard coats may be obtained by writing to the following
address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
ANI_E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 tested on Sabic LS2 clear only.
Note: Stanley SH-61 was tested on Sabic LS2-111S clear only
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LEXAN®LS1 Polycarbonate 111 White #!
4 5laay LEXANCLSIA 111C White #!
¢ LEXAN®LS2 111H White #!
LEXAN®LS2A 111HX White #!
LEXAN®LS3 111J White #!
LEXAN® LSHF (HIGH FLOW) 111M White #!
Sabic Europe (coated or uncoated) 111S White #!
111X White #!
www.sabic.com 112 White #!
51073 Smoke Grey #!
71127 Smoke Grey #!
71194 Smoke Grey #!
71274 Smoke Grey #!
GY3A578T Smoke Grey #!
6111 Red #!
6162 Red #!
6164 Red #!
61014 Red #!
61079 Red #!
61228 Red #!
414 Yellow #!
4135 Yellow #!
4158 Yellow #!
4168 Yellow #!
4169 Yellow #!
4173 Yellow #!
4194 Yellow #!
41105 Yellow #!
41152 Yellow #!
YW 5005T Yellow #!
21242 Clear Blue #!
2148 Clear Blue #!
LEXAN® XLS 1110T Protected Application Only 11204 Natural "!"
LEXAN®XLS 1110 Protected Application Only 11204 Natural "!"
LEXAN®XLS 1210 Protected Application Only NA9G165T Clear Blue ""
NA9HO09TClear blue Clear Blue ""

Note: LEXAN® Protected Applications were tested behind Coated LS2-111 Clear
Note: LS1-111J was tested with Acryking PH-710, Acryking PH-720, and Acryking PH-800 only
Coated Sabic Europe plastics may only be treated with the following coatings applied to the molded lens:
Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503, Acryking PH-511 or Acryking
PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
coatings: See Mitsubishi Chemical Corporation

(Coating information continued on the next page)
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FUJIHARD 2500: See Fujikura Kasei Co., Ltd.
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei Co., Ltd.

FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603, FUJISOFT 2604 coatings: See Fujikura
Kasei Co., Ltd.

KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100: See KCC Corporation
LHP100/LHC100, LHP100/AS4000: See Momentive Performance Materials Inc.

MODIHARD 200S: See NOF Coatings

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHOLUCID No. 130C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.

PHC200, PHC587, PHC587B, PHC587C, PHC587C2: See Momentive Performance Materials Inc.
RayGloss 402: See BASF Coatings GmbH

SH-2, SH-41, SH-50, SH-51 and SH-61: See Stanley Electric Co., Ltd.

SHP300/SHC3000, SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with AS4700 topcoat,
SHC6000: See Momentive Performance Materials Inc.

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K, UVYHC3000K1, UVHC3000K-Z, UVHC3000K1-40,
UVHC3000K1-50, UVHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See Momentive
Performance Materials Inc.

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.
(Coating information continued on the next page)
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UvT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, and UVT610V8: See
Red Spot.

UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

X-48-5500-A18: See Shin-Etsu Chemical Co., Ltd.
Coating Manufacturer in Alphabetical Order

Information on RayGloss 402 coatings may be obtained by writing:

n = BASF BASF Coatings GmbH
ECO/DT - C422
. D-48165 Muenster
We create chemistry Germany

www.basf-coatings.com

Note: BASF RayGloss 402 was tested on LEXAN® LS1 and LEXAN®LS2 clear only.

C’Mp EH"G“H“ Information on PHOLUCID No. 130C and PHOLUCID No.180C coatings may

be obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No. 130C and PHOLUCID No.180C were tested on Sabic LS1 111 and Sabic LS1 111J and
Sabic LS1 111J clear only.

(Coating information continued on the next page)

-121 -
AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



TRADE NAME AND
MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR

Information on FUJIHARD 2500, FUJIHARD HH2540U, FUJIHARD HH2540U-1,
FUJIHARD HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD
HH2551U-2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD
HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD
HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-

FUJIKURA KASElI 3, FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2,

FUJIHARD HH2567U-3, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD

HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U, FUJIHARD HH9986U-N3,
FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602,
FUJISOFT 2603, and FUJISOFT 2604 coatings may be obtained by writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJISOFT 2601 may NOT be used on lenses incorporating a reflex reflector or in front of a reflex reflector.
Note: FUJIHARD HH2566U-series and FUJIHARD HH2567U-series for use on clear lenses only

Note: FUJIHARD HH2540U-series, FUJIHARD HH2570U-series, FUJIHARD HH2561U-series and FUJIHARD
HH9986U-series is for use on clear LS2 plastics only

Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on LS1 111 and LS2 111

only.

Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000
and KUV-9100 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu,
Yongin-Si, Gyunggi-Do

South Korea
www.kccworld.co.kr

Note: KUV-3000, KUV-4000, KUV-5000, KUV-6000, and KUV-9100 were tested on Sabic LS1-111 and LS2-111

clear only.
Note: KUV-1000, and KUV-2000 is suitable for over 6.4 mm LS2-111 clear lenses only.

MITSUBISHI Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-303,

CHEMICAL Acryking PH-511 or Acryking PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-

GROUP 800, Acryking PH-800N5A and Acryking PH-930 coatings may be obtained by writing to
the following address:

Mitsubishi Chemical Corporation
1-4 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-350 was tested on LS2 with clear lenses only
Note: Acryking PH-710 and Acryking PH-720 were tested on LS1 and LS2 with clear lenses only
Note: Acryking PH-511, Acryking PH-700, Acryking PH-800 and Acryking PH-800N5A were tested on LS1-111 and
LS2-111
Note: LS1-111J was tested with Acryking PH-710, Acryking PH-720, and Acryking PH-800 only.
Note: Acryking PH-930 was tested on Clear LS1 111 and LS2 111 only
(Coating information continued on the next page)
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Information on LHP100/LHC100, LHP100/AS4000, SHP300/SHC3000,

AS4700 topcoat, SHC6000, PHC200, PHC587, PHC587B, PHC587C,

MOMENT“E“ SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with

PHC587C2, UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,
UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50,

UVHC3000KZ60 UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2 hard coats may be obtained by
writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118

Germany

www.momentive.com

Note: UVHC5000 tested on LS1 and LS2 clear only

Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing
(“ "' N PA to the following address:

NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on Lexan LS1-111 and LS2-111.

& NOF

Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on SABIC LS1 111 Clear in thicknesses 1.6 and 6.4 mm only

(Coating information continued on the next page)
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Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,

RED@ SPOT UVvVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7,
A UVT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,

UvT820V6, UVT820V7 and UVT820V8 coating may be obtained by writing

PAINT & VARNISH COMPANY, INC. to the following address:

Red Spot Paint & Varnish Co., Inc.

P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, UVT610V8,
UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were tested
on clear LS1, and LS2

- Information of X-48-5500-A18 hard coat may be obtained by writing to the
lﬁ s following address:
1

Shin-Etsu Chemical Co., Ltd.
4-1, Marunouchi 1-Chome
Chiyoda-ku, Tokyo 100-0005,
Japan

www.shinetsu.co.jp

Note: X-48-5500-A18 was tested on SABIC LS1 clear only.

Information on SH-2, SH-41, SH-50, SH-51 and SH-61 hard coats may be obtained by writing to the following
address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
ANI_E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 tested on Sabic LS2 clear only.
Note: Stanley SH-61 was tested on Sabic LS2-111S clear only
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LEXAN®LS1 Polycarbonate 111 White #!
ﬁ_ll_l_l_l LEXAN®LS1A 111H White #!
u LEXAN®LS2 111X White #!
LEXAN®LS2A 6162 Red #!
(coated or uncoated) 414 Yellow #!
www.sabic.com 71127 Smoke Grey #!
71194 Smoke Grey #!
Sabic India 71274 Smoke Grey #!
GY3A578T Smoke Grey #!
LEXAN® XLS 1110T Protected Application Only 11204 Natural ""
LEXAN®XLS 1110 Protected Application Only 11204 Natural ™"
LEXAN®XLS 1210 Protected Application Only NA9G165T Clear Blue "!"
NASHO09T Clear Blue ""

Note: LEXAN® Protected Applications were tested behind Coated LS2-111 Clear

Coated Sabic India plastics may only be treated with the following coatings applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503, Acryking PH-511 or Acryking
PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
coatings: See Mitsubishi Chemical Corporation
FUJIHARD 2500: See Fujikura Kasei Co., Ltd.
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei Co., Ltd.

(Coating information continued on the next page)
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FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603, FUJISOFT 2604 coatings: See Fujikura
Kasei Co., Ltd.
KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100: See KCC Corporation

LHP100/LHC100, LHP100/AS4000: See Momentive Performance Materials Inc.
MODIHARD 200S: See NOF Coatings

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHOLUCID No. 130C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.

PHC200, PHC587, PHC587B, PHC587C, PHC587C2: See Momentive Performance Materials Inc.
RayGloss 402: See BASF Coatings GmbH

SH-2, SH-41, SH-50 and SH-51: See Stanley Electric Co., Ltd.

SHP300/SHC3000, SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with AS4700 topcoat,
SHC6000: See Momentive Performance Materials Inc.

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K, UVYHC3000K1, UVYHC3000K-Z, UVHC3000K1-40,
UVHC3000K1-50, UVYHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See Momentive
Performance Materials Inc.

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.

UvVT610V1, UVT610V2, UVT610V3, UVT610V4, UVTE10V5, UVT610V6, UVT610V7, and UVT610V8: See Red
Spot.

UVvVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

X-48-5500-A18: See Shin-Etsu Chemical Co., Ltd.

Coating Manufacturer in Alphabetical Order

Information on RayGloss 402 coatings may be obtained by writing:

BASF Coatings GmbH
= ECO/DT - C422
. D-48165 Muenster
We create chemistry Germany

www.basf-coatings.com

Note: BASF RayGloss 402 was tested on LEXAN®LS1 and LEXAN®LS2 clear only.

(Coating information continued on the next page)
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CAIP CHUGDKUY  'nformation on PHOLUCID No. 130C and PHOLUCID No.180C coatings may

be obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No. 130C and PHOLUCID No.180C were tested on Sabic LS1 111 and Sabic LS1 111J clear
only.

Information on FUJIHARD 2500, FUJIHARD HH2540U, FUJIHARD HH2540U-1,

FUJIHARD HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD

HH2551U-2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD

HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD

HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-

FUJIKURA KASEI 3, FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2,

FUJIHARD HH2567U-3, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD
HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U, FUJIHARD HH9986U-N3,
FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602,
FUJISOFT 2603, and FUJISOFT 2604 coatings may be obtained by writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJISOFT 2601 may NOT be used on lenses incorporating a reflex reflector or in front of a reflex reflector.
Note: FUJIHARD HH2566U-series and FUJIHARD HH2567U-series for use on clear lenses only

Note: FUJIHARD HH2540U-series, FUJIHARD HH2570U-series, FUJIHARD HH2561U-series and FUJIHARD
HH9986U-series is for use on clear LS2 plastics only

Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on LS1 111 and LS2 111
only.

Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000 and KUV-
6000 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu,
Yongin-Si, Gyunggi-Do

South Korea
www.kccworld.co.kr

Note: KUV-3000, KUV-4000, KUV-5000, KUV-6000, and KUV-9100 were tested on Sabic LS1-111 and LS2-111
clear only.
Note: KUV-1000, and KUV-2000 is suitable for over 6.4 mm LS2-111 clear lenses only.

(Coating information continued on the next page)
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MITSUBISHI Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-303,

CHEMICAL Acryking PH-511 or Acryking PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-

GROUP 800, Acryking PH-800N5A and Acryking PH-930 coatings may be obtained by writing to
the following address:

Mitsubishi Chemical Corporation
1-5 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-350 was tested on LS2 with clear lenses only

Note: Acryking PH-710 and Acryking PH-720 were tested on LS1 and LS2 with clear lenses only

Note: Acryking PH-511, Acryking PH-700, Acryking PH-800 and Acryking PH-800N5A were tested on LS1-111 and
LS2-111

Note: LS1-111J was tested with Acryking PH-710, Acryking PH-720, and Acryking PH-800 only.

Note: Acryking PH-930 was tested on Clear LS1 111 and LS2 111 only

Information on LHP100/LHC100, LHP100/AS4000, SHP300/SHC3000,
= SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with
MOMENTI\ E_: AS4700 topcoat, SHC6000, PHC200, PHC587, PHC587B, PHC587C,
. PHC587C2, UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,
UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50,
UVHC3000KZ60 UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2 hard coats may be obtained by
writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: UVHC5000 tested on LS1 and LS2 clear only

Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing
(“ "' N PA to the following address:

NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on Lexan LS1-111 and LS2-111.

(Coating information continued on the next page)
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8 NOF Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on SABIC LS1 111 Clear in thicknesses 1.6 and 6.4 mm only

Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,
RED@ SPOT UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7,
A UVT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,

UVvT820V6, UVT820V7 and UVT820V8 coating may be obtained by writing

PAINT & VARNISH COMPANY, INC. to the following address:

Red Spot Paint & Varnish Co., Inc.

P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, UVT610V8,
UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were tested
on clear LS1, and LS2

e Information of X-48-5500-A18 hard coat may be obtained by writing to the
"lw su following address:

Shin-Etsu Chemical Co., Ltd.
4-1, Marunouchi 1-Chome
Chiyoda-ku, Tokyo 100-0005,
Japan

www.shinetsu.co.jp

Note: X-48-5500-A18 was tested on SABIC LS1 clear only.

Information on SH-2, SH-41, SH-50, SH-51 and SH-61 hard coats may be obtained by writing to the following
address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
ANI-E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 tested on Sabic LS2 clear only.
Note: Stanley SH-61 was tested on Sabic LS2-111S clear only
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LEXAN® LS1 Polycarbonate 111 White #!
Solaas LExanelsia 71194  Smoke Grey #!
i LEXAN®LS2 71274 Smoke Grey #!
LEXAN®LS2A 6162 Red #!
LEXAN®LS3 6164 Red #!
LEXAN® LSHF (HIGH FLOW) 61228 Red #!
www.sabic.com (coated or uncoated) 414 Yellow #!
4158 Yellow#!
Sabic Japan 2148  Yellow #!
LEXAN® XLS 1110T Protected Application Only 11204 Natural "!"
LEXAN®XLS 1110 Protected Application Only 11204 Natural "!"
LEXAN® XLS 1210 Protected Application Only NA9G165T Clear Blue ""

NA9HO009T Clear Blue "!"
Note: LEXAN® Protected Applications were tested behind Coated LS2-111 Clear

Coated Sabic Japan plastics may only be treated with the following coatings applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503, Acryking PH-511 or Acryking
PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
coatings: See Mitsubishi Chemical Corporation
FUJIHARD 2500: See Fujikura Kasei Co., Ltd.
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei Co., Ltd.

(Coating information continued on the next page)
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FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603, FUJISOFT 2604 coatings: See Fujikura
Kasei Co., Ltd.

KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100: See KCC Corporation
LHP100/LHC100, LHP100/AS4000: See Momentive Performance Materials Inc.

MODIHARD 200S: See NOF Coatings

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHOLUCID No. 130C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.

PHC200, PHC587, PHC587B, PHC587C, PHC587C2: See Momentive Performance Materials Inc.

RayGloss 402: See BASF Coatings GmbH

SH-2, SH-41, SH-50, SH-51 and SH-61: See Stanley Electric Co., Ltd.

SHP300/SHC3000, SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with AS4700 topcoat,
SHC6000: See Momentive Performance Materials Inc.

UVHC3000, UVYHC3000CC, UVHC3000LS, UVHC3000K, UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40,

UVHC3000K1-50, UVHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See
Momentive Performance Materials Inc.

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.

UvVT610V1, UVT610V2, UVT610V3, UVT610V4, UVTE10V5, UVT610V6, UVT6E10V7, and UVT610V8: See Red
Spot.

UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

X-48-5500-A18: See Shin-Etsu Chemical Co., Ltd.
Coating Manufacturer in Alphabetical Order

Information on RayGloss 402 coatings may be obtained by writing:

n - B ASF BASF Coatings GmbH
ECO/DT - C422
) D-48165 Muenster
We create chemistry Germany

www.basf-coatings.com

Note: BASF RayGloss 402 was tested on LEXAN® LS1 and LEXAN® LS2 clear only.

(Coating information continued on the next page)
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Information on PHOLUCID No. 130C and PHOLUCID No.180C coatings may be
C‘mp EHUEUH“ obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No. 130C and PHOLUCID No.180C were tested on Sabic LS1 111 and Sabic LS1 111J clear
only.

Information on FUJIHARD 2500, FUJIHARD HH2540U, FUJIHARD HH2540U-1,

FUJIHARD HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD

HH2551U-2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD

HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD HH2566U,

FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3,

FUJIKURA KASEIl FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD

HH2567U-3, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2,
FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U, FUJIHARD HH9986U-N3, FUJIHARD
HH9986U-N5, FUJIHARD HH9986U-N7 and FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603,
and FUJISOFT 2604 coatings may be obtained by writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJISOFT 2601 may NOT be used on lenses incorporating a reflex reflector or in front of a reflex reflector.
Note: FUJIHARD HH2566U-series and FUJIHARD HH2567U-series for use on clear lenses only

Note: FUJIHARD HH2540U-series, FUJIHARD HH2570U-series, FUJIHARD HH2561U-series and FUJIHARD
HH9986U-series is for use on clear

LS2 plastics only

Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on LS1 111 and LS2 111
only.

Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000
and KUV-9100 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu
Yongin-Si, Gyunggi-Do South
Korea

www.kccworld.co.kr

Note: KUV-3000, KUV-4000, KUV-5000, KUV-6000, and KUV-9100 were tested on Sabic LS1-111 and LS2-111
clear only.
Note: KUV-1000, and KUV-2000 is suitable for over 6.4 mm LS2-111 clear lenses only.

(Coating information continued on the next page)
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MITSUBISHI Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503,
CHEMICAL Acryking PH-511 or Acryking PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-
800, Acryking PH-800N5A and Acryking PH-930 coatings may be obtained by writing to

" GROUP the following address:

Mitsubishi Chemical Corporation
1-6 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-350 was tested on LS2 with clear lenses only

Note: Acryking PH-710 and Acryking PH-720 were tested on LS1 and LS2 with clear lenses only

Note: Acryking PH-511, Acryking PH-700, Acryking PH-800 and Acryking PH-800N5A were tested on LS1-111 and
LS2-111

Note: LS1-111J was tested with Acryking PH-710, Acryking PH-720, and Acryking PH-800 only.

Note: Acryking PH-930 was tested on Clear LS1 111 and LS2 111 only

Information on LHP100/LHC100, LHP100/AS4000, SHP300/SHC3000,
=" SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with
MOMENTI\ E AS4700 topcoat, SHC6000, PHC 200, PHC587, PHC587B, PHC587C,
' ' PHC587C2, UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,
UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50,
UVHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2hard coats may be obtained by
writing to the following address:

Momentive Performance Materials GmbH Momentive Performance
Materials Inc. Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: UVHC5000 tested on LS1 and LS2 clear only

Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing

(“."' N PA to the following address:

NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on Lexan LS1-111 and LS2-111.

(Coating information continued on the next page)
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Information on MODIHARD 200S coatings may be obtained by writing to the following

8 NOF address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on SABIC LS1 111 Clear in thicknesses 1.6 and 6.4 mm only

Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,

RED@ SPOT UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVTE10V6, UVTE10V7,
® UVT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,

UVvT820V6, UVT820V7 and UVT820V8 coating may be obtained by writing to

PAINT & VARNISH COMPANY, INC. :
the following address:

Red Spot Paint & Varnish Co., Inc.

P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, UVT610VS,
UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were tested
on clear LS1, and LS2

-
Shlr H su Information of X-48-5500-A18 hard coat may be obtained by writing to the
L following address:

Shin-Etsu Chemical Co., Ltd.
4-1, Marunouchi 1-Chome
Chiyoda-ku, Tokyo 100-0005,
Japan

www.shinetsu.co.jp

Note: X-48-5500-A18 was tested on SABIC LS1 clear only.

Information on SH-2, SH-41, SH-50, SH-51 and SH-61 hard coats may be obtained by writing to the following
address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
IANI_E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 tested on Sabic LS2 clear only.
Note: Stanley SH-61 was tested on Sabic LS2-111S clear only
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LEXAN® LS1 Polycarbonate 111 White #!
Sl LEXAN® LS2 111H White #!
: LEXAN® LSHF (HIGH FLOW) 1118 White #!
(coated or uncoated) 111SL White #!
111J White #!
Sabic Korea 111X White #!
GY3A578T Smoke Grey#!
www.sabic.com 71127 Smoke Grey#!
71274 Smoke Grey#!
71194 Smoke Grey#!
6162 Red #!
6164 Red #!
4158 Yellow #!
414 Yellow #!
LEXAN® XLS 1110T Protected Application Only 11204 Natural "I"
LEXAN®XLS 1110 Protected Application Only 11204 Natural ""
LEXAN®XLS 1210 Protected Application Only NA9G165T Clear Blue "!I"
NA9QHO009T Clear Blue "I"

Note: LEXAN® Protected Applications were tested behind Coated LS2-111 Clear

Coated Sabic Korea plastics may only be treated with the following coatings applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503, Acryking PH-511 or Acryking
PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
coatings: See Mitsubishi Chemical Corporation

FUJIHARD 2500: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3401U: See Fujikura Kasei Co., Ltd.

(Coating information continued on the next page)
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FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.
FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei Co., Ltd.

FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603, FUJISOFT 2604 coatings: See Fujikura
Kasei Co., Ltd.

KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100: See KCC Corporation
LHP100/LHC100, LHP100/AS4000: See Momentive Performance Materials Inc.

MODIHARD 200S: See NOF Coatings.

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHOLUCID No. 130C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.

PHC200, PHC587, PHC587B, PHC587C, PHC587C2: See Momentive Performance Materials Inc.
RayGloss 402: See BASF Coatings GmbH

SH-2, SH-41, SH-50, SH-51 and SH-61: See Stanley Electric Co., Ltd.

SHP300/SHC3000, SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with AS4700 topcoat,
SHC6000: See Momentive Performance Materials Inc.

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K, UVYHC3000K1, UVYHC3000K-Z, UVHC3000K1-40,
UVHC3000K1-50, UYHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See
Momentive Performance Materials Inc.

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.

UvT610V1, UVT6E10V2, UVT610V3, UVT610V4, UVT6E10V5, UVT610V6, UVT6E10V7, and UVT610V8: See Red
Spot.

UvVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

X-48-5500-A18: See Shin-Etsu Chemical Co., Ltd.
Coating Manufacturer in Alphabetical Order

Information on RayGloss 402 coatings may be obtained by writing:

m BASF Coatings GmbH
ECO/DT - C422
] D-48165 Muenster
We create chemistry Germany

www.basf-coatings.com

Note: BASF RayGloss 402 was tested on LEXAN® LS1 and LEXAN® LS2 clear only.

(Coating information continued on the next page)
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/7 Information on PHOLUCID No. 130C and PHOLUCID No.180C
CMD EHUGUH“ coatings may be obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No. 130C and PHOLUCID No.180C were tested on Sabic LS1 111 and Sabic LS1 111J clear
only.

Information on FUJIHARD 2500, FUJIHARD HH2540U, FUJIHARD HH2540U-1,
FUJIHARD HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD
HH2551U-2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD HH2561U-
7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD HH2566U,
FUJIHARD HH2566U-1, FUJIHARD, HH2566U-2, FUJIHARD HH2566U-3,
FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD
FUJIKURA KASEl 115567U-3, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2,
FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U, FUJIHARD
HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and FUJISOFT 2600, FUJISOFT 2601,
FUJISOFT 2602, FUJISOFT 2603, and FUJISOFT 2604 coatings may be obtained by writing to the following

address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJISOFT 2601 may NOT be used on lenses incorporating a reflex reflector or in front of a reflex reflector.
Note: FUJIHARD HH2566U-series and FUJIHARD HH2567U-series for use on clear lenses only

Note: FUJIHARD HH2540U-series, FUJIHARD HH2570U-series, FUJIHARD HH2561U-series and FUJIHARD
HH9986U-series is for use on clear LS2 plastics only

Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on LS1 111 and LS2 111

only.

Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000 and
KUV-9100 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu
Yongin-Si, Gyunggi-Do,

South Korea
www.kccworld.co.kr

Note: KUV-3000, KUV-4000, KUV-5000, KUV-6000, and KUV-9100 were tested on Sabic LS1-111 and LS2-111

clear only.
Note: KUV-1000, and KUV-2000 is suitable for over 6.4 mm LS2-111 clear lenses only.

(Coating information continued on the next page)
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Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503,
MITSUBISHI Acryking PH-511 or Acryking PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-
CHEMICAL 800, Acryking PH-800N5A and Acryking PH-930 coatings may be obtained by writing to
GROUP the following address:

Mitsubishi Chemical Corporation
1-7 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-350 was tested on LS2 with clear lenses only

Note: Acryking PH-710 and Acryking PH-720 were tested on LS1 and LS2 with clear lenses only

Note: Acryking PH-511, Acryking PH-700, Acryking PH-800 and Acryking PH-800N5A were tested on LS1-111 and
LS2-111

Note: LS1-111J was tested with Acryking PH-710, Acryking PH-720, and Acryking PH-800 only.

Note: Acryking PH-930 was tested on Clear LS1 111 and LS2 111 only

Information on LHP100/LHC100, LHP100/AS4000, SHP300/SHC3000,

=" SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with AS4700

MOMENTI\ E_ topcoat, SHC6000, PHC200, PHC587, PHC587B, PHC587C, PHC587C2,

o UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K, UVHC3000K1,

UVHC3000K-Z, @ UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60,

UVHC5000, UVHC5000K, and UVHCS5000K1, UVHC5000K2 hard coats may be obtained by writing to the following
address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.

Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: UVHC5000 tested on LS1 and LS2 clear only

Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing
(“ "' N PA to the following address:
NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on Lexan LS1-111 and LS2-111.

(Coating information continued on the next page)
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Information on MODIHARD 200S coatings may be obtained by writing to the following

8 NOF address:

NOF Corporation
Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019
Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on SABIC LS1 111 Clear in thicknesses 1.6 and 6.4 mm only

Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,

RED@ SPOT UvTe10v2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVTE10V7,
® UVT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,

UVvVT820V6, UVT820V7 and UVT820V8 coating may be obtained by writing to

PAINT & VARNISH COMPANY, INC. ) i
the following address:

Red Spot Paint & Varnish Co., Inc.

P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, UVTE10VS,
UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were tested
on clear LS1, and LS2

Information on SH-2, SH-41, SH-50, SH-51 and SH-61 hard coats may be obtained by writing to the following
address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
ANI-E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 tested on Sabic LS2 clear only.
Note: Stanley SH-61 was tested on Sabic LS2-111S clear only
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ﬁ:’ Loas LEXAN® LS1 Polycarbonate 111 White #!

LEXAN® LS1A 111C White #!
LEXAN® LS2 111H White #!
LEXAN® LS2A 111HX White Q
Sabic Plastics, LEXAN® LS3 111M White #!
Nansha LEXAN® LSHF (HIGH FLOW) 111S White #!
China (coated or uncoated) 112 White #!
51073 Smoke Grey #!
www.sabic.com 71127 Smoke Grey #!
71194 Smoke Grey #!
71274 Smoke Grey #!
GY3A578T Smoke Grey #!
6111 Red #!
6162 Red #!
6164 Red #!
61014 Red #!
61079 Red #!
61228 Red #!
RD4B057T Red #!
414 Yellow #!
4135 Yellow #!
4158 Yellow #!
4168 Yellow #!
4169 Yellow #!
4173 Yellow #!
4194 Yellow #!
41105 Yellow #!
41152 Yellow #!
YW 5005T Yellow #!
21242 Clear Blue #!
2148 Clear Blue #!
LEXAN® XLS 1110T Protected Application Only 11204 Natural "!"
LEXAN®XLS 1110 Protected Application Only 11204 Natural "!I"
LEXAN®XLS 1210 Protected Application Only NA9G165T Clear Blue "!"
NA9HO09T Clear Blue ""

Note: LEXAN® Protected Applications were tested behind Coated LS2-111 Clear

Coated Sabic Nansha, China plastics may only be treated with the following coatings applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503, Acryking PH-511 or Acryking
PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
coatings: See Mitsubishi Chemical Corporation

FUJIHARD 2500: See Fujikura Kasei Co., Ltd.

FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei Co., Ltd.

(Coating information continued on the next page)
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FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura Kasei
Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei Co., Ltd.

FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602, FUJISOFT 2603, FUJISOFT 2604 coatings: See Fujikura
Kasei Co., Ltd.

KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000, KUV-9100: See KCC Corporation
LHP100/LHC100, LHP100/AS4000: See Momentive Performance Materials Inc.

MODIHARD 200S: See NOF Corporation.

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHOLUCID No. 130C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.

PHC200, PHC587, PHC587B, PHC587C, PHC587C2: See Momentive Performance Materials Inc.
RayGloss 402: See BASF Coatings GmbH

SH-2, SH-41, SH-50, SH-51 and SH-61: See Stanley Electric Co., Ltd.

SHP300/SHC3000, SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with AS4700 topcoat,
SHC6000: See Momentive Performance Materials Inc.

UVHC3000, UVYHC3000CC, UVHC3000LS, UVHC3000K, UVYHC3000K1, UVYHC3000K-Z, UVHC3000K1-40,
UVHC3000K1-50, UVYHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See
Momentive Performance Materials Inc.

UVT200V1, UVT200V2, UVT200V3 and UVT200V5: See Red Spot.

UvT610V1, UVT610V2, UVTE10V3, UVT610V4, UVTE10V5, UVT610V6, UVT6E10V7, and UVT610V8: See
Red Spot.

(Coating information continued on the next page)

- 141 -
AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



TRADE NAME AND
MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR

UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

X-48-5500-A18: See Shin-Etsu Chemical Co., Ltd.

Coating Manufacturer in Alphabetical Order

Information on RayGloss 402 coatings may be obtained by writing:

n u BASF BASF Coatings GmbH

. ECO/DT - C422
We create chemistry D-48165 Muenster
Germany
www.basf-coatings.com

Note: BASF RayGloss 402 was tested on LEXAN® LS1 and LEXAN® LS2 clear only.

C’MD EH"G“H“ Information on PHOLUCID No. 130C and PHOLUCID No.180C coatings may

be obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: 81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No. 130C and PHOLUCID No.180C were tested on Sabic LS1 111 and Sabic LS1 111J and
Sabic LS1 111J clear only.

(Coating information continued on the next page)
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Information on FUJIHARD 2500, FUJIHARD HH2540U, FUJIHARD HH2540U-1,

FUJIHARD HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD

HH2551U-2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD

HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD

HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-

FUJIKURA KASElI 3, FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2,

FUJIHARD HH2567U-3, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD
HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U, FUJIHARD HH9986U-N3,
FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and FUJISOFT 2600, FUJISOFT 2601, FUJISOFT 2602,
FUJISOFT 2603, and FUJISOFT 2604 coatings may be obtained by writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJISOFT 2601 may NOT be used on lenses incorporating a reflex reflector or in front of a reflex reflector.
Note: FUJIHARD HH2566U-series and FUJIHARD HH2567U-series for use on clear lenses only

Note: FUJIHARD HH2540U-series, FUJIHARD HH2570U-series, FUJIHARD HH2561U-series and FUJIHARD
HH9986U-series is for use on clear LS2 plastics only

Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on LS1 111 and LS2 111
only.

Information on KUV-1000, KUV-2000, KUV-3000, KUV-4000, KUV-5000, KUV-6000
and KUV-9100 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu,
Yongin-Si, Gyunggi-Do

South Korea
www.kccworld.co.kr

Note: KUV-3000, KUV-4000, KUV-5000, KUV-6000, and KUV-9100 were tested on Sabic LS1-111 and LS2-111
clear only.
Note: KUV-1000, and KUV-2000 is suitable for over 6.4 mm LS2-111 clear lenses only.

MITSUBISH| Acryking F-328, Acryking K-101, Acryking PH-328, Acryking PH-350, Acryking PH-503,

CHEMICAL Acryking PH-511 or Acryking PH-700, Acryking PH-710, Acryking PH-720, Acryking PH-

GROUP 800, Acryking PH-800N5A and Acryking PH-930 coatings may be obtained by writing to
the following address:

Mitsubishi Chemical Corporation
1-8 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-350 was tested on LS2 with clear lenses only

Note: Acryking PH-710 and Acryking PH-720 was tested on LS1 and LS2 with clear lenses only

Note: Acryking PH-511, Acryking PH-700, Acryking PH-800 and Acryking PH-800N5A was tested on LS1-111 and
LS2-111

Note: LS1-111J was tested with Acryking PH-710, Acryking PH-720, and Acryking PH-800 only.

Note: Acryking PH-930 was tested on Clear LS1 111 and LS2 111 only
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Information on LHP100/LHC100, LHP100/AS4000, SHP300/SHC3000,

MOMENT'\E" SHP300/AS4000, SHP401/AS4000, SHP401/SHC4002, SHP470 with

AS4700 topcoat, SHC6000, PHC200, PHC587, PHCS587B, PHC587C,
PHC587C2, UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,
UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50,

UVHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2 hard coats may be obtained by
writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: UVHC5000 tested on LS1 and LS2 clear only

(“."' N PA Information on NIPPE UVI Coat UT-1678 coating may be obtained by writing

NIPPON PAINT AUTOMOTIVE COATINGS

to the following address:

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on Lexan LS1-111 and LS2-111.

& NOF

Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on SABIC LS1 111 Clear in thicknesses 1.6 and 6.4 mm only

(Coating information continued on the next page)
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Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,

REDOSPOT UvT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7,
® UVvT610V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,

UVvVT820V6, UVT820V7 and UVT820V8 coating may be obtained by writing to

PAINT & VARNISH COMPANY, INC. .
the following address:

Red Spot Paint & Varnish Co., Inc.

P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7, UVT610V8,
UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were tested
on clear LS1, and LS2

-
Shlr E tsu Information of X-48-5500-A18 hard coat may be obtained by writing to the
lf" following address:

Shin-Etsu Chemical Co., Ltd.
4-1, Marunouchi 1-Chome
Chiyoda-ku, Tokyo 100-0005,
Japan

www.shinetsu.co.jp

Note: X-48-5500-A18 was tested on SABIC LS1 clear only.

Information on SH-2, SH-41, SH-50, SH-51 and SH-61 hard coats may be obtained by writing to the following
address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro,
ANI_E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 tested on Sabic LS2 clear only.
Note: Stanley SH-61 was tested on Sabic LS2-111S clear only
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SABIC® PC ALS01 Polycarbonate GCOAT White Q
_‘Ll LLLI SABIC® PC ALS02 GC9AT111H White Q

(coated only)

Saudi Kayan Petrochemical Co.

www.sabic.com
Coated Saudi Kayan Petrochemical Co. plastics were only tested with the following coatings applied to the molded
lens.

Coating in Alphabetical Order and Corresponding Manufacturer

UVHC3000, UVYHC3000CC, UVHC3000LS, UVHC3000K, UVYHC3000K1, UVHC3000K-Z, UVYHC3000K1-40,
UVHC3000K1-50, UVYHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See
Momentive Performance Materials Inc.

UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

Coating Manufacturer in Alphabetical Order

Information on UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K,

- UVHC3000K1, UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50,

MOMENTI\ E_ UVHC3000KZ60, UVHC5000, UVHC5000K, and UVHC5000K1,
' ' UVHC5000K2 hard coats may be obtained by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.

Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: UVHC3000, UVYHC3000K, UVHC5000 and UVHC5000K tested on clear SABIC® PC ALS01 and
SABIC® PC ALS02

Information on UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,
RED SPOT UVT820V6, UVT820V7 and UVT820V8 coating may be obtained by writing to
® the following address:

PAINT & VARNISH COMPANY, INC.

Red Spot Paint & Varnish Co., Inc.

P.O. Box 418
Evansville, IN 47703-0418
www.redspot.com

Note: UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 were
tested on clear SABIC® PC ALS01 and SABIC® PC ALS02
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f | SABIC® PMMA 20HR Polymethyl Methacrylate 00900 Clear
- SABIC® PMMA 23SP (PMMA)

Saudi Methacrylates Company (SAMAC)

www.sabic.com
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Samyang TRIREX 3022L1 Polycarbonate 100 Clear $#
Corporation TRIREX 3022L2 R112 Red $

TRIREX 3022L3 R212 Red $
www.samyang.com (coated or uncoated) R312 Red $
A115 Yellow $
A212 Yellow $
A307 Yellow $
A412 Yellow $

Coated Sam Yang Corporation plastics are only acceptable with the coatings listed below when properly applied to
the molded lens.

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101, or Acryking PH-503 hard coats: See Mitsubishi Chemical Corporation
KUV-3000, KUV-4000, KUV-5000, KUV-9000: See KCC Corporation.

LHP100/LHC100, LHP100/AS4000: See Momentive Performance Materials Inc. SHP401/AS4000,
SHP401/SHC4002 hard coats: See Momentive Performance Materials Inc. UYHC3000, UVHC3000K, UVHCS5000
and UVHC5000K: See Momentive Performance Materials Inc.

Note: UVHC3000 and UVHC3000K series coatings were tested on TRIREX 3022L1 all had less than 7% haze
and are designated by the # mark

UVT200, UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVTBE10V5, UVT610V6, UVT610V7 and UVT610V8
coating: See Red Spot

UVvT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8.: See Red
Spot.

Note: UVT610V and UVT820V series coatings all had less than 7% haze and are designated by the # mark.

Coating Manufacturer in Alphabetical Order
Information on KUV-3000, KUV-4000, KUV-5000, KUV-9100 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu
Yongin-Si, Gyunggi-Do South Korea
www.kceworld.co.kr

Note: KUV-3000, KUV-4000, KUV-5000 and KUV-9100 were tested on clear Trirex3022L1 only

(Coating information continued on the next page)
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Information on LHP100/LHC100, LHP100/AS4000, SHP401/AS4000,

MOMENTI\ E SHP401/SHC4002, UVHC3000, UVHC3000K, UVHC5000 and UVHC5000K
| hard coats may be obtained by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance
Materials Inc. Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: UVHC3000, UVHC3000K, UVHC5000 and UVHC5000K tested on Trirex 3022L1 only.

MITSUBISHI Information on Mitsubishi Chemical Cor_poration Aqryking F-328, A_cryking K-101 and
CHEMICAL Acryking PH-503 coatings may be obtained by writing to the following address:
GROUP Mitsubishi Chemical Corporation

1-1 Marunouchi 1-Chome

Chiyoda-Ku Tokyo 100-8251

Japan

www.m-chemical.co.jp

RED SPOT Information on UVT200 and UVT610V1, UVT610V2, UVT610V3, UVT610V4,
L UVvVT610V5, UVT610V6, UVT610V7, UVT610V8 UVT820V1, UVT820V2,
UvT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820VS.
PAINT & VARNISH COMPANY, INC.  coatings may be obtained by writing to the following address:

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Note: UVT610V and UVT820V series coatings all had less than 7% haze and are designated by the # mark.
Note: UVT610V and UVT820V series coatings were tested on Trirex 3022L1 clear only.

Samyang TRIREX UT3015L Inner Lens 100 Clear $#
Corporation TRIREX UT3017L Polycarbonate

TRIREX UT3017LC

TRIREX UT3022L

www.samyang.com (coated or uncoated)

Note: Samyang inner lens materials were tested behind coated 2.3 mm and 3.2 mm thick Samyang TRIREX
3022L1 and TRIREX 3022L3 only

Note: Samyang inner lens materials were tested in 2.3 mm and 6.4 mm only.

Note: Samyang UT3015L in 2.3 mm thickness when used behind a 2.3 mm TRIREX 3022L1 are not listed
for use as a reflex reflector or in front of a reflex reflector.

Note: Samyang UT3022L in 6.4 mm thickness when used behind a 3.2 mm TRIREX 3022L1 are not listed
for use as a reflex reflector or in front of a reflex reflector.
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Sumitomo SUMIPEX® HT Polymethyl R004 Clear
Chemical SUMIPEX® MG Methacrylate R0O06 Clear
Co., Ltd. SUMIPEX® MH 011 Clear
SUMIPEX® MHF 012 Clear
www.sumitomo-chem.co.jp SUMIPEX® MHG 014 Clear
SUMIPEX® MH-EXTRA 020 Cleal
SUMIPEX® MM 022 Cleal
SUMIPEX® ME 0151 Cleal
SUMIPEX® TR 0152 Cleal
SUMIPEX® MH5 0153 Cleal
SUMIPEX® EPE 0154 Cleal
SUMIPEX® EPM 0155 Cleal
SUMIPEX® K203 0161 Cleal
SUMIPEX® K610 0162 Cleal
SUMIPEX® EP 0163 Cleal
SUMIPEX® HTaaabS 0164 Cleal
SUMIPEX®Meguri® MH 0165 Cleai
0195 Cleai
0999 Cleal
418(RR) Red
4052 Red
Note: SUMIPEX® K202 is now known as SUMIPEX® EPM 4092 Red
Note: SUMIPEX®MHR is now known as SUMIPEX® MH-EXTRA 4152 Red
Note: SUMIPEX® MT is now known as SUMIPEX® ME 4162 Red
Note: SUMIPEX® K206 is now known as SUMIPEX® EP 4172 Red
Note: For SUMIPEX® HTaaabsS, the following numbers are inserted 4182 Red
aaa: 001-999/b:0-9 or hidden, S=Q~W 4184 Red
Note: SUMIPEX® HTaaabS is only listed for lenses with thickness 4312 Red
of 1.6 mm to 3.2 mm 4312-1 Red
Note: SUMIPEX® HTaaabS is only listed in clear 4314 Red
Note: Color 4998 in thickness over 3.2mm is not for use in front a reflex 4322 Red
reflector or as a reflex reflector 4332 Red
Note: Color 0999 is only listed in thickness 6.4 mm and above 4334 Red
Note: Color 4406 is only listed in thickness 6.4 mm and above 4401 Red
4402 Red
4403 Red
4404 Red
4406 Red
4901 Red
4902 Red
4903 Red
4904 Red
4906 Red
4911 Red
4912 Red
4913 Red
4915 Red
4998 Red
4999 Red
3101 Yellow
3111 Yellow
3121 Yellow
3131 Yellow
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Sumitomo SUMIPEX® HT Polymethyl
Chemical SUMIPEX® MG Methacrylate
Co., Ltd. SUMIPEX® MH

www.sumitomo-chem.co.jp

SUMIPEX® MHF
SUMIPEX® MHG
SUMIPEX® MH-EXTRA
SUMIPEX® MM
SUMIPEX® ME
SUMIPEX® TR
SUMIPEX® MH5
SUMIPEX® EPE
SUMIPEX® EPM
SUMIPEX® K203
SUMIPEX® K610
SUMIPEX® EP
SUMIPEX® HTaaab$S
SUMIPEX® Meguri® MH

Note: SUMIPEX® K202 is now known as SUMIPEX® EPM

Note: SUMIPEX® MHR is now known as SUMIPEX® MH-EXTRA

Note: SUMIPEX® MT is now known as SUMIPEX® ME

Note: SUMIPEX® K206 is now known as SUMIPEX® EP

Note: For SUMIPEX® HTaaabsS, the following numbers are inserted
aaa: 001-999/b:0-9 or hidden, S=Q~W

Note: SUMIPEX® HTaaabs$ is only listed for lenses with thickness of

1.6 mm-3.2 mm

Note: SUMIPEX® HTaaabs$ is only listed in clear
Note: Color 4998 in thickness over 3.2mm is not for use in front a reflex
reflector or as a reflex reflector
Note: Color 0999 is only available in thickness 6.4 mm and above
Note: Color 4406 is only listed in thickness 6.4 mm and above

NUMBER  COLOR

3231 Yellow
3232 Yellow
3311 Yellow
3321 Yellow
3331 Yellow
3421 Yellow
3901 Yellow
3902 Yellow
3904 Yellow
3906 Yellow
3910 Yellow
3911 Yellow
3914 Yellow
3916 Yellow
3917 Yellow
3918 Yellow
3925 Yellow
9001 Gray
9002 Gray
9003 Gray
9004 Gray
9005 Gray
9007 Gray
9175 Gray
9176 Gray
9177 Gray
9178 Gray
9179 Gray
9180 Gray
9181 Gray
9182 Gray
9183 Gray
9184 Gray
9185 Gray
9186 Gray
9187 Gray
9188 Gray
9189 Gray
9191 Gray
9260 Brown
9261 Brown
9262 Brown
9263 Brown
9265 Brown
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Sumitomo Chemical SUMIPEX® HT Polymethyl R004 Clear
Asia PTE Ltd. SUMIPEX® MG Methacrylate RO06 Clear

SUMIPEX® MH 011 Clear
SUMIPEX® MHF 012 Clear
SUMIPEX® MHG 014 Clear
http://sumitomo-chem.com.sqg SUMIPEX® MH-EXTRA 020 Clear
SUMIPEX® MM 022 Clear
SUMIPEX® ME 0151 Clear
SUMIPEX® TR 0152 Clear
SUMIPEX® MH5 0153 Clear
SUMIPEX® EPE 0154 Clear
SUMIPEX® EPM 0155 Clear
SUMIPEX® K203 0161 Clear
SUMIPEX® K610 0162 Clear
SUMIPEX® EP 0163 Clear
SUMIPEX® HTaaab$S 0164 Clear
SUMIPEX® Meguri® MH 0165 Clear
0195 Clear
0999 Clear
418(RR) Red
4052 Red
Note: SUMIPEX® K202 is now known as SUMIPEX® EPM 4092 Red
Note: SUMIPEX® MHR is now known as SUMIPEX® MH-EXTRA 4152 Red
Note: SUMIPEX® MT is now known as SUMIPEX® ME 4162 Red
Note: SUMIPEX® K206 is now known as SUMIPEX® EP 4172 Red
Note: For SUMIPEX® HTaaab$S, the following numbers are inserted 4182 Red
aaa: 001-999/b:0-9 or hidden, S=Q~W 4184 Red
Note: SUMIPEX® HTaaabS$ is only listed for lenses with thickness of 4312 Red
1.6 mm-3.2 mm 4312-1 Red
Note: SUMIPEX® HTaaabS$ is only listed in clear 4314 Red
Note: Color 4998 in thickness over 3.2mm is not for use in front a reflex 4322 Red
reflector or as a reflex reflector 4332 Red
Note: Color 0999 is only listed in thickness 6.4 mm and above 4334 Red
Note: Color 4406 is only listed in thickness 6.4 mm and above 4401 Red
4402 Red
4403 Red
4404 Red
4406 Red
4901 Red
4902 Red
4903 Red
4904 Red
4906 Red
4911 Red
4912 Red
4913 Red
4915 Red
4998 Red
4999 Red
3101 Yellow
3111 Yellow
3121 Yellow
3131 Yellow
3231 Yellow
3232 Yellow
3311 Yellow
3321 Yellow
3331 Yellow
3421 Yellow
3901 Yellow
3902 Yellow
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Sumitomo SUMIPEX® HT Polymethyl 3904 Yellow
Chemical SUMIPEX® MG Methacrylate 3906 Yellow
Asia SUMIPEX® MH 3910 Yellow
PTE., Ltd. SUMIPEX® MHF 3911 Yellow

SUMIPEX® MHG 3914 Yellow
http://sumitomo-chem.com.sg SUMIPEX® MH-EXTRA 3916 Yellow
SUMIPEX® MM 3917 Yellow
SUMIPEX® ME 3918 Yellow
SUMIPEX® TR 3925 Yellow
SUMIPEX® MH5 9001 Gray
SUMIPEX® EPE 9002 Gray
SUMIPEX® EPM 9003 Gray
SUMIPEX® K203 9004 Gray
SUMIPEX® K610 9005 Gray
SUMIPEX® EP 9007 Gray
SUMIPEX® HTaaabS 9175 Gray
SUMIPEX® Meguri® MH 9176 Gray
9177 Gray
9178 Gray
9179 Gray
9180 Gray
9181 Gray
Note: SUMIPEX® K202 is now known as SUMIPEX® EPM 9182 Gray
Note: SUMIPEX® MHR is now known as SUMIPEX® MH-EXTRA 9183 Gray
Note: SUMIPEX® MT is now known as SUMIPEX® ME 9184 Gray
Note: SUMIPEX® K206 is now known as SUMIPEX® EP 9185 Gray
Note: For SUMIPEX® HTaaabsS, the following numbers are inserted 9186 Gray
aaa: 001-999/b:0-9 or hidden, S=Q~W 9187 Gray
Note: SUMIPEX® HTaaabs$ is only listed for lenses with thickness of 9188 Gray
1.6 mm-3.2 mm 9189 Gray
Note: SUMIPEX® HTaaabS$ is only listed in clear 9191 Gray
Note: Color 4998 in thickness over 3.2mm is not for use in front a reflex 9260 Brown
reflector or as a reflex reflector 9261 Brown
Note: Color 0999 is only available in thickness 6.4 mm and above 9262 Brown
Note: Color 4406 is only listed in thickness 6.4 mm and above 9263 Brown
9265 Brown
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Sumitomo Chemical SUMIPEX® HT Polymethyl R004 Clear
Europe S.A./N.V. SUMIPEX® MG Methacrylate R0O06 Clear

SUMIPEX® MH 011 Clear
www.sumitomo-chem.be SUMIPEX® MHF 012 Clear
SUMIPEX® MHG 014 Clear
SUMIPEX® MH-EXTRA 020 Clear
SUMIPEX® MM 022 Clear
SUMIPEX® ME 0151 Clear
SUMIPEX® TR 0152 Clear
SUMIPEX® MH5 0153 Clear
SUMIPEX® EPE 0154 Clear
SUMIPEX® EPM 0155 Clear
SUMIPEX® K203 0161 Clear
SUMIPEX® K610 0162 Clear
SUMIPEX® EP 0163 Clear
SUMIPEX® HTaaab$S 0164 Clear
SUMIPEX® Meguri® MH 0165 Clear
0195 Clear
0999 Clear
418(RR) Red
4052 Red
Note: SUMIPEX® K202 is now known as SUMIPEX® EPM 4092 Red
Note: SUMIPEX® MHR is now known as SUMIPEX® MH-EXTRA 4152 Red
Note: SUMIPEX® MT is now known as SUMIPEX® ME 4162 Red
Note: SUMIPEX® K206 is now known as SUMIPEX® EP 4172 Red
Note: For SUMIPEX® HTaaab$, the following numbers are inserted 4182 Red
aaa: 001-999/b:0-9 or hidden, S=Q~W 4184 Red
Note: SUMIPEX® HTaaabs is only listed for lenses with thickness of 4312 Red
1.6mm-3.2 mm 4312-1 Red
Note: SUMIPEX® HTaaabs$ is only listed in clear 4314 Red
Note: Color 4998 in thickness over 3.2mm is not for use in front a reflex 4322 Red
reflector or as a reflex reflector 4332 Red
Note: Color 0999 is only available in thickness 6.4 mm and above 4334 Red
Note: Color 4406 is only listed in thickness 6.4 mm and above 4401 Red
4402 Red
4403 Red
4404 Red
4406 Red
4901 Red
4902 Red
4903 Red
4904 Red
4906 Red
4911 Red
4912 Red
4913 Red
4915 Red
4998 Red
4999 Red
3101 Yellow
3111 Yellow
3121 Yellow
3131 Yellow
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Sumitomo Chemical SUMIPEX® HT Polymethyl 3231 Yellow
Europe S.A./N.V. SUMIPEX® MG Methacrylate 3232 Yellow

SUMIPEX® MH 3241 Yellow

www.sumitomo-chem.be SUMIPEX® MHF 3311 Yellow

SUMIPEX® MHG 3321 Yellow

SUMIPEX® MH-EXTRA 3331 Yellow

SUMIPEX® MM 3421 Yellow

SUMIPEX® ME 3901 Yellow

SUMIPEX® TR 3902 Yellow

SUMIPEX® MH5 3904 Yellow

SUMIPEX® EPE 3910 Yellow

SUMIPEX® EPM 3911 Yellow

SUMIPEX® K203 3914 Yellow

SUMIPEX® K610 3916 Yellow

SUMIPEX® EP 3917 Yellow

SUMIPEX® HTaaab$S 3918 Yellow

SUMIPEX® Meguri® MH 3925 Yellow
9001 Gray
9002 Gray
9003 Gray
9004 Gray
9005 Gray
9007 Gray
9175 Gray
Note: SUMIPEX® K202 is now known as SUMIPEX® EPM 9176 Gray
Note: SUMIPEX® MHR is now known as SUMIPEX® MH-EXTRA 9177 Gray
Note: SUMIPEX® MT is now known as SUMIPEX® ME 9178 Gray
Note: SUMIPEX® K206 is now known as SUMIPEX® EP 9179 Gray
Note: For SUMIPEX® HTaaab$S, the following numbers are inserted 9180 Gray
aaa: 001-999/b:0-9 or hidden, S=Q~W 9181 Gray
Note: SUMIPEX® HTaaabS is only listed for lenses with thickness 9182 Gray
of 1.6 mm-3.2 mm 9183 Gray
Note: SUMIPEX® HTaaabS$ is only listed in clear 9184 Gray
Note: Color 4998 in thickness over 3.2mm is not for use in front a reflex 9185 Gray
reflector or as a reflex reflector 9186 Gray
Note: Color 0999 is only available in thickness 6.4 mm and above 9187 Gray
Note: Color 4406 is only listed in thickness 6.4 mm and above 9188 Gray
9189 Gray
9191 Gray

9260 Brown

9261 Brown

9262 Brown

9263 Brown

9265 Brown
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Sumika SD POLYCA™ 303-10 Polycarbonate 30003 White $
Polycarbonate Ltd. SD POLYCA™ 303-30 30004 White $

(coated or uncoated) 160039 Red $
WWW.SCpPC.jp 150038 Yellow $

Formerly Sumika Stylon Polycarbonate Limited

Coated Sumika Polycarbonate Limited plastics are only acceptable with the coatings listed below when
properly applied to the molded lens.

Coating in Alphabetical Order and Corresponding Manufacturer

FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7, FUJIHARD HH3035U-3, and
FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura
Kasei Co., Ltd.

Coating Manufacturer in Alphabetical Order

Information on FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD
HH9986U-N7 and FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD
HH2551U-2, FUJIHARD HH2551U-3 coatings may be obtained by writing to the
following address:

FUJIKURA KASEIl rjikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo, 105-0011
Japan
www.fkkasei.co.jp
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Sumika SD POLYCA™ SD2133V  Polycarbonate AA059 White $
Polycarbonate Ltd. SD POLYCA™ SD2143V  Polycarbonate AA087 White $

(Coated only) -

WWW.SCPC.Jp

Formerly Sumika Stylon Polycarbonate Limited

Coated Sumika Polycarbonate Ltd. plastics are only acceptable with the coatings listed below when properly
applied to the molded lens.

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking PH-328 hard coats: See Mitsubishi Chemical Corporation
Coating Manufacturer in Alphabetical Order

MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking PH-328 coating may be
CHEMICAL obtained by writing to the following address:

GROUP

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp
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Sumika SD POLYCA™ TRO601A Inner Lens Clear!
Polycarbonate Ltd. SD POLYCA™ TR0601A4 Polycarbonate
(coated or uncoated)

WWW.SCPC.Jp

Formerly Sumika Stylon Polycarbonate Limited

Sumika Polycarbonate Limited inner lens plastics are only listed when tested behind clear coated Covestro AL2447
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W Suzhou Double SX-304 PMMA Clear
Elephant Optical

Ly | Material Co., Ltd.
wn & Chongging Double
Elephant Optical Material Co., Ltd.

Note: Suzhou Double Elephant Optical Material Co., Ltd. and Chongging Double Elephant Optical Material

Co., Ltd. Is listed from 1.6 to 2.3 mm only.

Manufacturer contact information:

Suzhou Double Elephant Optical Material Co., Ltd.

Add: No. 18, Donghai Road

Yangtze River International Chemical
Industrial Park,

Zhangjiagang, Jiangsu

P.R. China

TEL: +86-512-80152090
http://www.jiangsusx.com/en/szgxcl/

Chongging Double Elephant Optical Material Co., Ltd.
Add: Room 1-1, No.20 Qixin Avenue, Yanijia Street,

Changshou District, Chongqing,
P.R. China

Tel: 18013601067
http://www.jiangsusx.com/en/cqgxcl/
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Teijin Panlite L-1225V Polycarbonate 100-M Clear Q2
Limited (coated)

www.teijin.co.jp

Coated Teijin Limited Panlite L-1225V plastic is only acceptable with the coatings listed below when properly
applied to the molded lens.

Coating in Alphabetical Order and Corresponding Manufacturer
PH-328, PH-700, Acryking PH-720: See Mitsubishi Chemical Corporation

SH-50: See Stanley Electric Co., Ltd.
Coating Manufacturer in Alphabetical Order

MITSUBISHI| Information on Mitsubishi Chemical Corporation Acryking F-328, Acryking F-700 and
CHEMICAL Acryking PH-720 coating may be obtained by writing to the following address:

GROUP

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking F-328, Acryking F-700 and Acryking PH-720 were tested on clear L-1225Z only.

Information on Stanley Electric SH-50 coating may be obtained by writing to the following address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro
I ANI_E Meguro-Ku, Tokyo 153-8636
Japan

www.stanley.co.jp
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Teijin Panlite L-1225VE Polycarbonate 100-M Clear Q2
Limited (coated)

www.teijin.co.jp

Coated Teijin Limited Panlite L-1225VE plastic is only acceptable with the coatings listed below when properly
applied to the molded lens.

Coating in Alphabetical Order and Corresponding Manufacturer

SH-50: See Stanley Electric Co., Ltd.
Coating Manufacturer in Alphabetical Order

Information on Stanley Electric SH-50 coating may be obtained by writing to the following address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro
AN I_E Meguro-Ku, Tokyo 153-8636
Japan

www.stanley.co.jp

Teijin Panlite L-1225Z Polycarbonate 100 Clear #
Limited Panlite L-1225ZA 100-C Clear #
Panlite L-1225ZL 100-L Clear #
Panlite L-1225Z U (see Note below) 100-K Clear #
Panlite L-1250Z 100-M Clear #
(coated or uncoated) 110 Clear #
www.teijin.co.jp 1000 Clear #
1100 Clear #
Color numbers listed for Teijin Limited(other than the numbers for 1200 Clear #
above already having suffixes) can have suffixes represented by the 1300 Clear #
following alphabets: -L, —LM, -M, -K 1400 Clear #

200 Red #

206 Red #

210 Red #

216 Red #

220 Red #

226 Red #

230 Red #

236 Red #

240 Red #

246 Red #

250 Red #

260 Red #

270 Red #

280 Red #

290 Red #
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Teijin Panlite L-1225Z Polycarbonate 2000 Red #
Limited Panlite L-1225ZA 2100 Red #
Panlite L-1225ZU (See Note) 2200 Red #
Panlite L-1225ZL 2300 Red #
Panlite L-1250Z 2400 Red #
(coated or uncoated) 2500 Red #
www.teijin.co.jp 2600 Red #
2700 Red #
Color numbers listed for Teijin Limited(other than the numbers for 2800 Red #
the above already having suffixes) can have suffixes represented by 2900 Red #
following alphabets: -L, —-LM, -M, -K 300 Yellow #
310 Yellow #
320 Yellow #
330 Yellow #
340 Yellow #
350 Yellow #
360 Yellow #
370 Yellow #
380 Yellow #
390 Yellow #
400 Yellow #
410 Yellow #
420 Yellow #
430 Yellow #
440 Yellow #
3000 Yellow #
3100 Yellow #
3200 Yellow #
3300 Yellow #
3400 Yellow #
3500 Yellow #
3600 Yellow #
3700 Yellow #
3800 Yellow #
3900 Yellow #
7000 Gray #
7100 Gray #
7200 Gray #
7300 Gray #
7400 Gray #
7500 Gray #
7600 Gray #
7700 Gray #
7800 Gray #
7900 Gray #

Teijin Limited Panlite L-1225ZU must be coated to pass weathering.

Coated Teijin Limited Plastics are only acceptable with the coatings listed below when properly applied to the
molded lens.

(Coating information continued on the next page)
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Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328, Acryking K-101S, Acryking PH-328, Acryking PH-511, Acryking PH-700, Acryking PH-710,
Acryking PH-720, Acryking PH-750 Acryking PH-800, Acryking PH-800N5A and Acryking PH-930: See Mitsubishi
Chemical Corporation
CD-3M12 : See HIPRO Polymer Materials (Jiangsu) Co., Ltd.
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei, Co., Ltd.
FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See
Fujikura Kasei, Co., Ltd.

FUJIHARD HH2605, FUJIHARD HH2610, FUJIHARD HH3176: See Fujikura Kasei, Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

Fujikura NH: See Fujikura Kasei, Co., Ltd.

KUV-5000, KUV-6000: See KCC Corporation.

MODIHARD 200S: See NOF Corporation

PHOLUCID No.150C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.

SH-41, SH-50, SH-51 and SH-61: See Stanley Electric

SM710, SM115 hard coat: See Teijin Limited

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1, UVYHC3000K-Z, UVYHC3000K1-40, UVYHC3000K1-
50, and UVHC3000KZ60: Momentive Performance Materials Inc.

UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See Momentive Performance Materials.
UVHC8100: Momentive Performance Materials Inc.

(Coating information continued on the next page)
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UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVTBE10V5,
UVvT610V6, UVT610V7, UVTE10V8, UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6,
UVT820V7 and UVT820V8.: See Red Spot.

Coating Manufacturer in Alphabetical Order

/ / Information on PHOLUCID No.150C and PHOLUCID No.180C coatings
CMD EH"““““ may be obtained by writing:

Chugoku Marine Paints, Ltd.

Tokyo Club Building,

2-6, Kasumigaseki 3-Chome

Chiyoda-Ku, Tokyo, 100-0013

Japan

Telephone: 81-3-3506-3971

Facsimile: +81-3-5511-8542 www.cmp.co.jp

Note: PHOLUCID No.150C was tested on Panlite L-1225Z 100K clear only.
Note: PHOLUCID No.180C was tested on Panlite L-1225ZA and Panlite L-1225Z 100K clear only.

FUJIKURA KASEI

Information on FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD
HH2540U-2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-
2, FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD HH2561U-7,
FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD HH2566U, FUJIHARD
HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3, FUJIHARD
HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-
3, FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2,

FUJIHARD HH2605, FUJIHARD HH2610, FUJIHARD HH3176, FUJIHARD HH3372U, FUJIHARD HH3401U,
FUJIHARD HH3482U, FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and Fujikura
NH coatings may be obtained by writing to the following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJIHARD coatings were tested on Panlite L-1225Z only

Note: FUJIHARD HH3401U coatings was tested on Panlite L-1225Z 100 only
Note: Panlite L-1225ZU is only available on Fujikura NH coatings

(Coating information continued on the next page)

- 180 -

AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



TRADE NAME AND
MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR

l ' ; . ) | . ) | l I Information on HIPRO Polymer Materials (Jiangsu) CD-3M12 may be
@

obtained by writing to the following address:

HIPRO Polymer Materials (Jiangsu) Co., Ltd.
North Industrial Park Wuxi, Jiangsu

P.R. China

Tel.: +86-510-87855326

Website: www.hiprocoating.com

Note: HIPRO CD-3M12 is NOT suitable for use with or in front of a reflex reflector
Note: HIPRO CD-3M12 was only tested on Teijin L-1225Z 100K Clear.

Information on KUV-5000 and KUV-6000 coatings may be obtained by writing:

KCC Corporation

83 Mabook-Dong, Giheung-Gu,
Yongin-Si, Gyunggi-Do

South Korea
www.kccworld.co.kr

Note: KUV-5000 and KUV-6000 were tested on Panlite L-1225Z only
Note: Panlite L-1225ZU is not available with KCC Corporation coatings

MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking F-328, Acryking K-101S,
CHEMICAL Acryking PH-328, Acryking PH-511, Acryking PH-700, Acryking PH-710, Acryking PH-

720, Acryking PH-750 Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
GROUP coating may be obtained by writing to the following address:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking F-328, Acryking K-101S, Acryking PH-328, Acryking PH-511, Acryking PH-700, Acryking PH-
710, Acryking PH-720, Acryking PH-750, Acryking PH-800 and Acryking PH-800N5A were tested on clear L-

1225Z only.
Note: Panlite L-1225ZU is available with MRC-720 only above 3.2 mm
Note: Acryking PH-930 was tested on clear Panlite L-1225Z and Panlite L-1225ZA

(Coating information continued on the next page)
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Information on UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1,
o UVHC3000K-Z, UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60,
MOMENTI\ E UVHC5000, UVHC5000K, UVHC5000K1, UVHC5000K2, and UVHC8100

hard coats may be obtained by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance
Materials Inc. Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: Panlite L-1225ZU is not available with Momentive coatings
Note: UVHC5000 series were tested on L-1225Z clear only.
Note: UVHC8100 was tested on Panlite L-122527-100, I-1225-100K, L-1225Z-100M

8 NOF Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on Panlite L-1225V 100K Clear in thicknesses 1/11 to 1/4 inch only.

Information on Red Spot UVT200V1, UVT200V2, UVT200V3,

RED SPOT UVT200V5, UVT610V1, UVT610V2, UVTE10V3, UVT610V4,
o UVTB10V5, UVTB10V6, UVTB10V7, UVTE10V8 UVT820V1,

UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6,

UVT820V7 and UVT820V8. coatings may be obtained by writing to the
following address:

PAINT & VARNISH COMPANY, INC.

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Note: UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8
were tested L-1225Z, L-1225ZL and L-1250Z clear only.

(Coating information continued on the next page)
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Information on Stanley Electric SH-41, SH-50, SH-51 and SH-61 may be obtained by writing to the following
company:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro
IANI_E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 only tested on clear Panlite plastics.

Note: Stanley SH-61 only tested on clear Panlite L-1225Z 100-M.
Note: Panlite L-1225ZU is not to be used in front of a reflex reflector in lens thicknesses of 3.2mm

Information on SM710 coating or SM115 hard coat may be obtained by writing to the following address:

Teijin Limited

Plastics Sales Division

Kasumigaseki Common Gate West Tower
2-1, Kasumigaseki 3-Chome, Chiyoda-
Ku, Tokyo, 100-8585

Japan

www.teijin.co.jp
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Teijin Panlite L-1225V Polycarbonate 100-M Clear &
Polycarbonate (coated)

China Ltd.

www.teijin.co.jp

Coated Teijin Polycarbonate China Panlite L-1225V 100-M plastic is only acceptable with the coatings listed
below when properly applied to the molded lens.

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking PH-328, Acryking PH-700, Acryking PH-720 : See Mitsubishi Chemical Corporation

SH-50: See Stanley Electric Co., Ltd.

Coating Manufacturer in Alphabetical Order

MITSUBISH| Information on Mitsubishi Chemical Corporation Acryking F-328, Acryking PH-700 and
CHEMICAL Acryking PH-720 coating may be obtained by writing to the following address:

GROUP

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking F-328, Acryking PH-700 and Acryking PH-720 were tested on clear L-1225Z only.

Information on Stanley Electric SH-50 coating may be obtained by writing to the following address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro
ANI-E Meguro-Ku, Tokyo 153-8636
Japan

www.stanley.co.jp

Teijin Panlite L-1225Z Polycarbonate 100 Clear #
Polycarbonate Panlite L-1225ZA 100-C Clear #
China, Ltd. Panlite L-1225ZL 100-L Clear #
Panlite L-1250Z 100-K Clear #
www.teijin.co.jp (coated or uncoated) 100-M Clear #
110 Clear #
Color numbers listed for Teijin Polycarbonate China, Ltd. (other than 1000 Clear #
the numbers for above already having suffixes) can have suffixes 1100 Clear #
represented by the following alphabets: -L, —LM, -M, -K 1200 Clear #
1300 Clear #
1400 Clear #
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Teijin Panlite L-1225Z Polycarbonate 200 Red #
Polycarbonate Panlite L-1225ZA 206 Red #
China, Ltd. Panlite L-1225ZL 210 Red #
Panlite L-1250Z 216 Red #
(coated or uncoated) 220 Red #
www.teijin.co.jp 226 Red #
230 Red #
Color numbers listed for Teijin Polycarbonate China Ltd. (other than the numbers 236 Red #
for above already having suffixes) can have suffixes represented by the following 240 Red #
alphabets: -L, -LM, -M, -K 246 Red #
250 Red #
260 Red #
270 Red #
280 Red #
290 Red #
2000 Red #
2100 Red #
2200 Red #
2300 Red #
2400 Red #
2500 Red #
2600 Red #
2700 Red #
2800 Red #
2900 Red #
300 Yellow #
310 Yellow #
320 Yellow #
330 Yellow #
340 Yellow #
350 Yellow #
360 Yellow #
370 Yellow #
380 Yellow #
390 Yellow #
400 Yellow #
410 Yellow #
420 Yellow #
430 Yellow #
440 Yellow #
3000 Yellow #
3100 Yellow #
3200 Yellow #
3300 Yellow #
3400 Yellow #
3500 Yellow #
3600 Yellow #
3700 Yellow #
3800 Yellow #
3900 Yellow #
7000 Gray #
7100 Gray #
7200 Gray #
7300 Gray #
7400 Gray #
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Teijin Panlite L-1225Z Polycarbonate 7500 Gray #
Polycarbonate Panlite L-1225ZA 7600 Gray #
China, Ltd. Panlite L-1225ZL 7700 Gray #
Panlite L-1250Z 7800 Gray #
(coated or uncoated) 7900 Gray #
www.teijin.co.jp

Color numbers listed for Teijin Polycarbonate China Ltd. (other than the numbers
for above already having suffixes) can have suffixes represented by the following
alphabets: -L, -LM, -M, -K

Coated Teijin Polycarbonate China Ltd. plastics are only acceptable with the coatings listed below when
properly applied to the molded lens.

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328, Acryking K-101S, Acryking PH-328, Acryking PH-511, Acryking PH-700, Acryking PH-710,
Acryking PH-720, Acryking PH-750 Acryking PH-800, Acryking PH-800N5A and Acryking PH-930: See Mitsubishi
Chemical Corporation
CD-3M12 : See HIPRO Polymer Materials (Jiangsu) Co., Ltd.
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei, Co., Ltd.
FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See
Fujikura Kasei, Co., Ltd.

FUJIHARD HH2605, FUJIHARD HH2610, FUJIHARD HH3176: See Fujikura Kasei, Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei, Co., Ltd.
FUJIHARD HH3401U: See Fujikura Kasei, Co., Ltd.
FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.
MODIHARD 200S: See NOF Coatings
PHOLUCID No.150C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.
(Coating information continued on the next page)
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SH-41, SH-50, SH-51 and SH-61: See Stanley Electric

SM710, SM115 hard coat: See Teijin Limited

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60,
UVHC3000K1, UVHC3000K-Z: Momentive Performance Materials Inc.

UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See Momentive Performance Materials.

UVHC8100: Momentive Performance Materials Inc.

UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1, UVT610V2, UVT610V3, UVTE10V4, UVT610V5,
UvT610V6, UVT610V7, and UVT610V8: See Red Spot.

Coating Manufacturer in Alphabetical Order

// Information on PHOLUCID No.150C and PHOLUCID No.180C coatings may
CMD EHUGGH“ be obtained by writing:

Chugoku Marine Paints, Ltd.

Tokyo Club Building,
2-6, Kasumigaseki 3-Chome

Chiyoda-Ku, Tokyo, 100-0013

Japan
Telephone: 81-3-3506-3971

Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No.150C was tested on Panlite L-1225Z 100K clear only.
Note: PHOLUCID No.180C was tested on Panlite L-1225ZA and Panlite L-1225Z 100K clear only.

FUJIKURA KASEI

Information on FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-
2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD
HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-
8, FUJIHARD HH2561U-9, FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD
HH2566U-2, FUJIHARD HH2566U-3, FUJIHARD HH2567U, FUJIHARD HH2567U-1,
FUJIHARD HH2567U-2, FUJIHARD HH2567U-3, FUJIHARD HH2570U, FUJIHARD
HH2570U-1, FUJIHARD HH2570U-2, FUJIHARD HH2605, FUJIHARD HH2610,

FUJIHARD HH3176, FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U, FUJIHARD HH9986U-
N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and Fujikura NH coatings may be obtained by writing to the

following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan www.fkkasei.co.jp

Note: FUJIHARD coatings were tested on Panlite L-1225Z only
Note: FUJIHARD HH3401U coatings was tested on Panlite L-1225Z 100 only

Note: Panlite L-1225ZU is only available on Fujikura NH coatings
(Coating information continued on the next page)
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e Information on HIPRO Polymer Materials (Jiangsu) CD-3M12 may be
l ® obtained by writing to the following address:

HIPRO Polymer Materials (Jiangsu) Co., Ltd.

North Industrial Park Wuxi, Jiangsu

P.R. China

Tel.: +86-510-87855326
Website: www.hiprocoating.com

Note: HIPRO CD-3M12 is NOT suitable for use with or in front of a reflex reflector
Note: HIPRO CD-3M12 was only tested on Teijin L-1225Z 100K Clear.

MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking F-328, Acryking K-101S,

CHEMICAL Acryking PH-328, Acryking PH-511, Acryking PH-700, Acryking PH-710, Acryking PH-

GROUP 720, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A and Acryking PH-930
coatings may be obtained by writing to the following address:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking F-328, Acryking K-101S, Acryking PH-328, Acryking PH-511, Acryking PH-710, Acryking PH-
720, Acryking PH-750 and Acryking PH-800 and Acryking PH-800N5A were tested on clear L-1225Z only.
Note: Acryking PH-930 was tested on clear Panlite L-1225Z and Panlite L-1225ZA

Information on Information on UVHC3000, UVYHC3000CC, UVHC3000LS,

=" UVHC3000K1-40, UVHC3000K1-50, UVHC3000Kz60, UVHC3000K1,
MOMENTI\ E . UVHC3000K-Z, UVHC5000, UVYHC5000K, UVYHC5000K1, UVHC5000K2 and
o ' UVHC8100 hard coat may be obtained by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: Panlite L-1225ZU is not available with Momentive coatings
Note: UVHC5000 series were tested on L-1225Z clear only.
Note: UVHC8100 was tested on Panlite L-1225Z7-100, I-1225-100K, L-1225Z-100M

(Coating information continued on the next page)
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& NOF

Information on MODIHARD 200S coatings may be obtained by writing to the following

address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on Panlite L-1225V 100K Clear in thicknesses 1/11 to 1/4 Inch.

Information on Red Spot UVT200V1, UVT200V2, UVT200V3, UVT200V5,

RED SPOT UVTB10V1, UVTE10V2, UVT610V3, UVT610V4, UVTE10V5, UVTE10VE,
® UVT610V7, and UVT610V8 coatings may be obtained by writing to the

following address:
PAINT & VARNISH COMPANY, INC.

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Information on Stanley Electric SH-41, SH-50, SH-51 and SH-61 coating may be obtained by writing to the

following address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro
Meguro-Ku, Tokyo 153-8636
Japan

www.stanley.co.jp

Note: Stanley SH-51 only tested on clear Panlite plastics.
Note: Stanley SH-61 only tested on clear Panlite L-1225Z 100-M.

Information on SM710 coating or SM115 hard coat may be obtained by writing to the following address:

Teijin Limited

Plastics Sales Division

Kasumigaseki Common Gate West Tower
2-1, Kasumigaseki 3-Chome,

Chiyoda-Ku, Tokyo, 100-8585

Japan

www.teijin.co.jp
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Teijin Panlite L-1225V Polycarbonate 100-M Clear #
Polycarbonate (coated)

Singapore PTE Ltd.

www.teijin.co.jp
Coated Teijin Polycarbonate Singapore PTE Panlite L-1225V 100-M plastic is only acceptable with the coatings
listed below when properly applied to the molded lens.

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking PH-328, Acryking PH-700 and Acryking PH-720: See Mitsubishi Chemical Corporation

SH-50: See Stanley Electric
Coating Manufacturer in Alphabetical Order

MITSUBISHI Information on Mitsubishi Chemical Corporation Acryking F-328, Acryking PH-700 and
CHEMICAL Acryking PH-720 coating may be obtained by writing to the following address:

GROUP Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan
www.m-chemical.co.jp

Note: Acryking F-328, and Acryking PH-720 were tested on clear L-1225Z only.

Information on Stanley Electric SH-50 coating may be obtained by writing to the following address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro
ANI_E Meguro-Ku, Tokyo 153-8636
Japan

www.stanley.co.jp

Teijin Panlite L-1225Z Polycarbonate 100 Clear #
Polycarbonate Panlite L-1225ZA 100-C Clear #
Singapore Panlite L-1225ZL 100-L Clear #
PTE Ltd. Panlite L-1250Z 100-K Clear #
(coated or uncoated) 100-M Clear #
www.teijin.co.jp 110 Clear #
1000 Clear #
Color numbers listed for Teijin Polycarbonate Singapore PTE Ltd. 1100 Clear #
(other than the numbers for above already having suffixes) 1200 Clear #
can have suffixes represented by the following alphabets: -L, -LM, -M, -K 1300 Clear #
1400 Clear #

200 Red #

206 Red #
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Teijin Panlite L-1225Z Polycarbonate 210 Red #
Polycarbonate Panlite L-1225ZA 216 Red #
Singapore Panlite L-1225ZL 220 Red #
PTE Ltd. Panlite L-1250Z 226 Red #

(coated or uncoated) 230 Red#
www.teijin.co.jp 236 Red #
240 Red #
Color numbers listed for Teijin Polycarbonate Singapore PTE Ltd. 246 Red #
(other than the numbers for above already having suffixes) can 250 Red #
have suffixes represented by the following alphabets: -L, -LM, -M, -K 260 Red #
270 Red #
280 Red #
290 Red #
2000 Red #
2100 Red #
2200 Red #
2300 Red #
2400 Red #
2500 Red #
2600 Red #
2700 Red #
2800 Red #
2900 Red #
300 Yellow #
310 Yellow #
320 Yellow #
330 Yellow #
340 Yellow #
350 Yellow #
360 Yellow #
370 Yellow #
380 Yellow #
390 Yellow #
400 Yellow #
410 Yellow #
420 Yellow #
430 Yellow #
440 Yellow #
3000 Yellow #
3100 Yellow #
3200 Yellow #
3300 Yellow #
3400 Yellow #
3500 Yellow #
3600 Yellow #
3700 Yellow #
3800 Yellow #
3900 Yellow #
7000 Gray #
7100 Gray #
7200 Gray #
7300 Gray #
7400 Gray #
7500 Gray #
7600 Gray #
7700 Gray #
7800 Gray #
(Coating information contained on the next page) 7900 Gray #
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Coated Teijin Polycarbonate Singapore PTE Ltd. are only acceptable when treated with the following coatings
applied to the molded lens:

Coating in Alphabetical Order and Corresponding Manufacturer
Acryking F-328, Acryking K-101S, Acryking PH-328, Acryking PH-511, Acryking PH-710, Acryking PH-700,
Acryking PH-720, Acryking PH-750 Acryking PH-800, Acryking PH-800N5A and Acryking PH-930 : See Mitsubishi
Chemical Corporation
CD-3M12 : See HIPRO Polymer Materials (Jiangsu) Co., Ltd.
FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2551U-3: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD HH2566U-2, FUJIHARD HH2566U-3: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2567U, FUJIHARD HH2567U-1, FUJIHARD HH2567U-2, FUJIHARD HH2567U-3: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei, Co., Ltd.
FUJIHARD HH9986U-N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei, Co., Ltd.

FUJIHARD HH2605, FUJIHARD HH2610, FUJIHARD HH3176: See Fujikura Kasei, Co., Ltd.
FUJIHARD HH3372U: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH3401U: See Fujikura Kasei, Co., Ltd.

FUJIHARD HH3482U: See Fujikura Kasei Co., Ltd.

MODIHARD 200S: NOF Corporation

PHOLUCID No.150C and PHOLUCID No.180C: See Chugoku Marine Paints, Ltd.

SH-41, SH-50, SH-51 and SH-61: See Stanley Electric

SM710, SM115 hard coat: See Teijin Limited

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1-40, UVHC3000K1-50, UVHC3000KZ60,
UVHC3000K1, UVHC3000K-Z: See Momentive Performance Materials Inc.

UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See Momentive Performance Materials.
UVHC8100: See Momentive Performance Materials Inc.
(Coating information continued on the next page)
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UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1, UVTE10V2, UVT610V3, UVT610V4, UVT6E10V5,
UVvVT610V6, UVT610V7, and UVT610V8: See Red Spot.

Coating Manufacturer in Alphabetical Order

/ / Information on PHOLUCID No.150C and PHOLUCID No.180C coatings may
CMD EHUGUH“ be obtained by writing:

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: +81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No.150C was tested on Panlite L-1225Z 100K clear only.
Note: PHOLUCID No.180C was tested on Panlite L-1225ZA and Panlite L-1225Z 100K clear only.

Information on FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-

2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD

HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-

8, FUJIHARD HH2561U-9, FUJIHARD HH2566U, FUJIHARD HH2566U-1, FUJIHARD

HH2566U-2, FUJIHARD HH2566U-3, FUJIHARD HH2567U, FUJIHARD HH2567U-1,

FUJIKURA KASElI FUJIHARD HH2567U-2, FUJIHARD HH2567U-3, FUJIHARD HH2570U, FUJIHARD

HH2570U-1, FUJIHARD HH2570U-2, FUJIHARD HH2605, FUJIHARD HH2610,

FUJIHARD HH3176, FUJIHARD HH3372U, FUJIHARD HH3401U, FUJIHARD HH3482U, FUJIHARD HH9986U-

N3, FUJIHARD HH9986U-N5, FUJIHARD HH9986U-N7 and Fujikura NH coatings may be obtained by writing to the
following address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJIHARD coatings were tested on Panlite L-1225Z only.

e Information on HIPRO Polymer Materials (Jiangsu) CD-3M12 may be
' o obtained by writing to the following address:

HIPRO Polymer Materials (Jiangsu) Co., Ltd.

North Industrial Park Wuxi, Jiangsu

P.R. China

Tel.: +86-510-87855326
Website: www.hiprocoating.com

Note: HIPRO CD-3M12 is NOT suitable for use with or in front of a reflex reflector

Note: HIPRO CD-3M12 was only tested on Teijin L-1225Z 100K Clear.
(Coating information continued on the next page)

-193 -
AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



TRADE NAME AND
MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR

MITSUBISHI
CHEMICAL
GROUP

Information on Mitsubishi Chemical Corporation Acryking F-328, Acryking K-101S,
Acryking PH-328, Acryking PH-511, Acryking PH-700, Acryking PH-710, Acryking PH-
720, Acryking PH-750, Acryking PH-800 and Acryking PH-800N5A coating may be
obtained by writing to the following address:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking F-328, Acryking K-101S, Acryking PH-328, Acryking PH-511, Acryking PH-700, Acryking PH-
710, Acryking PH-720, Acryking PH-750 Acryking PH-800 and Acryking PH-800N5A were tested on clear L-1225Z

only.

Note: Acryking PH-930 was tested on clear Panlite L-1225Z and Panlite L-1225ZA

Information on UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K1-

MOMENTIVE" 40, UVHC3000K 1-50, UVHC3000KZ60, UVHC3000K1, UVHC3000K-Z,

UVHC5000, UVHC5000K, UVHC5000K1, UVHC5000K2, and UVT8100 hard
coat may be obtained by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: Panlite L-1225ZU is not available with Momentive coatings

Note: UVHC5000 series

were tested on L-1225Z clear only.

Note: UVHC8100 was tested on Panlite L-1225Z-100, 1-1225-100K, L-1225Z-100M

& NOF

Information on MODIHARD 200S coatings may be obtained by writing to the following
address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on Panlite L-1225V 100K Clear in thicknesses 1/11 to 1/4 Inch only.

(Coating information continued on the next page)
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Information on Red Spot UVT200V1, UVT200V2, UVT200V3,
REDO SPOT UVvT200V5, UVT610V1, UVT610V2, UVT610V3, UVT610V4,
i UVT610V5, UVT610V6, UVT610V7, and UVT610V8 coatings may be
PAINT & VARNISH COMPANY, INC. obtained by writing to the following address:

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Information on Stanley Electric SH-41, SH-50 and SH-51 coating may be obtained by writing to the following
address:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro
ANI_E Meguro-Ku, Tokyo 153-8636
Japan

www.stanley.co.jp

Note: Stanley SH-51 only tested on clear Panlite plastics.
Note: Stanley SH-61 only tested on clear Panlite L-1225Z 100-M.

Information on SM710 coating or SM115 hard coat may be obtained by writing to the following address:

Teijin Limited

Plastics Sales Division

Kasumigaseki Common Gate West Tower
2-1, Kasumigaseki 3-Chome,

Chiyoda-Ku, Tokyo, 100-8585

Japan

www.teijin.co.jp
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Thai Polycarbonate IUPILON ML-100 Polycarbonate 001 Clear #
Co., Ltd. IUPILON ML-200 0001 Clear #
IUPILON ML-300 R591A Clear #
www.tpce-tpac.com IUPILON ML-300AH R530B Clear #!
IUPILON ML-350 R591C Clear #
IUPILON ML-400 R591B Clear #
IUPILON ML-100R R591S Clear #
IUPILON ML-200R 101 Red #
IUPILON ML-300R 102 Red #
IUPILON ML-350R 103 Red #
IUPILON ML-400R 104 Red #
IUPILON HL-3003 R138J Red #
IUPILON HL-3503 1001 Red #
(coated or uncoated) 1002 Red #
301 Yellow #
300 Yellow #
Note: ML-300/R1GYH, ML-300/R1BWH, ML-400/R148A, ML-300/R1GYH Red!
ML-300/R265E, ML-400R/R206F, HL-3003/N414, ML-300/R1BWH Red!
HL-3003/N418, HL-3003/N424, HL-3003/N428 ML-400/R148A Red!
HL-3503/N414, HL-3503/N418 HL-3503/N424, and ML-300/R265E Yellow!
HL-3503/N428 are for protected applications only ML-400R/R206F Yellow!
HL-3003/N414 Clear!
HL-3003/N418 Clear!
Note: All Mitsubishi Engineering protected application materials  HL-3003/N424 Clear!
were tested behind clear coated ML-300 or ML-350 HL-3003/N428 Clear!
HL-3503/N414 Clear!
HL-3503/N418 Clear!
HL-3503/N424 Clear!
HL-3503/N428 Clear!

Coated Thai Polycarbonate Co., Ltd. lupilon plastics may only be treated with the following coatings listed below.

Coating in Alphabetical Order and Corresponding Manufacturer

Acryking F-328, Acryking K-101-S, Acryking PH-220, Acryking PH-328, Acryking PH-503, Acryking PH-700,
Acryking PH-710 Acryking PH-720, Acryking PH-750, Acryking PH-800, Acryking PH-800N5A and Acryking PH-
930: See Mitsubishi Chemical Corporation

FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-2: See Fujikura Kasei

FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2, FUJIHARD HH2561U-3: See Fujikura
Kasei

FUJIHARD HH2561U-6, FUJIHARD HH2561U-7, FUJIHARD HH2561U-8, FUJIHARD HH2561U-9: See Fujikura
Kasei

(Coating information continued on the next page)
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FUJIHARD HH2570U, FUJIHARD HH2570U-1, FUJIHARD HH2570U-2: See Fujikura Kasei
FUJIHARD HH3372U: See Fujikura Kasei

FUJIHARD HH3401U: See Fujikura Kasei

FUJIHARD HH3482U: See Fujikura Kasei

IUPILON Coat UV: See Mitsubishi Engineering Plastics Corp.

MODIHARD 200S: See NOF Corporation

NIPPE UVI Coat UT-1678: See Nippon Paint Automotive Coatings Co., Ltd.

PHCS587C, PHC587C2: See Momentive Performance Materials Inc.

PHOLUCID No.180C and 185C: See Chugoku Marine Paints Ltd..

SH-41, SH-50, and SH-51: See Stanley Electric

UVHC3000, UVHC3000CC, UVHC3000LS, UVHC3000K, UVHC3000K1, UVHC3000K-Z, UVYHC3000K1-40,
UVHC3000K1-50, UVYHC3000KZ60: See Momentive Performance Materials Inc.

UVHC5000, UVHC5000K, and UVHC5000K1, UVHC5000K2: See Momentive Performance Materials
UVHC8100: See Momentive Performance Materials
UVT200V1, UVT200V2, UVT200V3 and UVT200V5, : See Red Spot.

UvT610V1, UVT6E10V2, UVT610V3, UVT610V4, UVTE10V5, UVT610V6, UVT6E10V7, and UVT610V8: See Red
Spot.

UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8: See Red
Spot

Coating Manufacturer in Alphabetical Order

cmp EH“G"K“ Ibn;c\)/\l;rrril?r;[g):n on PHOLUCID No.180C and 185C coatings may be obtained

Chugoku Marine Paints, Ltd.
Tokyo Club Building,

2-6, Kasumigaseki 3-Chome
Chiyoda-Ku, Tokyo, 100-0013
Japan

Telephone: 81-3-3506-3971
Facsimile: 81-3-5511-8542

WWW.CMP.CO.jp

Note: PHOLUCID No.180C was tested on Clear lupilon ML-300AH R591C, ML-300 R591B and ML-300 only.
Note: PHOLUCID No.185C was tested on lupilon ML-300AH R591C Clear only
(Coating information continued on the next page)

-197 -
AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



TRADE NAME AND
MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR

Information on FUJIHARD HH2540U, FUJIHARD HH2540U-1, FUJIHARD HH2540U-
2, FUJIHARD HH2551U, FUJIHARD HH2551U-1, FUJIHARD HH2551U-2,
FUJIHARD HH2551U-3, FUJIHARD HH2561U-6, FUJIHARD HH2561U-7,
FUJIHARD HH2561U-8, FUJIHARD HH2561U-9, FUJIHARD HH2570U, FUJIHARD
HH2570U-1, FUJIHARD HH2570U-2, FUJIHARD HH3372U, FUJIHARD HH3401U

FUJIKURA KASEl and FUJIHARD HH3482U coatings may be obtained by writing to the following

address:

Fujikura Kasei Co., Ltd.
6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJIHARD HH2540U series, HH2551U series, HH2561U series and HH2570U series were tested on ML-

300 clear only

Note: FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested on ML-300 and ML-350

Clear Only

Information on IUPILON COAT UV may be obtained by writing to the following address:

MITSUBISHI
CHEMICAL
GROUP

Mitsubishi Engineering Plastics Corp.
Plastics Sales Department

5-2, Marunouchi 2-Chome
Chiyoda—Ku, Tokyo

Japan

WWW.m-ep.co.jp

Information on Acryking F-328, Acryking K-101-S, Acryking PH-220, Acryking PH-
328, Acryking PH-503, Acryking PH-700, Acryking PH-710 Acryking PH-720, Acryking
PH-750 Acryking PH-800, Acryking PH-800N5A and Acryking PH-930 coatings may be
obtained by writing to the following company:

Mitsubishi Chemical Corporation
1-1 Marunouchi, 1-Chome
Chiyoda—Ku, Tokyo 100-8251
Japan

www.m-chemical.co.jp

Note: Acryking PH-503, PH-700, PH-710, Acryking PH-720, PH-750 Acryking PH-800 and Acryking PH-800NSA
were tested on ML- 300 clear only
Note: Acryking PH-930 was tested on clear IUPILON ML-300 and IUPILON ML-300AH only

AMECA List

(Coating information continued on the next page)
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: Information on PHC587C, PHC587C2, UVHC3000, UVHC3000CC,
MOMENTIVE" UVHC3000LS, UVHC3000K, UVHC3000K1, UVHC3000K-Z,
O | I\ g UVHC3000K1-40, UVYHC3000K1-50, UVHC3000KZ60, UVHC5000,

UVHCS5000K, and UVHC5000K1, UVHC5000K2hard coats may be obtained
by writing to the following address:

Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road

51368 Leverkusen Waterford, NY 12118

Germany www.momentive.com

Note: UVHC3000K, UVHC3000K1-40, UVHC3000K1-50, and UVHC3000KZ60 only tested on lupilon ML-300 /
ML-350

Note: UVHC3000 only tested on lupilon ML-350

Note: UVHC8100 was tested on clear lupilon ML-300 and lupion ML-350

Information on NIPPE UVI Coat UT-1678 coating may be obtained by
“‘ »' N PA writing to the following address:

NIPPON PAINT AUTOMOTIVE COATINGS

Nippon Paint Automotive Coatings Co., Ltd.
2-14-1 Shodai-Ohtani

Hirakata-City, Osaka 573-1153

Japan

Phone: +81-72-857-5530

Fax: +81-72-857-5640

Website: www.nipponpaint-automotive.com

Note: NIPPE UVI Coat UT-1678 was tested on lupilon ML-300 and ML-350 clear.

NOF Information on MODIHARD 200S coatings may be obtained by writing to the
following address:

NOF Corporation

Yebis Garden Place Tower 20-3, Ebisu 4-Chome,
Shibuya-Ku, Tokyo 150-6019

Japan

www.nof.co.jp

Note: MODIHARD 200S is acceptable on ML-300 Clear in thicknesses 2.3-6.4 mm only

(Coating information continued on the next page
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Information on UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1,
REDO SPOT UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVTE10V7,
A UVT610V8 UVT820V1, UVT820V2, UVT820V3, UVT820Vv4, UVT820V5,
UVT820V6, UVT820V7 and UVT820V8 coatings may be obtained by writing to
PAINT & VARNISH COMPANY, INC. the following address:

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT200V1, UVT200V2, UVT200V3, UVT200V5, UVT610V1, UVT610V2, UVT610V3, UVT610V4,
UvTe10v5, UVT610V6e, UVT610V7, UVT6E10V8 UVT820V1, UVT820V2, UVT820V3, UVT820V4, UVT820V5,
UVvT820V6, UVT820V7 and UVT820V8 is only acceptable on clear ML-300 and ML-350.

Information on Stanley Electric SH-41, SH-50 and SH-51 may be obtained by writing to the following company:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro
ANI-E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: SH-41 may be used be used in front of a reflex reflector. Material would have code Q
Note: Stanley SH-51 only tested on clear IUPILON ML-300
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TRADE NAME AND

MER. IYPE OF RESIN NUMBER COLOR
Connecting ideas with solutions
TRADE NAME AND
MFR. FLOW FORMULATION TYPE OF RESIN NUMBER COLOR
Trinseo ALTUGLAS™/PLEXIGLAS™  Polymethyl 78048 Bronze
Altuglas Division ALTUGLAS™ R-Life Methacrylate 78072 Bronze
Altuglas S.r.l. (Italy) PLEXIGLAS™ R-Life 770 Blue
Trinseo Polymers DR 779 Blue
(Zhangjiagang) Co. Ltd. DRF 48268 Blue
www.trinseo.com GR 8 LPL Clear
www.plexiglas.com GR 8C 11 Clear
www.altuglas.com GR 9D 100 Clear
GR 9DX 101 Clear
GR 9E 102 Clear
H P2 Clear
HIT UVAS5 Clear
HT(121) 7082 Gray
HX100 7090 Gray
HX400 7132 Gray
IMPLEX® 7137 Gray
MC 7155 Gray
MI-2T 7157 Gray
MI-4T 7161 Gray
MI-7 7189 Gray
MI-7T 7191 Gray
V(022) 7192 Gray
V(040) 7198 Gray
V(052) 7215 Gray
V(052i 7280 Gray
V(415) 7283 Gray
V(811) 56072 Gray
V(811)UVA 56507 Gray
V(825) 56101 Gray
V825T CR50 58102 Gray
V(825)T 58200 Gray
V(825)TP 58224 Gray
V(826) 58225 Gray
V(920) 58235 Gray
V(920)T 58247 Gray
V(922) 58294 Gray
58308 Gray
- 201 -

AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



TRADE NAME AND

MER. IYPE OF RESIN NUMBER COLOR
Connecting ideas with solutions
TRADE NAME AND
MFR. FLOW FORMULATION TYPE OF RESIN NUMBER COLOR
Trinseo ALTUGLAS™/PLEXIGLAS™  Polymethyl 13 Red
Altuglas Division ALTUGLAS™ R-Life Methacrylate 119 Red
Altuglas S.r.l. (ltaly) PLEXIGLAS™ R-Life 126 Red
Trinseo Polymers DR 145 Red
(Zhangjiagang) Co. Ltd. DRF 180 Red
www.trinseo.com GR 8 366 Red
www.plexiglas.com GR 8C 461 Red
www.altuglas.com GR 9D 610 Red
GR 9DX 616 Red
GR 9E 659 Red
H 756 Red
HIT 868 Red
HT(121) 908 Red
HX100 957 Red
HX400 1003 Red
IMPLEX® 1025 Red
MC 1032 Red
MI-2T 1101 Red
MI-4T 1108 Red
MI-7 1110 Red
MI-7T 1115 Red
V(022) 1116 Red
V(040) 1118 Red
V(052) 1120 Red
V(052i) 1132 Red
V(415) 1175 Red
V(811) 1180 Red
V(811)UVA 1185 Red
V(825) 1190 Red
V825T CR50 1191 Red
V(825)T 1195 Red
V(825)TP 1794 Red
V(826) 15000 Red
V(920) 15003 Red
V(920)T 16020 Red
V(922) 16021 Red
16030 Red
16031 Red
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TRADE NAME AND

MER. IYPE OF RESIN NUMBER COLOR
Connecting ideas with solutions
TRADE NAME AND
MFR. FLOW FORMULATION TYPE OF RESIN NUMBER COLOR
Trinseo ALTUGLAS™/PLEXIGLAS™  Polymethyl 16048 Red
Altuglas Division ALTUGLAS™ R-Life Methacrylate 16500 Red
Altuglas S.r.l. (ltaly) PLEXIGLAS™ R-Life 16501 Red
Trinseo Polymers DR 18008 Red
(Zhangjiagang) Co. Ltd. DRF 18016 Red
www.trinseo.com GR 8 18035 Red
www.plexiglas.com GR 8C 18036 Red
www.altuglas.com GR 9D 18037 Red
GR 9DX 18039 Red
GR 9E 18040 Red
H 18042 Red
HIT 18043 Red
HT(121) 18044 Red
HX100 18046 Red
HX400 18047 Red
IMPLEX® 18048 Red
MC 18134 Red
MI-2T 18152 Red
MI-4T 18165 Red
MI-7 18166 Red
MI-7T 18175 Red
V(022) 18176 Red
V(040) 18181 Red
V(052) 18210 Red
V(052i 18213 Red
V(415) 18227 Red
V(811) 18228 Red
V(811)UVA 18229 Red
V(825) 18241 Red
V825T CR50 18242 Red
V(825)T 18244 Red
V(825)TP 18249 Red
V(826) 18250 Red
V(920) 18254 Red
V(920)T 18274 Red
V(922) 18287 Red
18301 Red
18309 Red
119/10 Red
119/3 Red
119/8 Red
18236 White
18258 White
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TRADE NAME AND

MER. IYPE OF RESIN NUMBER COLOR
Connecting ideas with solutions
TRADE NAME AND
MFR. FLOW FORMULATION TYPE OF RESIN NUMBER COLOR
Trinseo ALTUGLAS™/PLEXIGLAS™  Polymethyl 18259 White
Altuglas Division ALTUGLAS™ R-Life Methacrylate 48361 White
Altuglas S.r.l. (ltaly) PLEXIGLAS™ R-Life 58335 White
Trinseo Polymers DR 237 Yellow
(Zhangjiagang) Co. Ltd. DRF 245 Yellow
www.trinseo.com GR 8 263 Yellow
www.plexiglas.com GR 8C 268 Yellow
www.altuglas.com GR 9D 282 Yellow
GR 9DX 283 Yellow
GR 9E 283/3 Yellow
H 283/8 Yellow
HIT 283/B-3 Yellow
HT(121) 283/B-8 Yellow
HX100 883 Yellow
HX400 885 Yellow
IMPLEX® 937 Yellow
MC 938 Yellow
MI-2T 951 Yellow
MI-4T 2361 Yellow
MI-7 2820 Yellow
MI-7T 2821 Yellow
V(022) 2830 Yellow
V(040) 2831 Yellow
V(052) 2833 Yellow
V(052i 2838 Yellow
V(415) 25000 Yellow
V(811) 25001 Yellow
V(811)UVA 25004 Yellow
V(825) 26022 Yellow
V825T CR50 26038 Yellow
V(825)T 26045 Yellow
V(825)TP 26500 Yellow
V(826) 26501 Yellow
V(920) 26505 Yellow
V(920)T 28019 Yellow
V(922) 28020 Yellow
28021 Yellow
28029 Yellow
28033 Yellow
28039 Yellow
28040 Yellow
28041 Yellow

Note: Color 58335 is not listed as a reflex reflector or in front of a reflex reflector.
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TRADE NAME AND

MER. IYPE OF RESIN NUMBER COLOR
Connecting ideas with solutions
TRADE NAME AND
MFR. FLOW FORMULATION TYPE OF RESIN NUMBER COLOR
Trinseo. ALTUGLAS™/PLEXIGLAS™  Polymethyl 28042 Yellow
Altuglas Division ALTUGLAS™ R-Life Methacrylate 28043 Yellow
Altuglas S.r.l. (ltaly) PLEXIGLAS™ R-Life 28044 Yellow
Trinseo Polymers DR 28090 Yellow
(Zhangjiagang) Co. Ltd. DRF 28107 Yellow
www.trinseo.com GR 8 28152 Yellow
www.plexiglas.com GR 8C 28154 Yellow
www.altuglas.com GR 9D 28161 Yellow
GR 9DX 28162 Yellow
GR 9E 28163 Yellow
H 28198 Yellow
HIT 28209 Yellow
HT(121) 28210 Yellow
HX100 28213 Yellow
HX400 28223 Yellow
IMPLEX® 28226 Yellow
MC 28921 Yellow
MI-2T H 285 Yellow
MI-4T
MI-7
MI-7T
V(022)
V(040)
V(052)
V(052i
V(415)
V(811)
V(811)UVA
V(825)
V825T CR50
V(825)T
V(825)TP
V(826)
V(920)
V(920)T
V(922)

Note: Red 16021 is listed in 4 mm and 5 mm thickness only.
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TRADE NAME AND

P-1001A 5050

MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR
Unitika Ltd. U-POLYMER P-1001 POLYARYLATE Clear
U-POLYMER P-1001A 1010 Clear
U-POLYMER P-1001S 2403 Red
www.unitika.co.jp U-POLYMER P-3001S 2410 Red
5-2094 Red
10-2051 Red
3071 Yellow
3301 Yellow
3401 Yellow
3410 Yellow
4410 Yellow
5-3091 Yellow
05-3060 Yellow
10-4032 Yellow
050-3070 Yellow
079-3070 Yellow

Selective Yellow

Note: Unitika U-Polymer polyarylate not to be used as a reflex reflector or in front of a reflex reflector.
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TRADE NAME AND

MER. ELOW FORMULATION IYPE OF RESIN NUMBER COLOR
Wanhua Chemical Polymethyl Clear
Group Co., Ltd. ACRYPLAS® HDO1 Methacrylate RO1 Red

No. 59 Chonggqing Street Polymethy!

YEDA, Yantai, Shandong, ACRYPLAS® HDO3 Methacrylate Clear
China

www.whchem.com Color R01 is listed from 2.3-6.4mm only.

Wanhua Chemical HL6157 Polycarbonate 9103 Clear Q
Group Co., Ltd. HL6227

No. 59 Chongqing Street
YEDA, Yantai, Shandong
China
www.whchem.com

Wanhua Chemical Group Co., Ltd. polycarbonate plastics are only acceptable with the coatings listed below when
properly applied to the molded lens.

Coating in Alphabetical Order and Corresponding Manufacturer
FUJIHARD HH2540U, FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U: See Fujikura Kasei
Co,, Ltd.
UVHC3000, UVYHC5000, UVHC5000K, UVHC5000K1, UVHC5000K2: See Momentive Performance Materials, Inc.

UvVT610V1, UVT610V2, UVT610V3, UVT610V4, UVTE10V5, UVT610V6, UVTE10V7,
UVT610V8 See Red Spot.

UVT820: See Red Spot.
Coating Manufacturer in Alphabetical Order
Information on FUJIHARD HH2540U, FUJIHARD HH3372U, FUJIHARD HH3401U

and FUJIHARD HH3482U coatings may be obtained by writing to the following
address:

Fujikura Kasei Co., Ltd.
FUJIKURA KASEIl 6-15 Shibakoen 2-Chome
Minato-Ku, Tokyo 105-0011
Japan

www.fkkasei.co.jp

Note: FUJIHARD HH2540U, FUJIHARD HH3372U, FUJIHARD HH3401U and FUJIHARD HH3482U were tested
on HL6157 clear only
Note: FUJIHARD HH3401U is only acceptable in 1.6, 2.3 and 3.2 mm thicknesses

(Coating information continued on the next page)
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Information on UVHC3000, UVHC5000, UVHC5000K, UVHC5000K1,

MOMENTIVE UVHC5000K2 hard coat may be obtained by writing to the following address:
Momentive Performance Materials GmbH Momentive Performance Materials Inc.
Building V7 260 Hudson River Road
51368 Leverkusen Waterford, NY 12118
Germany www.momentive.com

Note: Momentive UVHC3000 and UVHCS5000 series was tested on HL6157 clear only

Information on UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVTE10V5,
RED DSP o UVvT610V6, UVT610V7, UVT610V8 and UVT820 coatings may be obtained by
writing to the following address:
PAINT & VARNISH COMPANY, INC.

Red Spot Paint & Varnish Co., Inc.
P.O. Box 418

Evansville, IN 47703-0418
www.redspot.com

Note: Red Spot UVT610V1, UVT610V2, UVT610V3, UVT610V4, UVT610V5, UVT610V6, UVT610V7,
UVvT610V8, UVT820V2, UVT820V3, UVT820V4, UVT820V5, UVT820V6, UVT820V7 and UVT820V8 was tested on
clear HL6157.

Information on Stanley Electric SH-61 may be obtained by writing to the following company:

Stanley Electric Co., Ltd.

2-9-13, Nakameguro
IANI_E Meguro-Ku, Tokyo 153
Japan

www.stanley.co.jp

Note: Stanley SH-51 only tested on clear HL6227
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INDEX OF COMPANIES AND MATERIALS

I U—

Acryking, 15, 16, 18, 19, 20, 21, 24, 28, 33, 41, 43, 45, 58,
61,68, 71,73, 75, 78, 80, 83, 85, 88, 90, 101, 104, 107,
110, 113, 115, 118, 121, 124, 127, 129, 132, 134, 137,
139, 142, 163, 164, 172, 175, 178, 180, 183, 185, 187,
189, 191, 193, 195, 197

Acrylonitrile, 93

Acrylonitrile Copolymer, 13

ACRYPET, 30, 31, 32, 58, 64, 65, 66, 67, 69, 70, 71

ACRYPLAS® HDO01, 206

ACRYPLAS® HDO03, 206

Altuglas, 200

Altuglas S.r.l. (Italy),. Altuglas Division, 200

Apec, 20, 21, 22

Appendix A
AMECA Accredited Laboratory Information, 213

Appendix B: Federal Standard for Plastics, 214

Appendix C: DOT Interpretation Files and Supplemental
Lab Information, 219

Asahi Kasei Corporation, 11

Atlas Weathering Services Group, 35, 213

AZ test Special Information Section, 94

I —

BASF Coatings GmbH, 25, 26, 102, 103, 108, 109, 114,
119, 120, 125, 130, 135, 140, 141
BASF RayGloss 402, 109, 114, 120, 125, 130, 135, 141

. c

CD-3M12, 24, 27, 178, 180, 185, 187, 191, 192

Cevian, 93

Chimei Corporation, 14

Chimei Corporation Zhenjiang China, 17

Chongging Double Elephant Optical Material Co., Ltd., 174

Chugoku Marine Paints, Ltd., 26, 74, 79, 84, 88, 89, 102,
103, 108, 109, 114, 119, 120, 125, 126, 130, 131, 135,
136, 140, 141, 178, 179, 185, 186, 191, 192, 196

CLEARLAC, 68

Covestro (Hong Kong) Limited (Asia Pacific), 20

Covestro Deutschland AG, 20, 23, 24

Covestro LLC (America, 20, 23, 24

D I

Delmore, 11

Delpet, 11, 12, 13

DIAKON, 59, 60

Diapolyacrylate Co., Ltd., 30, 31, 32, 33
DURABIO D7342R, 64
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ENA8520MH(LV), 47

F I

F-328, 20, 21, 24, 28, 41, 43, 73, 75, 78, 80, 83, 85, 88, 90,
101, 104, 107, 110, 113, 115, 118, 121, 124, 127, 129,
132, 134, 137, 139, 142, 163, 164, 175, 178, 180, 183,
185, 187, 189, 191, 193, 195, 197

Formosa Idemitsu Petrochemical Corp, 41

FUJIHARD 2500, 101, 103, 107, 109, 113, 115, 118, 121,
124,126, 129, 131, 134, 136, 139, 142

FUJIHARD HH2540U, 24, 27, 73, 75, 78, 79, 83, 85, 88,
89, 101, 103, 107, 109, 113, 115, 119, 121, 124, 126,
129, 131, 134, 136, 139, 142, 178, 179, 185, 186, 191,
192, 195, 197, 206

FUJIHARD HH2540U-1, 24, 27,73, 75, 78, 79, 83, 85, 89,
101, 103, 107, 109, 113, 115, 119, 121, 124, 126, 129,
131, 134, 136, 139, 142, 178, 179, 185, 186, 191, 192,
195, 197

FUJIHARD HH2540U-2, 24, 27, 73, 75, 78, 79, 83, 85, 89,
101, 103, 107, 109, 113, 115, 119, 121, 124, 126, 129,
131, 134, 136, 139, 142, 178, 179, 185, 186, 191, 192,
195, 197

FUJIHARD HH2541U, 27

FUJIHARD HH2551U, 20, 21, 24, 27, 51, 73, 75, 78, 79,
83, 85, 88, 89, 101, 103, 107, 109, 113, 115, 119, 121,
124,126, 129, 131, 134, 136, 140, 142, 171, 178, 179,
185, 186, 191, 192, 195, 197

FUJIHARD HH2551U-1, 20, 21, 24, 27, 51,73, 75, 78, 79,
83, 85, 88, 101, 103, 107, 109, 113, 115, 119, 121, 124,
126, 129, 131, 134, 136, 140, 142, 171, 178, 179, 185,
186, 191, 192, 195, 197

FUJIHARD HH2551U-2, 20, 21, 24, 27,51, 73, 75, 78, 79,
83, 85, 88, 101, 103, 107, 109, 113, 115, 119, 121, 124,
126, 129, 131, 134, 136, 140, 142, 171, 178, 179, 185,
186, 191, 192, 195, 197

FUJIHARD HH2551U-3, 20, 21, 24, 27, 51, 75, 79, 85, 89,
101, 103, 107, 109, 113, 115, 119, 121, 124, 126, 129,
131, 134, 136, 140, 142, 171, 178, 179, 185, 186, 191,
192, 197

FUJIHARD HH2561U, 109

FUJIHARD HH2561U-3, 73, 78, 83, 88, 195

FUJIHARD HH2561U-6, 24, 27,73, 75, 78, 79, 85, 88, 89,
102, 103, 107, 109, 113, 115, 119, 121, 124, 126, 129,
131, 134, 136, 140, 142, 178, 179, 185, 186, 191, 192,
195, 197

FUJIHARD HH2561U-7, 24, 27, 73, 75, 78, 79, 83, 85, 88,
89, 102, 103, 107, 109, 113, 115, 119, 121, 124, 126,
129, 131, 134, 136, 140, 142, 178, 179, 185, 186, 191,
192, 195, 197

FUJIHARD HH2561U-8, 24, 27,73, 75, 78, 79, 83, 85, 88,
89, 102, 103, 107, 109, 113, 115, 119, 121, 124, 126,
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129, 131, 134, 136, 140, 142, 178, 179, 185, 186, 191,
192, 195, 197

FUJIHARD HH2561U-9, 24, 27, 73, 75, 78, 79, 83, 85, 88,
102, 103, 107, 109, 113, 115, 119, 121, 124, 126, 129,
131, 134, 136, 140, 142, 178, 179, 185, 186, 191, 192,
195, 197

FUJIHARD HH2566U, 102, 103, 107, 109, 113, 115, 119,
121, 124, 126, 129, 131, 134, 136, 140, 142, 178, 179,
185, 186, 191, 192

FUJIHARD HH2566U-1, 102, 107, 109, 113, 115, 119, 121,

124, 126, 129, 131, 134, 136, 140, 142, 178, 179, 185,
186, 191, 192

FUJIHARD HH2566U-2, 102, 103, 107, 109, 113, 115, 119,

121,124,126, 129, 131, 134, 140, 142, 178, 179, 185,
186, 191, 192

FUJIHARD HH2566U-3, 102, 103, 107, 109, 113, 115, 119,

121, 124, 126, 129, 131, 134, 136, 140, 142, 178, 179,
185, 186, 191, 192

FUJIHARD HH2567U, 102, 103, 108, 109, 113, 115, 119,
121, 124, 126, 129, 131, 134, 136, 140, 142, 178, 179,
185, 186, 191, 192

FUJIHARD HH2567U-1, 102, 103, 108, 109, 113, 115, 119,

121, 124, 126, 129, 131, 134, 136, 140, 142, 178, 179,
185, 186, 191, 192

FUJIHARD HH2567U-2,, 102, 103, 108, 109, 113, 115,
119, 121, 124, 126, 129, 131, 134, 136, 140, 142, 178,
179, 185, 186, 191, 192

FUJIHARD HH2567U-3, 102, 103, 108, 109, 113, 115, 119,

121,124, 126, 129, 131, 134, 136, 140, 142, 178, 179,
185, 186, 191, 192

FUJIHARD HH2570U, 25, 27, 74, 75, 78, 79, 83, 85, 88,
89, 102, 103, 108, 109, 113, 115, 119, 121, 124, 126,
129, 131, 134, 136, 140, 142, 178, 179, 185, 186, 191,
192, 196, 197

FUJIHARD HH2570U-1, 25, 27, 74, 75, 78, 79, 83, 85, 88,
89, 102, 103, 108, 109, 113, 115, 119, 121, 124, 126,
129, 131, 134, 136, 140, 142, 178, 179, 185, 186, 191,
192, 196, 197

FUJIHARD HH2570U-2, 25, 27, 74, 75, 78, 79, 83, 85, 88,
89, 102, 103, 108, 109, 113, 115, 119, 121, 124, 126,
129, 131, 134, 136, 140, 142, 178, 179, 185, 186, 191,
192, 196, 197

FUJIHARD HH2605, 178, 179, 185, 186, 191, 192

FUJIHARD HH2610, 178, 179, 185, 186, 191, 192

FUJIHARD HH3012U-5, 33, 68, 71

FUJIHARD HH3012U-6, 33, 68, 71

FUJIHARD HH3012U-7, 33, 68, 71

FUJIHARD HH3012U-8, 33, 68, 71

FUJIHARD HH3012U-9, 33, 68, 71

FUJIHARD HH3035U, 15, 18, 33, 51, 68, 71, 171

FUJIHARD HH3035U-1, 15, 18, 33, 68, 71

FUJIHARD HH3035U-2, 15, 18, 33, 68, 71

FUJIHARD HH3035U-3, 51, 68, 71, 171

FUJIHARD HH3176, 178, 179, 185, 186, 191, 192

FUJIHARD HH3372U, 25, 27,74, 75, 78, 79, 84, 85, 88,
89, 102, 103, 108, 109, 113, 115, 119, 121, 124, 126,
129, 131, 134, 136, 140, 142, 178, 179, 185, 186, 191,
192, 196, 197, 206

FUJIHARD HH3401U, 25, 27, 74, 75, 78, 79, 84, 85, 88,
89, 102, 103, 108, 109, 113, 115, 119, 121, 124, 126,
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129, 131, 134, 136, 140, 142, 178, 179, 185, 186, 191,
192, 196, 197, 206

FUJIHARD HH3482U, 25, 27, 75, 79, 84, 85, 88, 89, 103,
108, 109, 113, 115, 119, 121, 124, 126, 129, 131, 134,
136, 140, 142, 178, 179, 185, 186, 191, 192, 197, 206

FUJIHARD HH9986U, 15, 51, 102, 103, 108, 109, 115,
119, 121, 124, 126, 129, 131, 135, 136, 140, 142, 171,
185, 186, 191, 192

FUJIHARD HH9986U-N3, 15, 18, 51, 102, 103, 108, 109,
113, 115, 119, 121, 124, 126, 129, 131, 135, 136, 140,
142,171, 178, 179, 185, 186, 191, 192

FUJIHARD HH9986U-NS5, 15, 18, 51, 102, 103, 108, 109,
113, 115, 119, 121, 124, 126, 129, 131, 135, 136, 140,
142,171,178, 179, 185, 186, 191, 192

FUJIHARD HH9986U-N7, 15, 18, 51, 102, 103, 108, 109,
113, 115, 119, 121, 124, 126, 129, 131, 135, 136, 140,
142,171, 178, 179, 185, 186, 191, 192

Fujikura Kasei Co., Ltd., 15, 18, 21, 24, 25, 27, 33, 51, 68,
71, 75,79, 85, 89, 103, 109, 115, 121, 126, 131, 136,
142,171, 179, 186, 192, 197, 206

FUJISOFT, 130

FUJISOFT 2600, 102, 103, 108, 109, 113, 115, 119, 121,
124, 126, 130, 131, 135, 136, 140, 142

FUJISOFT 2601, 102, 103, 108, 109, 113, 115, 119, 121,
124, 126, 130, 131, 135, 136, 140, 142

FUJISOFT 2602, 102, 103, 108, 109, 113, 115, 119, 121,
124, 126, 130, 131, 135, 136, 140, 142

FUJISOFT 2603, 102, 103, 108, 109, 113, 115, 119, 121,
124, 126, 130, 131, 135, 136, 140, 142

FUJISOFT 2604, 102, 103, 108, 109, 113, 115, 119, 121,
124, 126, 130, 131, 135, 136, 140, 142

H I

HH3035U-3, 15, 18, 33, 68

HIRPO Polymer Materials (Jiangsu) Co., Ltd., 27, 178, 180,
185, 187, 191, 192

HL6157, 206

HL6227, 206

I I

Idemitsu Kosan Co., Ltd., 43, 45

INEOS Styrolution America, LLC, 46

IUPILON, 73, 74, 75, 78, 80, 83, 84, 85, 87, 88, 90, 195,
196, 197, 199

. x |

K-101, 15, 18, 20, 21, 24, 28, 45, 73, 75, 78, 80, 83, 85, 88,
90, 101, 104, 107, 110, 113, 115, 118, 121, 124, 127,
129, 132, 134, 137, 139, 142, 163, 164, 195, 197

K-103, 24, 28

KCC Corporation, 25, 26, 52, 55, 57, 75, 85, 102, 104, 108,
110, 113, 115, 119, 121, 124, 126, 130, 131, 135, 136,
140, 142, 163, 178, 180

KCC Silicone Corp., 47

Kuraray, 48, 49, 50
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KUV-1000, 25, 26, 75, 85, 102, 104, 108, 110, 113, 115,
119, 121, 124, 126, 130, 131, 135, 136, 140, 142

KUV-2000, 57, 75, 85, 102, 104, 108, 110, 113, 115, 119,
121, 124, 126, 130, 131, 135, 136, 140, 142

KUV-3000, 25, 26, 57, 75, 85, 102, 104, 108, 110, 113,
115, 119, 121, 124, 126, 130, 131, 135, 136, 140, 142,
163

KUV-4000, 25, 26, 75, 85, 102, 104, 108, 110, 113, 115,
119, 121, 124, 126, 130, 131, 135, 136, 140, 142, 163

KUV-5000, 25, 26, 52, 55, 57, 75, 85, 102, 104, 108, 110,
113, 115, 119, 121, 124, 126, 130, 131, 135, 136, 140,
142, 163

KUV-6000, 25, 26, 75, 85, 102, 104, 108, 110, 113, 115,
119, 121, 124, 126, 130, 131, 135, 136, 140, 142, 178,
180

KUV-9100, 25, 26, 102, 104, 108, 110, 113, 115, 119, 121,
124, 126, 130, 131, 135, 136, 140, 142, 163

L I

LEXAN, 101, 107, 109, 113, 114, 118, 120, 124, 125, 129,
130, 134, 135, 139, 141

LG Chem, Ltd., 51

LHP100/AS4000, 102, 104, 108, 110, 113, 116, 119, 122,
125, 127, 130, 132, 135, 137, 140, 143, 163, 164

LHP100/LHC100, 25, 28, 102, 104, 108, 110, 113, 116,
119, 122, 125, 127, 130, 132, 135, 137, 140, 143, 163,
164

Lotte Chemical Corp., 55

Lotte MCC Corporation, 58

Lucite International, 59, 60, 61, 62

Luminit, 63

LUPOQY, 51

LX MMA CORP., 53, 54

M I

Mitsubishi Chemical Corporation, 15, 16, 18, 19, 20, 21, 24,
25, 28, 33, 41, 43, 45, 58, 61, 64, 68, 71,72, 73, 75, 78,
80, 83, 85, 88, 90, 101, 104, 107, 110, 113, 115, 118,
121, 124, 127, 129, 132, 134, 137, 139, 142, 163, 164,
172, 175, 180, 183, 187, 189, 193, 195, 197

Mitsubishi Chemical Polymer Nantong, 69

Mitsubishi Engineering Plastics Corp., 73, 74, 75, 78, 80,
84, 85, 88, 90, 196, 197

Mitsubishi Gas Chemical Engineering Plastics (Shanghai),
83, 87

MODIHARD, 20, 22, 74, 76, 78, 81, 86, 88, 90, 102, 105,
111, 113, 116, 119, 122, 125, 128, 130, 133, 135, 138,
140, 143, 178, 181, 185, 188, 191, 193, 196, 198

Momentive Performance Materials, 15, 18, 20, 21, 25, 28,
41, 43, 51, 52, 55, 57, 74, 76, 79, 80, 84, 86, 88, 89,
100, 102, 104, 108, 110, 113, 114, 116, 119, 122, 125,
127, 130, 132, 135, 137, 140, 143, 145, 163, 164, 178,
181, 186, 187, 191, 193, 196, 198, 206, 207

MS983, 98
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NAS® XC, 46

NAS® XC UV, 46

NIPPE UVI Coat UT-1678, 25, 27, 74, 76, 79, 80, 84, 86,
88, 90, 102, 105, 108, 111, 114, 116, 119, 122, 125,
127, 130, 132, 135, 137, 140, 143, 196, 198

Nippon Paint Automotive Coatings Co., Ltd, 25, 27, 74, 76,
79, 80, 84, 86, 88, 90, 102, 105, 108, 111, 114, 116,
119, 122, 125, 127, 130, 132, 135, 137, 140, 143, 196,
198

Nippon Paint Automotive Coatings Co., Ltd., 27, 74, 76, 79,
80, 84, 86, 88, 90, 102, 105, 108, 111, 114, 116, 119,
122, 125, 127, 130, 132, 135, 137, 140, 143, 196, 198

Nippon Shokubai Co., Ltd., 92

NOF Corporation, 20, 22, 76, 81, 86, 88, 90, 102, 105, 111,
116, 122, 128, 133, 138, 140, 143, 178, 181, 188, 191,
193, 198

Novacel Co., Ltd., 93

I E—

Panlite L-1225Z, 176, 177, 179, 180, 181, 183, 184, 185
186, 187, 189, 190, 192, 193

PARAPET, 48, 49, 50

PH-250, 33, 58, 61, 68, 71, 72

PH-328, 20, 21, 24, 28, 41, 43, 73, 75, 78, 80, 83, 85, 88
90, 101, 104, 107, 110, 113, 115, 118, 121, 124, 127,
129, 132, 134, 137, 139, 142, 172, 175, 178, 180, 183,
185, 187, 189, 191, 193, 195, 197

PH-350, 101, 104, 107, 110, 113, 115, 118, 121, 124, 127
129, 132, 134, 137, 139, 142

PH-503, 24, 28, 73, 75, 83, 85, 101, 104, 107, 110, 113
115, 118, 121, 124, 127, 129, 132, 134, 137, 139, 142,
163, 164, 195, 197

PH-511, 24, 25, 28, 73, 75, 101, 104, 107, 110, 113, 115
118, 121, 124, 127, 129, 132, 134, 137, 139, 142, 178,
180, 185, 187, 191, 193

PH-700, 24, 28, 73, 75, 78, 80, 83, 85, 88, 90, 101, 104,
107, 110, 113, 115, 118, 121, 124, 127, 129, 132, 134,
137, 139, 142, 175, 178, 180, 183, 185, 187, 189, 191,
193, 195, 197

PH-710, 24, 28, 73, 75, 78, 80, 83, 85, 88, 90, 101, 104,
107, 110, 113, 115, 118, 121, 124, 127, 129, 132, 134,
137, 139, 142, 178, 180, 185, 187, 191, 193, 195, 197

PH-720, 16, 19, 24, 28, 73, 75, 78, 80, 83, 85, 88, 90, 101,
104, 107, 110, 113, 115, 118, 121, 124, 127, 129, 132,
134, 137, 139, 142, 175, 178, 180, 183, 185, 187, 189,
191, 193, 195, 197

PH-730, 20, 21, 24, 25, 28

PH-740, 20, 21, 24, 25, 28

PH-750, 20, 21, 24, 25, 28, 73, 75, 78, 80, 83, 85, 88, 90
178, 180, 185, 187, 191, 193, 195, 197

PH-800, 16, 19, 24, 28, 73, 75, 78, 80, 83, 85, 88, 90, 101,
104, 107, 110, 113, 115, 118, 121, 124, 127, 129, 132,
134, 137, 139, 142, 178, 180, 185, 187, 191, 193, 195,
197

PH-800N5A, 24, 28, 73, 75, 78, 80, 83, 85, 88, 90, 101,
104, 107, 110, 113, 115, 118, 121, 124, 127, 129, 132,
134, 137, 139, 142, 180, 185, 187, 191, 193, 195, 197
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PH-930, 24, 28, 75, 80, 85, 90, 101, 104, 107, 110, 113,
115, 118, 121, 124, 127, 129, 132, 134, 137, 139, 142,
178, 180, 187, 191, 193, 197

PHC587, 25, 28, 41, 43, 102, 104, 108, 110, 114, 116, 119,
122, 125, 127, 130, 132, 135, 137, 140, 143

PHC587C, 51, 52, 74, 76, 84, 86, 102, 104, 108, 110, 114,
116, 119, 122, 125, 127, 130, 132, 135, 137, 140, 143,
196, 198

PHC587C2, 43, 51, 52, 74, 76, 84, 86, 102, 104, 108, 110,
114, 116, 119, 122, 125, 127, 130, 132, 135, 137, 140,
143, 196, 198

PHOLUCID, 25, 26, 74, 79, 84, 88, 89, 102, 103, 108, 109,
114, 119, 120, 125, 126, 130, 131, 135, 136, 140, 141,
178, 179, 185, 186, 191, 192, 196

PL-30, 98

Plaskolite, Inc, 98

Plexiglas, 200

POLYARYLATE, 205

Polymethacrylic Anhydride Acrylic, 11

PRO10676, 63

Q I

Q-Lab Test Services, 213

R I

RayGloss 400, 25, 26

RayGloss 401, 25, 26

RayGloss 402, 25, 26, 102, 103, 108, 109, 114, 119, 120,
125, 130, 135, 140, 141

Red Spot Paint & Varnish Co., Inc, 22, 29, 42, 44, 52, 56,
57,77, 81, 87,91, 105, 111, 116, 123, 128, 133, 138,
144, 145, 164, 181, 188, 194, 199, 207

S I

Sabic Brazil, 107

Sabic Chongging, China, 113

Sabic Europe, 118

Sabic India, 124

Sabic Japan, 129

Sabic Korea, 134

Sabic Nansha, China, 139

Sabic USA, 101

SABIC® PC ALSO01, 145

SABIC® PC ALS02, 145

SABIC® PMMA 20HR, 146

SABIC® PMMA 23SP, 146

Samyang Corporation, 163

Saudi Kayan Petrochemical Co., 145

Saudi Methacrylates Company (SAMAC), 146

SD POLYCA™ 303, 171

SD POLYCA™ SD2143V, 172

SD POLYCA™ TR0601, 173

SH-2, 102, 106, 108, 112, 114, 117, 119, 123, 125, 128,
130, 133, 135, 138, 140, 144

SH-41, 20, 22, 25, 29, 41, 42, 43, 44, 51, 52, 55, 56, 74,
77,79, 81, 84, 87, 102, 106, 108, 112, 114, 117, 119,
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123, 125, 128, 130, 133, 135, 138, 140, 144, 178, 182,
186, 188, 191, 194, 196, 199

SH-50, 25, 29, 41, 42, 43, 44, 51, 52, 55, 56, 74, 77, 79,
81, 84, 87, 102, 106, 108, 112, 114, 117, 119, 123, 125,
128, 130, 133, 135, 138, 140, 144, 175, 176, 178, 182,
183, 186, 188, 189, 191, 194, 196, 199

SH-51, 25, 29, 56, 74, 77, 79, 81, 84, 87, 102, 106, 108,
112, 114, 117, 119, 123, 125, 128, 130, 133, 135, 138,
140, 144, 178, 182, 186, 188, 191, 194, 196, 199, 207

SH-61, 25, 29, 33, 71, 72,74, 77,79, 81, 102, 106, 108,
112, 114, 117, 119, 123, 128, 130, 133, 135, 138, 140,
144,178, 182, 186, 188, 191, 194, 207

Shin-Etsu Chemical Co., Ltd., 25, 29, 102, 105, 108, 112,
114, 117, 120, 123, 125, 128, 130, 133, 135, 141, 144

SHINKOLITE, 30, 31, 32, 64, 65, 66, 67, 69, 70, 71

SHP300, 25, 28, 102, 104, 108, 110, 114, 116, 119, 122,
125, 127, 130, 132, 135, 137, 140, 143

SHP300/AS4000, 102, 104, 108, 110, 114, 116, 119, 122,
125, 127, 130, 132, 135, 137, 140, 143

SHP401/AS4000, 25, 28, 51, 52, 102, 104, 108, 110, 114,
116, 119, 122, 125, 127, 130, 132, 135, 137, 140, 143,
163, 164

SHP401/SHC4002, 25, 28, 102, 104, 108, 110, 114, 1186,
119, 122, 125, 127, 130, 132, 135, 137, 140, 143, 163,
164

SHP470/AS4700, 25, 28

SHP470FT2050/AS4700, 25, 28

SILASTIC, 34

SM115, 178, 182, 186, 188, 191, 194

SM710, 178, 182, 186, 188, 191, 194

Stanley Electric Co., Ltd., 22, 29, 33, 42, 44, 52, 56, 72, 77,
81, 87, 102, 106, 108, 112, 114, 117, 119, 123, 125,
128, 130, 133, 135, 138, 140, 144, 175, 176, 182, 183,
188, 189, 194, 199, 207

Styrene, 13, 93

Sumika Polycarbonate Limited, 171, 173

SUMIPEX, 165, 166, 167, 168, 169, 170

Sumitomo Chemical Co., Ltd., 165

Suzhou Double Elephant Optical Material Co., Ltd., 174

T I

TARFLON, 41, 44

Tarfloncoat, 45

Teijin Limited, 175, 176, 177, 182, 188, 194

Teijin Polycarbonate China, 183, 184, 185

Teijin Polycarbonate Singapore PTE, 189, 191

Thai Polycarbonate Co., Ltd., 195

Trinseo Polymers (Zhangjiagang) Company Limited, 200
Trinseo USA,. Altuglas Division, 200

Trinseo. Altuglas Division, 200

TRIREX, 163, 164

I —

Unitika Ltd., 205

U-POLYMER, 205

UVHC3000, 15, 18, 20, 21, 23, 25, 28, 41, 43, 51, 52, 55,
57,74, 76, 84, 86, 102, 104, 108, 110, 114, 116, 119,
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122, 125, 127, 130, 132, 135, 137, 140, 143, 145, 163,
164, 178, 181, 186, 187, 191, 193, 196, 198, 206, 207

UVHC3000CC, 15, 18, 20, 21, 25, 28, 41, 43, 51, 52, 74,
76, 84, 86, 102, 104, 108, 110, 114, 116, 119, 122, 125
127,130, 132, 135, 137, 140, 143, 145, 178, 181, 186,
187,191, 193, 196, 198

UVHC3000K, 20, 21, 25, 28, 41, 43, 52, 74, 76, 84, 86,
102, 104, 108, 110, 114, 116, 119, 122, 125, 127, 130,
132, 135, 137, 140, 143, 145, 163, 164, 178, 181, 186,
187, 191, 193, 196, 198

UVHC3000K1-40, 15, 18, 20, 21, 25, 28, 41, 43, 51, 52, 74,
76, 84, 86, 102, 104, 108, 110, 114, 116, 119, 122, 125
127,130, 132, 135, 137, 140, 143, 145, 178, 181, 186,
187,191, 196, 198

UVHC3000K1-50, 15, 18, 21, 25, 28, 41, 43, 51, 52, 74, 76,
84, 86, 102, 104, 108, 110, 114, 116, 119, 122, 125,
127, 130, 132, 135, 137, 140, 143, 145, 181, 186, 187,
191, 193, 196, 198

UVHC3000K-Z, 20, 21, 25, 28, 51, 52, 74, 76, 84, 86, 102,
104, 108, 110, 114, 116, 119, 122, 125, 127, 130, 132,
135, 137, 140, 143, 145, 178, 181, 186, 187, 191, 193,
196, 198

UVHC3000KZ60, 15, 18, 20, 21, 25, 28, 41, 43, 51, 52, 74,
76, 84, 86, 102, 104, 108, 110, 114, 116, 119, 122, 125
127, 130, 132, 135, 137, 140, 143, 145, 178, 181, 186,
187, 191, 193, 196, 198

UVHC5000, 20, 21, 23, 25, 28, 57, 74, 76, 79, 80, 84, 86
88, 89, 102, 104, 108, 110, 114, 116, 119, 122, 125,
127,130, 132, 135, 137, 140, 143, 145, 163, 164, 178,
181, 186, 187, 191, 193, 196, 198, 206, 207

UVHC5000K, 20, 21, 25, 28, 74, 76, 79, 80, 84, 86, 88, 89,
102, 104, 108, 110, 114, 116, 119, 122, 125, 127, 130,
132, 135, 137, 140, 143, 145, 163, 164, 178, 181, 186,
187, 191, 193, 196, 198, 206, 207

UVHC5000K1, 20, 21, 25, 28, 74, 76, 79, 80, 84, 86, 88,
89, 102, 104, 108, 110, 114, 116, 119, 122, 125, 127,
130, 132, 135, 137, 140, 143, 145, 178, 181, 186, 187,
191, 193, 196, 198, 206, 207
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UVHC5000K2, 20, 21, 25, 28, 74, 76, 79, 80, 84, 86, 88,
89, 102, 104, 108, 110, 114, 116, 119, 122, 125, 127,
130, 135, 137, 140, 143, 145, 178, 181, 186, 187, 191,
193, 196, 207

UVHC8100, 20, 21, 25, 28, 74, 76, 79, 84, 86, 88, 89, 178
181, 186, 187, 191, 193, 196, 198

UVT, 22, 29

UVT200V1, 20, 22, 25, 29, 41, 42, 43,44, 74,77, 79, 81,
84, 87, 88, 91, 102, 105, 108, 111, 114, 116, 119, 123,
125, 128, 130, 133, 135, 138, 140, 144, 179, 181, 186
188, 192, 194, 196, 199, 206, 207

UVT200V2, 20, 22, 25, 29, 41, 42,43, 44, 74,77, 79, 81,
84, 87, 88, 91, 102, 105, 108, 111, 114, 116, 119, 123,
125, 128, 130, 133, 135, 138, 140, 144, 179, 181, 186
188, 192, 194, 196, 199

UVT200V3, 20, 22, 25, 29, 41, 42,43, 44, 74,77, 79, 81,
84, 87, 88, 91, 102, 105, 108, 111, 114, 116, 119, 123,
125, 128, 130, 133, 135, 138, 140, 144, 179, 181, 186
188, 192, 194, 196, 199

UVT610V1, 20, 22, 25, 29, 41, 42,43, 44, 74,77, 79, 81,
84, 87, 88, 91, 102, 105, 108, 111, 114, 116, 120, 123,
125, 128, 130, 133, 135, 138, 140, 144, 163, 164, 179
181, 186, 188, 192, 194, 196, 199

UVT820V1, 25, 29, 55, 56, 74, 77, 79, 81, 84, 87, 88, 91,
102, 105, 108, 111, 114, 116, 120, 123, 125, 128, 130,
133, 135, 138, 141, 144, 145, 179, 181, 196, 199

w I

Wanhua Chemical Group Co., Ltd., 206

I —

X-48-5500-A18, 25, 29, 102, 105, 108, 112, 114, 117, 120,
123, 125, 128, 130, 133, 135, 141, 144
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Appendix A: AMECA Accredited Laboratory Information

Atlas Weathering Services Group
DSET Laboratories

45601 N. 47th Avenue

Phoenix, Arizona 85027-7042

Tel: (623) 465-7356; (800) 255-DSET
FAX: (623) 465-9409

Website: www.atlas-mts.com

Q-Lab Arizona Test Services
21212 W Patton Rd.
Wittmann, AZ 85361

Tel: (623) 386-5140

FAX: (623) 386-5143
Website: www.g-lab.com
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Atlas Weathering Services Group

South Florida Test Services Everglades Division
16100 S.W. 216th Street

Miami, Florida 33170

Tel: (305) 245-3659

FAX: (305) 245-9122

Website: www.atlas-mts.com

Q-Lab Florida Test Services and
1005 S.W. 18th Avenue, P.O.
Box 349490

Homestead, Florida 33034

Tel: (305) 245-5600

FAX: (305) 245-5656

Website: www.g-lab.com
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Appendix B: Federal Standard for Plastics
Definitions in FMVSS 108

Coated materials means a material which has a coating applied to the surface of the finished sample to impart some
protective properties. Coating identification means a mark of the manufacturer's name, formulation designation
number, and recommendations for application.

Color Fundamental definitions of color are expressed by Chromaticity Coordinates according to the CIE 1931
Standard Colorimetric System, as described in the CIE 1931 Chromaticity Diagram (incorporated by reference, see §
571.5).

Color bleeding means the migration of color out of a plastic part onto the surrounding surface.

Cracking means a separation of adjacent sections of a plastic material with penetration into the specimen.

Crazing means a network of apparent fine cracks on or beneath the surface of materials.

Exposed means material used in lenses or optical devices exposed to direct sunlight as installed on the vehicle.

Excerpts from Section 14 from FMVSS 108

Plastic and Coating Requirements

S14.1.2 Plastic optical materials. All plastic materials
used for optical parts such as lenses and reflectors on
lamps or reflective devices required or allowed by this
standard must conform to the material test
requirements of S14.4.2.

S14.1.3 All coatings used on optical materials must
have added to their formulations an optical brightener,
whose presence is detectable by ultraviolet light, to aid
in testing for their presence. Other equivalent industry
accepted methods may be used as an alternative.

Color Specifications

S14.4.1 Color test. The requirement applies to the overall effective color of light emitted by the device and not to the
color of the light from a small area of the lens. It does not apply to any pilot, indicator, or tell-tale lights. The color of
the sample device must comply when tested by either the Visual Method or the Tristimulus Method.

S14.4.1.3 Visual method.

S14.4.1.3.1 Visual method procedure. The color of light from the sample device must be compared visually with
the color of the light from a standard. The standard may consist of a filter or limit glass. In the case of white, CIE
Source A is used only as a color reference. The chromaticity coordinates of the color standards must be as close
as possible to the limits listed. The color of the standard filters is determined spectro-photometrically.

S14.4.1.3.2 Visual method performance requirements. The color must comply with the applicable requirement.
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S14.4.1.3.2.1 Red. Red is not acceptable if it is less saturated (paler), yellower, or bluer than the limit
standards.

S14.4.1.3.2.2 Yellow (Amber). Yellow is not acceptable if it is less saturated (paler), greener, or redder than
the limit standards.

S14.4.1.3.2.3 White. White is not acceptable if its color differs materially from that of CIE Source A.

S14.4.1.3.2.4 Green. Green is not acceptable if it is less saturated (paler), yellower, or bluer than the limit
standards.

S14.4.1.3.2.5 Blue. Blue is not acceptable if it is less saturated (paler), greener, or redder than the limit
standards.

S14.4.1.4 Tristimulus method.
S14.4.1.4.1 Tristimulus method procedure.

S14.4.1.4.1.1 The color of light from the H-V point of a sample device must be measured by photoelectric
receivers with spectral responses that approximate CIE standard spectral tristimulus valves.

S14.4.1.4.1.2 A sphere may be used to integrate light from a colored source provided that the color shift that
results from the spectral selectivity of the sphere paint be corrected by the use of a filter, correction factor, or an
appropriate calibration.

S14.4.1.4.1.3 Where the sample device does not have uniform spectral characteristics in all useful directions,
color measurements must be made at as many directions of view as are required to evaluate the color for those
directions that apply to the end use of the device.

S14.4.1.4.2 Tristimulus method performance requirements. The color must comply with the applicable
requirement.

S14.4.1.4.2.1 Red. The color of light emitted must fall within the following boundaries:
y = 0.33 (yellow boundary)
y = 0.98 - x (purple boundary)

S14.4.1.4.2.2 Yellow (Amber). The color of light emitted must fall within the following boundaries:
y = 0.39 (red boundary)
y =0.79 - 0.67x (white boundary)
y = x — 0.12 (green boundary)

S14.4.1.4.2.3 White (achromatic). The color of light emitted must fall within the following boundaries:
x = 0.31 (blue boundary)
y = 0.44 (green boundary)
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x = 0.50 (yellow boundary)

y = 0.15 + 0.64x (green boundary)
y = 0.38 (red boundary)

y = 0.05 + 0.75x (purple boundary)

S14.4.1.4.2.4 Green. The color of light emitted must fall within the following boundaries:
y =0.73 - 0.73x (yellow boundary)
x = 0.63y — 0.04 (white boundary)
y = 0.50 - 0.50x (blue boundary)

S14.4.1.4.2.5 Restricted Blue. The color of light emitted must fall within the following boundaries:
y = 0.07 + 0.81x (green boundary)
x = 0.40 - y (white boundary)
x =0.13 + 0.60y (violet boundary)
S14.4.1.4.2.6 Signal Blue. The color of light emitted must fall within the following boundaries:
y = 0.32 (green boundary)
x = 0.16 (white boundary)
x = 0.40 - y (white boundary)
x =0.13 + 0.60y (violet boundary)

Plastic optical materials tests
S14.4.2 Plastic optical materials tests. Accelerated weathering procedures are not permitted.

S14.4.2.1 Samples.
S14.4.2.1.1 Samples of materials shall be injection molded into polished metal molds to produce test specimens with
two flat and parallel faces. Alternative techniques may be used to produce equivalent specimens.

S$14.4.2.1.2 Test specimens shape may vary, but each exposed surface must contain a minimum uninterrupted area
of 32 sq cm.

S14.4.2.1.3 Samples must be furnished in thicknesses of 1.6 +/- 0.25 mm, 2.3 +/- 0.25 mm, 3.2 +/- 0.25 mm, and 6.4
+/- 0.25 mm. S14.4.2.1.4 All samples must conform to the applicable color test requirement of this standard prior to
testing.

S14.4.2.1.5 A control sample, kept properly protected from influences which may change its appearance and
properties of each thickness, must be retained.

S$14.4.2.2 Outdoor exposure test.

S14.4.2.2.1 Outdoor exposure tests of 3 years in duration must be made on samples of all materials, including coated
and uncoated versions, used for optical parts of devices covered by this standard. Tests are to be conducted in Florida
and Arizona.
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S14.4.2.2.2 Concentrations of polymer components and additives used in plastic materials may be changed without
outdoor exposure testing provided the changes are within the limits of composition represented by higher and lower
concentrations of these polymer components and additives previously tested to this section and found to meet its
requirements.

S14.4.2.2.3 Procedure. S14.4.2.2.3.1 One sample of each thickness of each material must be mounted at each
exposure site so that at least a minimum uninterrupted area of 32 sq cm of the exposed upper surface of the sample
is at an angle of 45 degrees to the horizontal facing south. The sample must be mounted in the open no closer than
30 cm (11.8 in) to its background.

S$14.4.2.2.3.2 During the exposure time the samples must be cleaned once every three months by washing with mild
soap or detergent and water, and then rinsing with distilled water. Rubbing must be avoided.

S14.4.2.2.4 Performance requirements. Plastic lenses, other than those incorporating reflex reflectors, used for inner
lenses or those covered by another material and not exposed directly to sunlight must meet the optical material test
requirements when covered by the outer lens or other material.

S14.4.2.2.4.1 After completion of the outdoor exposure test the haze and loss of surface luster as measured by ASTM
D1003-92 (incorporated by reference, see § 571.5) must not be greater than:

(a) 30% for materials used for outer lenses, other than those incorporating reflex reflectors;

(b) 7% for materials used for reflex reflectors and lenses used in front of reflex reflectors.

S14.4.2.2.4.2 After completion of the outdoor exposure test materials used for headlamp lenses must show no
deterioration.

S14.4.2.2.4.3 After completion of the outdoor exposure test all materials, when compared with the unexposed control
samples, must not show physical changes affecting performance such as color bleeding, delamination, crazing, or
cracking. Additionally materials used for reflex reflectors and lenses used in front of reflex reflectors must not show
surface deterioration or dimensional changes.

S14.4.2.2.4.4 After completion of the outdoor exposure test all materials, when compared with the unexposed control
samples, must not have their luminous transmittance changed by more than 25% when tested in accordance with
ASTM E308-66 (incorporated by reference, see § 571.5) using CIE llluminant A (2856K). S14.4.2.2.4.5 After
completion of the outdoor exposure test all materials must conform to the color test of this standard in the range of
thickness stated by the material manufacturer.

S14.4.2.3 Heat test.

S14.4.2.3.1 Procedure. Two samples of each thickness of each material must be supported at the bottom, with at
least 51 mm of the sample above the support, in the vertical position in such a manner that, on each side, the minimum
uninterrupted area of exposed surface is not less than 3225 sq mm. The samples are placed in a circulating air oven
at 79 Degrees +/- 3 Degrees for Two hours.

S$14.4.2.3.2 Performance requirements.
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After completion of the heat exposure and cooling to room ambient temperature, a test specimen must show no
change in shape and general appearance discernable to the naked eye when compared with an unexposed specimen
and continue to conform to the applicable color test requirement of this standard.

-219-
AMECA List of Acceptable Plastics for Optical Lenses and Reflex Reflectors March 27, 2026



Appendix C: DOT Interpretation Files and Supplemental Lab Information
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For reference, paragraph $5.1.2 of FMVSS No. 108 reads as follows:

§5.1.2 Plastic materials used for optical parts such as lenses and reflectors shall
conform to SAE Recommended Practice J576 JUL%1, except that:

(a) Plastic lenses (other than those incorporating reflex reflectors) used for inner
lenses or those covered by another material and not exposed directly to sunlight
shall meet the requirements of paragraphs 3.3 and 4.2 of SAE J576 JULS1 when
covered by the outer lens or other material; [emphasis added]' . . . .

We interpret this requirement as follows. The requirement in S5.1.2 which states that
plastic materials shall conform to SAE J576 JULS1 is the general requirement. The
subparagraphs ((a) through (g)), are exceptions to this requirement. Therefore, the
exception described in subparagraph (a) requires plastic lenses used for inner lenses to
meet the specifications of paragraphs 3.3 and 4.2 of SAE 1576 JULS1 while covered by
the outer lens. This is instead of being required to meet these specifications while
directly exposed to sunlight.® The inner lenses are not, as you suggest, fully excluded
from the general test requirements in S5.1.2.

We believe that the relevant paragraph S14.4.2.2.4 in the rewrite is substantively
identical. For reference, that paragraph reads as follows:

S14.4.2.2.4 Performance requirements, Plastic lenses, other than those
incorporating reflex reflectors, used for inner lenses or those covered by another
material and not exposed directly to sunlight must meet the optical material test
requirements when covered by the outer lens or other material.

We interpret this paragraph to establish the same requirements as paragraph S5.1.2 and
§5.1.2(a) in the current standard. With regard to plastic used for inner lenses, and not
exposed directly to sunlight, they must “meet the optical material test requirements”
when covered by the outer lens. This is the same as is currently required by FMVSS No.
108.

You also provide an analysis as to why you believe that inner lenses are not required to
be certified to the specifications of §5.1.2. We respond to that analysis below.

In your letter, you state that in a 1970 final rule (35 FR 16840, October 31, 1970),
NHTSA “made clear that inner lenses would be considered to be protected when covered
by an outer lens and not directly exposed to sunlight.” We have reviewed the final rule at

! For reference, paragraphs 3.3 and 4.2 of SAE Recommended Practice 1576, “Plastic Materials for Use in
Optical Parts such as Lenses and Reflex Reflectors of Motor Vehicle Lighting Devices,” revised July 1991,
relate to the “Outdoor Exposure Tests” and the “After Outdoor Exposure” requirements, respectively. SAE
T576 has been incorporated by reference into FMVSS No. 108,

% The language in paragraph 3.3 of SAE 1576 JUL91 does not specify that protected inner lenses can be
covered by the outer lens during the outdoor exposure tests. It specifies a shorter, but otherwise similar,
outdoor exposure test than the one for exposed outer fenses.



issue and have not found a relevant difference between that version and the current
version. Ittoo states that “[p]lastic materials used as inner lenses... and not exposed
directly to sunlight shall meet the requirements of Paragraphs 3.4 and 4.2 of SAE J576b
when covered by the outer lens or other material.”

Finally, we note you argued that “the fact that inner lenses are ‘protected’ is critical when
applying the SAE Recommended Practice upon which the standard is based.” We agree
that the lenses you describe in this letter would be considered “protected.” However,
merely because a lens is protected does not mean it is not subject to a weathering test.
Instead, according to the SAE Recommended Practice referenced in FMVSS No. 108
(SAE J576 TUL91), protected lenses are subject to test requirements — albeit less stringent
requirements than “exposed” lenses (a 6-month weathering period, instead of 3 years).

If you have any further questions, please contact Ari Scott of my staff at (202) 366-2992.
Sincerely,
Ol
0. Kevin Vincent
Chief Counsel

370 FR 16843.
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Ci Series Weather-Ometers

Xenotest® Instruments

Corrosion Cabinets

Instruments
Accelerated Weathering —Corrosion —Flammability —Solar Environmental —Technical Lighting

Atlas’ flagship accelerated weathering
instruments offer superior performance,
innovative features, and large capacity.

+ Water-cooled xenon arc lamps and
advanced filter technology deliver the
best simulation of natural sunlight

+ Best-in-class uniformity for irradiance,
temperature, relative humidity and spray

+ Intuitive touch screen controls

+ Custom testing capabilities

These premium air-cooled accelerated

weathering instruments offer an array

of options to meet virtually all global

weathering and lightfastness testing

requirements.

+ Designed with state-of-the-art controls

+ On-rack radio-controlled sensor
technology for superior monitoring of
light and temperature

+ High water and power efficiency

The most sophisticated and versatile

corrosion and salt fog cabinets available.

Capable of replicating automatic cycling

between several environmental conditions

to reduce the need to move or otherwise

handle test specimens.

+ Design maximizes testing volume

+ Large solution reservoir

+ Optional features allow for simulation of
several environmental conditions

SUNTEST® Family

UVTest

Flammahility Chambers

The most widely used flatbed xenon test

chambers available in tabletop or free

standing models to meet lower testing

capacity needs. Features include:

+ Optical light filters to simulate indoor/
outdoor sunlight

+ A variety of accessories ideal for testing
realistic end-use conditions

+ Best-in-class flatbed irradiance and
temperature uniformity

An economical fluorescent/UV weathering

test instrument for product screening at

lower operating costs.

+ Simple touch screen operation and
control in several languages

+ Patented irradiance calibration safety
access ports

+ Remote Ethernet data acquisition
application

+ Recirculating spray water option

Atlas flammability chambers offer

unmatched accuracy, repeatability and

safety when determining the burn rates and

resistance of various materials.

+ All chambers are easy to install and
operate

+ Specimen holders available to
accommodate a variety of material types

+ Chambers are available for appliance,
aircraft and automotive applications

Solar Simulation Systems

Atlas Custom Systems designs and builds

custom solar simulation systems such as walk-

in chambers or full-scale test facilities. These

full scale test facilities use a series of highly
coordinated metal halide lights to provide uniform
radiant energy to meet the demanding testing
needs of many industries.

Solar Environmental Chambers

A group of integrated, easy-to-use test chambers
for various solar and environmental applications.

These instruments combine environmental

simulation with metal halide lighting technology

and are ideal for testing medium to large
sized automotive, plastics, electronics and 3D
components, finished products as well as PV
modules.

Technical Lighting Systems

Atlas/KHS technical lighting systems are designed

for high-speed photography and video. These
systems are ideal for crash testing and other

safety experiments, custom designed to match the
complex illumination requirements of various test

configurations. Available with conventional HMI
light sources or the latest LED technology, these
lighting systems offer an array of solutions for
analytical testing of high speed events.



Our mission is to help our customers worldwide provide the most reliable and durable product solutions
through our combined experience and expertise in weathering instruments and testing,
custom capabilities, consulting and global support.

Services

Natural & Accelerated Weathering Testing —Evaluations —Consulting —Technical Support —Client Education

Natural Weathering Services

Evaluation Services

Worldwide Technical Support

Atlas offers outdoor weathering sites

worldwide to ensure factors from a variety

of climates can be tested.

+ Static Exposure Testing

+ Sun Tracking Exposure Testing

+ EMMAQUA® Accelerated Outdoor Testing

+ Ultra-Accelerated Weathering Testing

+ Automotive Exposure Testing (Samples,
Components, Complete Vehicles)

Consulting Solutions

Atlas offers a wide range of evaluation and
measurement services for your specimens
during and after the weathering process.

* Instrumental Color/Gloss Measurements
+ Visual Evaluations

+ Photography/IR Imaging

+ Emittance

+ Spectral Transmittance/Reflectance

+ Solar Reflectance Index

+ Additional Optical Property Measurements

Proper maintenance is critical in order

for your instrument to operate at peak
performance. Atlas” AMECARE Performance
Services Program ensures that your
instrument will operate optimally at all
times. Benefits include:

Client Education & Training

Accelerated Lahoratory Weathering Services

Atlas Weathering Services Group operates
one of the largest networks of ISO/IEC
17025 accredited accelerated weathering
testing laboratories in the world. Our
indoor exposure labs offer artificial
accelerated weathering tests and a variety
of other environmental test programs, all
designed to accurately simulate true end-
use conditions and meet global weathering
standards.

Atlas Consulting Solutions offers design
and implementation of environmental
durability testing methods, programs,
and strategies. Our international group of
weathering experts help you achieve your
objectives through all stages of the value
chain from materials to components,
systems to end-use products.

Atlas offers an array of resources designed
to advance your weathering education

and provide you with the knowledge you
need to successfully meet your testing
requirements. Events include:

RMANCE ) ) . ) + Seminars
+ Preventative maintenance inspections « Workshops
+ Scheduled ISO accredited calibrations + Webcasts

(where available)
+ Detailed service reports with professional
assessment of key components

Solar Industry Solutions

+ In-House Programs
+ Technical Conferences

Atlas offers a complete portfolio of testing
services to evaluate the performance,
durability and reliability of solar cells,
modules, complete arrays, concentrated
solar power products and solar thermal
collectors. Atlas also offers its proprietary
Atlas 25*® long-term durability testing
program for solar modules.



LM ATLAS

AMETEK

MEASUREMENT & CALIBRATION
TECHNOLOGIES



THE BENEFITS OF ULTRA-ACCELERATED TESTING
What is the Ultra-Accelerated EMMA®? |deal Materials for UA-EMMA® Testing Applications

The Ultra-Accel EMMAUA-EMMAYis Atlas | e Materials that require a long service life Adhesives
e Ultra-Accelerated _ (u i Jis Atlas _atestad_vancement e Transparent and glazed materials = Agricultural Films
in natu_ral exposure testing. This new outdopr Festlng device delivers e Temperature sensitive materials such as PVC = Automotive Exteriors
approxw.natelly 10-12 years of equwalen_t radlatlo_n exposure as W(_)uld e Coatings applied to metal panels = Building Materials
be rFCelved in a standard outdoor testing rack in South Florida in a e Materials that perform well in EMMA or EMMAQUA = Flastomers
singie year. exposure testing = (3lass (Architectural & Automotive)
The system achieves this accelerated exposure through a patented " EaFkagg‘% _
“cool mirror” technology that has very high reflectance in the UV and ® . " raints & (oatings
near visible wavelength ranges while attenuating reflectance in the EIVI MAU.UA Weath eri ng Sta n d d rd S = Plastics
longer wavelength visible and IR portions of the solar spectrum. _ = Roofing
The table below lists selected standards for EMMAQUA exposure. = Sealants
7 For details, refer to the individual standards. Test methods which
What are the Ad"a"tages . are proprietary to individual companies and which also specify
The new UA-EMMA system allows for greatly accelerated testing while fulfilling three critical testing requirements: Fresnel-based exposure methods are not listed here.
e Exposes many different types of materials to ultra-high UV irradiance EMMAQUA STANDARD | SCOPE COUNTRY
Maintains high fidelity to the natural solar UV spectrum : :
* Keeps specimens at acceptable exposure temperatures 150 877-3 Plastics International
ASTM D3841 Glass-fiber reinforced polyester | USA
Black Panel Temperature Performance Comparison of Polystyrene (PS) Reference Material in Standard )
UA-EMMA vs. Standard EMMA Data EMMA and UA-EMMA by UV Radiant Exposure ASTM D4141 Coatings USA
90 25 ASTM D4364 Plastics USA
sl - ySHER 0
80 (,’-‘“‘““"_ w\ Re=0.986 ASTM D5722 Coated hardboard USA
2
70— <J//%/1 ASTM E1596 PV modules USA
ool I Pt Smgtreniein
2 % R " ASTM G90 Non-metallic materials USA
:%50 - y g £ /‘/I//I/ y- 0062 0267 SAE J576 Optical automotive plastics USA
% 20 [} ; R20.969
& - SAE J1961 Automotive exterior USA
é 30 EMMA UA-EMMA I
520 o BACKED ! sl_m & EMMA PS Dolta b* SAE-AMS-T-22085 Preservation sealing tape USA
T UNBACKED ® " UNBACKED ’ B UA-EMMA PS Delta b*
0 / JIS 72381 General Japan
[ ]
0 ™ T T T T ° 0 20 40 60 80 100 120
9:56 11:08 12:20 Time13:32 14:44 15:56 MJ/m2TUVR

Atlas introduces the UA-EMMA,
the latest advancement in outdoor
accelerated testing. This device
2004 couples the EMMA platform with
a new patented mirror system,
optimizing real-world correlation.

The MQ3K is launched, utilizing state-of-the-
art technology in computer-controlled cycle
programming, more accurate altazimuth solar
tracking, one-touch start/stop, error sensing
feedback and the most-specular mirrors available.

Atlas’ DSET Laboratories relocates from
Phoenix to New River, Arizona. The
EMMAQUA device is redesigned with a

1958 steel framework and more efficient spray
delivery system.

1986

1999 Atlas introduces four patented suites of
Temperature-Controlled EMMAQUA. (Static, 2014
Night, Dynamic Temperature and Variable
Irradiance Control). This breakthrough allows
for the testing of materials that are sensitive
to thermal buildup.

EMMAQUA+®, the next generation of accelerated

1969 weathering devices, is introduced. Advancements
include individual cycle programming, black panel
temperature control, and altazimuth solar tracking
for more efficient delivery of full-spectrum solar
energy.

The first EMMAQUA® device, constructed
with a wooden frame and sheet metal skin,
is patented, manufactured and placed into
service.




LM

Global Support, Weathering Exposure Sites & Laboratories
M Corporate Offices

Chicago, lllinois USA m Linsengericht, Germany m Shanghai, China m Sao Paulo, Brazil
Elancourt, France m Marfelden-Walldorf, Germany m Bangalore, India m Leicester, United Kingdom

® Qutdoor Exposure Sites & Laboratories
Miami, Florida USA e Phoenix, Arizona USA ® Sanary, France ® Chicago, lllinois USA® Duishurg, Germany  Leicester, United Kingdom
Hoek van Holland, The Netherlands © Chennai, India ® Prescott, Arizona USA © Loveland, Colorado USA  Medina, Ohio USA
Keys. Florida USA e Jacksonville, Florida USA  Alherta, Michigan USA  Hainan, China ® Guangzhou, China
Seosan, Korea ® Miyakojima, Okinawa, Japan ® Choshi, Japan e Kirishima, Japan
Singapore ® Melbourne, Australia ® Townsville, Australia ® Novorossiysk, Russia
Gelendzhik, Russia ® Moscow, Russia

A local Sales & Service Support
To contact your local Atlas Sales representative please visit http://atlas-mts.com/contact/local-representatives/
For general inguiries please contact us at atlas.info@ametek.com

www.atlas-mts.com

©2014 Atlas Material Testing Technology LLC
Specifications and features of products and All rights reserved. Printed in the USA.
services are subject to change without notice. US Pub. No. 2039 1/14 | German Pub. No. 56352784
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Weathering & Outdoor
Climatic Testing

Ifyou’re concerned aboutyour product’s appearance or functional performance in the outdoor environment,
you're not alone. Sunlight, heat, and moisture cause billions of dollars in product damage every year. A
proper weathering testing program can help you anticipate and prevent a variety of potential product
failures, meet durability specifications, and preserve your reputation for quality.

Will your product last outdoors? Don’t guess when you can test!




WHY TEST?

Reliable weathering and corrosion data can help you:

> Avoid unexpected product failures
> Make the best material selection decisions
> Validate new or less-expensive materials or additives

> Improve your competitive advantage

\Y

Warranty your product’s lifetime with confidence

Natural outdoor weathering and corrosion testing give the most realistic prediction of product perfor-
mance. Accelerated testing, available both outdoors and in the laboratory, gives faster results but with
some uncertainty about its accuracy. Many companies combine both approaches to ensure reliable
results in the shortest time possible.

WHY CHOOSE Q-LAB?

Experienced and Reliable

Q-Lab provides the highest-quality weathering testing services. Our first natural weathering site opened
in 1959. Today, our scientists and engineers participate and offer leadership in ISO, ASTM, IEC, GB, and
numerous other professional organizations in creating standardized test methods and procedures.

Instant Credibility

When Q-Lab does your testing, the results have instant credibility with your customers and colleagues.
Q-Lab conducts all exposure tests and evaluations in accordance with appropriate test methods from ASTM,
ISO, BSI, DIN, JIS, SAE, GB, and other recognized organizations and is accredited by AMECA and AAMA.

Cost-Effective

Q-Lab’s state-of-the-art test services are available at a surprisingly affordable price. In many cases, it is
less costly to test with Q-Lab than to set up and run tests yourself.

Best Test Sites, Best Technology

South Florida and Arizona, where Q-Lab does most of its outdoor testing, have been recognized for
over a century as harsh climates for product testing. If your products perform well in these benchmark
locations, they will perform well just about anywhere. Q-Lab uses the most trusted accelerated
weathering and corrosion technologies, used by thousands of companies in dozens of industries.
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Natural Outdoor Testing

Location is everything. About one hundred years ago, companies in the paint and automotive
industries realized that environmental conditions in South Florida and the Arizona desert were the
harshest on their products. Several companies operated their own test sites in these locations, and
they used what they learned to make their products durable enough to ensure generations of satisfied
customers. Today, much of this testing has been consolidated at Q-Lab’s sites in Florida and Arizona.
Companies around the globe trust Q-Lab to perform their outdoor product testing.

FLORIDA

The subtropical climate of the Miami area has the perfect year-round
combination of abundant sunlight, warm temperatures, and plentiful
water. Sunshine during the summer months in Miami is quite similar
to that of northern temperate regions. However, in the winter the
difference is dramatic. The key point is that it is the same sun—just
more of it, and for a longer duration each year. The same holds true
for temperature, rainfall, dew, and humidity.

The result of this perfect combination of environmental factors is that
exposures at Q-Lab Florida are accelerated compared to temperate
climates. One year of Florida sunshine can produce the same
weathering effects on materials as several years of weathering in
most major markets around the world. Specimens that can withstand
the sunlight, heat, and water in south Florida can be expected to be
durable in most locations around the world.

THE GLOBAL BENCHMARK

Q-Lab Florida has more specimens on test than
any other outdoor weathering facility in the world.

SOUTH FLORIDA IS
PERFECT FOR TESTING:

Sunlight (UV) stability
Moisture sensitivity
Mildew/mold resistance
Surface erosion

vV V V V V

High-temperature
resistance

Thermal shock response
Corrosion behavior
Moisture ingress

vV V V V

Acid rain resistance



DESERT TESTING
Arizona features even hotter temperatures and

higher levels of sunlight than Florida.

ARIZONA ARIZONA DESERT IS
PERFECT FOR TESTING:
Arizona’s desert climate is characterized by intense sunlight, very
high temperatures, minimal rainfall, and very low humidity. Arizona
desert exposures provide a different — in some ways harsher —
exposure environment than Florida subtropical tests. Compared with
Florida, Arizona is much hotter and receives about 15-20% more

> Sunlight (UV) stability
> Heat aging effects

>  Thermal expansion
stress resistance

annual total solar and UV energy. Arizona experiences large day to > H.eat O!eﬂection and
night temperature variations, about 17 °C (31 °F) on average. Arizona distortion

receives little annual rainfall and has low atmospheric moisture > Material durability in low
overall. Specimens tested in the Arizona desert can be expected to humidity environments

have superior resistance to sunshine and elevated temperatures.

OHIO

Northeast Ohio has a Northern Temperate climate, meaning it
experiences four true seasons during the year. Outdoor specimens
are subject to a range of exposures to UV light, temperature, and
water, including regular freeze/thaw cycles during the winter.

Although Northeast Ohio testing will generally not attain the
acceleration of natural outdoor testing in Florida or Arizona, it does
deliver conditions experienced by much of the population of the
United States and the rest of the world.

Some industries include a benchmark Northern Temperate climate

in their certification programs, in addition to Florida and Arizona, to
ensure a fully comprehensive program for natural weathering. Ohio is
ideal for meeting these requirements.



Accelerated Laboratory Testing

Q-Lab offers a full range of accelerated laboratory weathering and corrosion testing services at our
fully-equipped facilities in Florida and Germany. Q-Lab can perform most testing that utilizes xenon arc,
fluorescent UV, salt spray, or cyclic corrosion chambers. Contract testing at Q-Lab is an ideal solution for

companies that:

> Have a short-term need for testing but aren’t ready to invest in facilities and equipment

> Need additional testing capacity that the in-house lab can’'t accommodate

> Have a special project with a new test cycle that can’t be performed in-house

> Need third-party verification of test results

STANDARD & CUSTOM EXPOSURES

Tests and evaluations are performed to appropriate ASTM, ISO,

EN, DIN, JIS, SAE, GB, AATCC, or other standard procedures.

Visit @-Lab.com/standards or contact Q-Lab to discuss a
particular standard.

We can also perform custom exposures to meet your individual
testing needs. More on page 13.

TWO LABS, ONE
STANDARD OF QUALITY

> Homestead, Florida USA
> Saarbrlcken, Germany

Both locations follow the ISO
17025 accredited Quality
System, ensuring the best
care for your projects.

Homestead, Florida USA Saarbriicken, Germany



RAPID RESULTS
Xenon arc test chambers are used to test

colorants in paints and plastics.

TYPES OF ACCELERATED TESTS

XENON ARC
WEATHERING

For weathering tests that
require full sunlight simulation,
the @-SUN xenon arc
weathering chamber can
perform a variety of methods
from the automotive, textile,
building material, paint,
plastics, personal care, or
other industries. Xenon arc
instruments are usually the
best choice for applications
where color change is the
primary failure mode of
concern.

FLUORESCENT UV
WEATHERING

When changes to physical
properties of polymeric
materials are the concern,
the QUV accelerated
weathering tester is an
effective tool for comparative
testing. Fluorescent UV
lamps match the most
damaging portion of the
sunlight spectrum (UVA and
UVB), reproduce degradation
from germidical treatments
(UVC), or simulate indoor
environments (Cool White).

SALT SPRAY/
CYCLIC CORROSION

Q-FOG cyclic corrosion
chambers can perform any
test from simple salt spray to
tests with precise control of
RH and moisture transitions,
which is required by most
OEM automotive standards.
In addition, certain models
can also perform demanding
modern test protocols like
CASS and JASO M609.



Q-TRAC Natural Sunlight
Concentrator Testing

Faster test, natural environment. Accelerated outdoor materials testing using a Q-TRAC natural
sunlight concentrator delivers the benefits of testing in a natural outdoor environment while at the same
time amplifying the sunlight and heat delivered to specimens. This testing is especially useful for highly-
durable materials with long expected lifetimes.

SUPER-FAST RESULTS FROM Q-TRAC IS PERFECT
NATURAL SUNLIGHT FOR TESTING:

: , , > Roofing
The Q-TRAC delivers the same amount of damaging ultraviolet > Coil coatings
energy in just one year as specimens would experience in five
years of Florida sunlight. Like other accelerated tests, sunlight > Fluoropolymers
concentrator testing allows products to be brought to market faster, > Geosynthetics
but the Q-TRAC uses natural sunlight to reduce further the risk of > Powder coatings
generating erroneous test results. In this way, the Q-TRAC delivers > Building materials
dual benefits — the realism of natural exposures and the speed of > Industrial coatings
accelerated laboratory tests. > Hardboard coatings

ONLY IN ARIZONA

Q-TRAC testing requires a high proportion of

direct beam sunlight and low cloud cover that
exists only in very dry environments.




ENHANCED SUNLIGHT WITH
CONCENTRATING MIRRORS

The Q-TRAC system uses an array of 10 flat mirrors
to reflect and concentrate natural sunlight onto the
test specimens. It further maximizes the exposure by
automatically tracking the sun throughout the day in
both azimuth (horizontal) and elevation (vertical).

Q-TRAC WATER SPRAY &
SPECIAL APPLICATIONS

Water spray during the night time can simulate
the time of wetness experienced in Florida, and
during the day it can simulate thermal shock
associated with rain bursts. During night-time
wetting, specimens are oriented facing upward

to give increased wetness and realism compared
to original natural sunlight concentrator testing.
Q-Lab also offers temperature-controlled Q-TRAC
testing for more heat-sensitive specimens.

Several standardized cycles—including desert,
freeze/thaw, and spray are available to test
different materials and end-use application.
Standards include:

> ASTM G90

> ASTM D4141
> ASTM D4364
> ASTM D5105
> ASTM D5722

> SAE J1961
> SAE J576
> SO 877-3

> AAMA 623, 624 and 625

Air
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Automotive Interior Testing

Accelerated testing to simulate behind-glass environments. [nterior components in automobiles
and other behind-glass environments can experience higher temperatures than materials in service
outdoors. AIM box testing delivers high temperatures in combination with natural sunlight behind

window glass for fast, realistic testing.

AIM BOX

An Automotive Interior Materials (AIM) box is an under-glass
enclosure that simulates the sunlight and heat found inside an
automobile. Although this technology was developed for the
automotive industry, it can be very effective for many applications
where glass-filtered sunlight and heat are important stressors, such
as building window assemblies and electrical enclosures.

Key test standards for AIM box testing include GMW 14873,
GMW 16717, GMW 3417, GM 2617M, GM 3619M, GM 7454M,
GM 7455M, GM 9538P, Ford DVM 0020, and ASTM G201.

REALISTIC SIMULATION

Testing automotive interiors can be different from testing other
materials because air temperatures inside a vehicle can far exceed
the temperature outside it. Materials can reach 100 °C or more

in warmer climates. Furthermore, the light that reaches internal
components is filtered by automotive glass, making it different from
natural outdoor sunlight.

The AIM box uses tempered glass - clear or laminated - to simulate
the sunlight spectrum experienced inside a car. In addition, a black

panel thermometer continuously monitors the environment inside the
box. A cooling fan and curtain are used to ensure that specimens are

maintained at precise and realistic temperatures.

DEGRADATION MODES
PRODUCED IN AIM BOX
TESTING:

Color change
Cracking
Peeling
Oxidation

Heat deflection

vV V V V V V

Tackiness




ACCELERATION

HIGH TEMPERATURE TESTING
Automotive instrument and dashboard panels are

commonly tested in AIM boxes.

The AIM box in Arizona can perform precision azimuth tracking of the sun throughout the day. This boosts
the total amount of solar radiation reaching the specimens for faster results without sacrificing accuracy.

TRUE AIM BOX

To increase the total amount of
solar radiation exposure, Q-Lab’s
proprietary new TRUE (Tracking
Reflecting Ultra Exposure) AIM
box uses highly reflective mirrors
and dual-axis tracking (azimuth
and elevation) to focus more
sunlight into the box interior.

This technique approximately
doubles the total sunlight
received every day.




Standard Outdoor Exposures

True benchmarking via standardized testing. Natural outdoor testing according to international test
standards gives improved consistency of results from test to test. Having a library of outdoor test data
according to recognized test standards gives the best estimate for a product’s service life and serves as
an excellent basis for comparison to accelerated laboratory testing.

DIRECT EXPOSURE (ASTM G7, ASTM D1435)

Specimens can be securely mounted at a variety of angles for direct
exposure to the sun. Various backing techniques are available

to simulate the thermal environment of the specimen’s intended
service application. Plywood backing raises temperatures, while
open- or mesh-backed specimens receive maximum natural air flow
for cooler temperatures.

UNDER GLASS (ASTM G24, ISO 877-2)

These exposures are used to test interior-use materials, such as
textiles and printing inks. Specimens are behind 3 mm window glass
which will filter out short-wavelength (UVB) light. Exposures are
typically at a 45° or 5° angle from horizontal.

BLACK BOX (ASTM D4141, GMW 14873)

These tests reproduce conditions found on the horizontal surfaces
of a vehicle, including higher temperatures and longer wet times.
Under glass black box exposures are used to test automotive
interior materials or other applications that experience similar
conditions.

Other standard outdoor exposure test methods are available, including salt-accelerated, outdoor acid
etch, and mildew-enhanced weathering.



Custom Tests & Special Projects

If you need a specialized test for a component,
assembly, or complete product, Q-Lab can
customize a test program to identify any problem
areas quickly. Do you need to measure the
temperature profile of multiple areas of your
product throughout the day? Or design a test
that accurately simulates your product’'s end use?
Whatever your need, our experts can design a
customized test solution to fit your budget.

Cabin Solar Radiation vs. Outdoor Humidity

oA Weekt Outdoor weathering testing in a replicated end
use environment, like the shed shown above, can
demonstrate interactions between components
and give a more realistic representation of outdoor
product durability.

DETAILED DATA ACQUISITION
Q-Lab can instrument your product to capture the
data most important to you, and we always take

care to protect confidentiality.




Evaluations & Physical Testing

Exposing your products or materials is only half of the equation. Measuring how they degrade over time
is the other half. Q-Lab’s engineers and technicians are worldwide experts at identifying and quantifying
how your materials change when exposed to weathering or corrosion tests. We have many tools at our
disposal to tell you nearly everything you need to know about your product’s performance.

VISUAL EVALUATIONS

Visual evaluations detail all defects observed, such as cracking/checking, blistering, chalking, dirt
retention, flaking, mildew growth, surface rust, or color change, according to standardized rating scales.

Q-Lab technicians are highly trained and experienced experts in the field of evaluation techniques and
reporting scales. Many are actively involved in the organizations that create and maintain the standards
relied upon by labs around the world.

COLOR & GLOSS MEASUREMENTS

Instrumental measurements of appearance and surface characteristics include gloss, distinctness of image,
and color. These are used in place of or in addition to visual ratings, and are required by many standards.
The science of color and appearance measurement can be very complex, and Q-Lab’s experts can guide
you through your options to ensure you get the correct data for your needs.
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VISUAL EVALUATIONS

All visual ratings are made under standard
lighting conditions to provide accurate,
repeatable results.

MECHANICAL TESTS

Mechanical tests on physical properties are necessary for many products and materials. They include:

> Drop impact > Tensile strength & elongation

> Pencil hardness > Shear & peel adhesion

> Tape adhesion > Gravelometer stone chip impact
> Mandrel bend & elongation > Taber abrasion

PHOTOGRAPHY & SPECIAL HANDLING

A complete test program often includes other special services or handling. Common services include
washing, polishing, scribing, and specimen weighing. Q-Lab can also photograph weathering and
corrosion changes, which requires special lighting skills and equipment.

Q-Lab Test Services | 15



Q-Lab Facility

Q-Lab Sales
& Repair Coverage

Q

QLAB

OUR GLOBAL NETWORK

We are committed to provide world-class technical, sales, and repair support in each of the over 60
countries in which we operate. Visit @-Lab.com/support for contact information specific to your location
and inquiry type.

GLOBAL HEADQUARTERS Q-LAB EUROPE, LTD. Q-LAB DEUTSCHLAND GMBH
WESTLAKE, OH USA BOLTON, ENGLAND SAARBRUCKEN, GERMANY
info@g-lab.com info.eu@q-lab.com info.de@g-lab.com
+1-440-835-8700 +44-1204-861616 +49-681-857470

Q-LAB CHINA Q-LAB FLORIDA Q-LAB ARIZONA

SHANGHAI, CHINA HOMESTEAD, FL USA BUCKEYE, AZ USA
info.cn@g-lab.com testing@g-lab.com testing@g-lab.com

+86-21-5879-7970 +1-305-245-5600 +1-623-386-5140
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